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Figure S1. FT-Raman spectrum of the silver paint on the micro-sample taken from the dripping on the back of the 

“Concetto spaziale” near the cut. 

 

Figure S2. Raman spectrum obtained on the back of the canvas of the “Concetto spaziale” by Lucio Fontana. 


