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Figure S1. Chemical compositions of microplastics from takeaway food containers 

(HKW, CB, GZB SB). 
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Figure S2. Chemical compositions of microplastics from takeaway food containers 

(SSH, SLH, DBH). 

 

Figure S3. Size distribution histogram of all samples together 

 

 

 



Figure S4. Distribution of microplastic types from takeaway food containers. 

Figure S5. False color images of the entire membrane filter of an SSH(PS) sample. 



Figure S6. False color images of the entire membrane filter of an CB(Nylon) sample. 

Figure S7. False color images of the entire membrane filter of an DBH(PP) sample. 



Figure S8. False color images of the entire membrane filter of an GZB(PP) sample. 

Figure S9. False color images of the entire membrane filter of an HKW(PE) sample. 



Figure S10. False color images of the entire membrane filter of an SB(PP) sample. 

Figure S11. False color images of the entire membrane filter of an SLH(PET) sample. 


