
 

 
Figure S1. Emission spectra of KYC:xTb3+ (x=0.001, 0.01, 0.1) excited at 283 nm. 

 

 
Figure S2. Emission spectra of KYC:xTb3+ (x=0.001, 0.01, 0.1) excited at 351 nm. 


