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Abstract

:

Conservation of wooden artefacts that are exposed outdoors, mainly in open-air museums, is a very complex and difficult issue that aims to preserve both the integrity and aesthetics of valuable objects. Unceasingly subjected to several factors, such as alternating weather conditions and the activities of microorganisms, algae, and insects, they undergo continuous changes and inevitable deterioration. Their biological and physical degradation often results in the formation of gaps and cracks in the wooden tissue, which creates a need not only for wood consolidation, but also for using specialist materials to fill the holes and prevent further degradation of an object. To ensure effective protection for a wooden artefact, a filling material must both protect the wood against further degradation and adapt to changes in wood dimensions in response to humidity variations. A variety of substances, both organic and inorganic, have been used for conservation and gap filling in historic wooden objects over the years. The filling compounds typically consist of two components, of which one is a filler, and the second a binder. In the case of inorganic fillers, plaster has been traditionally used, while the most popular organic fillers were wood powder, wood shavings, and powdered cork. As with binders, mainly natural substances have been used, such as animal glues or waxes. Nowadays, however, due to the lower biodegradability and better physicochemical properties, synthetic materials are gaining popularity. This article discusses the types of filling compounds currently used for gap filling in wooden artefacts exposed outdoors, outlining their advantages and drawbacks, as well as future perspective compounds. It appears that particularly composite materials based on natural polymers deserve attention as promising filling materials due to their high elasticity, as well as similarity and good adhesion to the wooden surface. Their main shortcomings, such as susceptibility to biodegradation, could be eliminated by using some modern, bio-friendly preservatives, providing effective protection for historic wooden artefacts.
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1. Introduction


Open-air museums (so-called skansens) play an indispensable role in the preservation and presentation of a threatened heritage of regional or national history. Giving us insights into the natural and cultural past of particular regions and the ethnic groups that were living there, these unique institutions help forge the sense of identity of the people in the area.



The idea for open-air museums in Europe came in the 18th century in Denmark as an evolution of traditional indoor type museums to preserve traditional village architecture in the rapidly developing world and thus maintain the cultural and historical consciousness of people. The first skansen was established in 1867 in Norway. Since that time, open-air museums began to develop—at first mainly in Scandinavia, and then throughout Europe and the world. Some of them were established to preserve historical buildings in the place of their origin or to save unique archaeological discoveries exactly in the area where they were made, while others were erected from scratch in new suitable places where the interesting objects were transferred to [1,2,3].



Open-air museums are often called “living museums” as they hold collections of intangible heritage resources, providing an interpretation of how people lived and acted in the past thanks to the achievements of experimental archaeology. They are a specific kind of medium linking culture and people, imparting values, knowledge and experiences of the past to subsequent generations. Their quest is to present historical treasures attractively and extensively, and help visitors appreciate and enjoy the rich heritage of the region. Although the significance of a museum does not rely only on its collection, but also on the philosophical, anthropological and cultural impact on society, the truth is that behind all these ideas are impermanent materials. In the case of open-air museums, the main collections are traditional buildings and structures exposed at large outdoor sites, and the primary material from which they came is usually degradable wood. Therefore, to fulfil their mission, the museums have to find a way to reconcile the intangible and the tangible, and save the wooden historic landmarks from decay, destruction, and ultimately the loss of the artefact [3,4,5].



The main wooden artefacts presented in open-air museums are various buildings, including cottages, huts, farm buildings, churches, wind- or watermills, as well as smaller structures, such as wayside shrines and crosses, beehives or statues (a few examples of wooden objects from the collections of The National Museum of Agriculture and Food Industry in Szreniawa and its branch–The Museum of Apiculture in Swarzędz, Poland are presented in Figure 1 and Figure 2). Their outdoor exposition unceasingly subjects them to various abiotic and biotic factors that cause them damage.



The objects exhibited in the open air are constantly exposed to changing weather conditions. Precipitation and humidity variations result in alterations in wood dimensions, i.e., cyclic swelling and shrinking, which can cause wood deformation or even cracking (Figure 3A,D,E and Figure 4D). Cracking and deformations impair an artefact’s aesthetic, but the object that is cracked all over is also at risk of breaking apart into pieces and disintegrating. The rainfall and high air humidity, but also water that accumulates in cracks, promote further microbial, fungal, or algae infestation, which leads to the decay of wooden tissue and the creation of holes cavities (Figure 3D,E and Figure 4A–C). UV radiation, temperature fluctuations or activity of wood-boring beetles and other insects that occur in the surrounding environment create further damage (Figure 3A–C). As a result, the structural, mechanical, and chemical properties of wooden artefacts deteriorate over time, along with their aesthetic and artistic qualities. Such objects are usually full of cracks and hollows of various shapes and dimensions [6,7,8,9]. This creates a need for the application of not only typical wood conservation agents to consolidate wood and preserve the whole artefact, but also special materials to fill the gaps and keep the integrity and aesthetics of valuable objects and prevent their total destruction. Conservation of such types of historical objects is thus a challenging and complex issue requiring specific interdisciplinary knowledge and integrated technical and artistic conservation measures, which together ensure relevant results being concurrently in line with conservation ethics and excellence.



This paper focuses specifically on the gap-filling of wooden artefacts exposed outdoors–an important but often overlooked problem in wood conservation. The article reviews the filling compounds currently applied for gap-filling and discusses their usefulness for wooden objects exhibited in the open air. It revolves around the features of filling materials that are the most required from the conservation perspective, outlines the advantages and drawbacks of these materials, and presents possible future perspectives in this field.




2. Materials for Gap Filling in Wooden Objects


Filling gaps in historical artefacts is in line with a philosophical trend based on the idea to conserve historical material rather than replace it. The reasons for gap-filling in wooden objects exposed outdoors are twofold, depending on the state of their preservation. Firstly, when the damage to an object threatens its existence (e.g., loss of stability (Figure 5B,C), deep cracks leading to splits and disintegration (Figure 5A,D)), then conservation considerations prevail, and a structural fill is necessary to provide an object with adequate strength and integrity. On the other hand, when multiple holes and cracks in an object cause the loss of its aesthetic quality and historical character that impedes the right interpretation of the artefact (Figure 6), aesthetic concerns predominate, and a soft, nonstructural fill is desirable [10,11]. Filling materials should then permit the degraded historical artefact to be “reconditioned and retained in place” [12].



A variety of materials have been used to fill gaps in wooden artworks exposed outdoors, including organic and inorganic compounds. Historically, mainly natural materials were applied, such as wooden fills, waxes, plaster, chalk, bitumen, concrete, gesso or oil-based putties. Then, due to their better performance, synthetic materials have become more popular; these include various resins (acrylic, epoxy, methacrylic, and vinyl), polyurethane, and silicone rubbers mixed with sawdust or synthetic microballoons [10,12,13,14,15,16,17]. Recently, as in other areas, a return to nature can be observed in wood conservation. This reflects the application of natural fillers, such as cellulosic materials (paper pulp, microcrystalline cellulose, long fibre tissues, cellulose or wood powder) or minerals (Halloysite nanotubes, silicates) in combination with natural biocides and various binders, including resins, natural oils, waxes, cellulose ethers, and other adhesives [18,19,20,21,22,23,24,25,26,27]. Conservators also use commercial ready-mixed compounds that include not only fillers and adhesives, but also additional agents, such as pigments, biocides, emulsifiers or thickeners (e.g., Plastic Wood, Polyfilla, AJK dough), or home-made pastes of confidential composition adjusted to the needs of individual wooden artefacts [13,28,29].



Conservation materials for filling holes and cracks in exterior wooden artworks face much more challenging conditions in comparison with museum interiors. Therefore, their properties should match the requirements imposed by the outdoor environment. Flexibility and cohesive strength proportionate to that of wood are two of the most important features due to the changing outdoor humidity and the resulting swelling and shrinkage of the wood. The ideal material would be one that could respond to these changes, i.e., expand when wood shrinks and shrink when the wood swells. It should adhere well to the void’s surface and provide proper fusion with wood tissue. Fillers also need to be resistant to weathering (ageing) and leaching. Their physico–chemical and mechanical properties should correspond with wood to avoid its damage. Filling materials ought to be removable (conservation ethics require the method to be reversible or at least enabling retreatability), easy to prepare, apply and work, as well as to carve or paint, non-toxic, preferably also easily accessible, and relatively inexpensive [11,18,30,31,32]. The key to providing proper conservation of a wooden artefact is an individual approach to each case that involves thorough characteristics of an object and its state of preservation, as well as choosing the most appropriate conservation materials and methods tailored to the artefact and that correspond to both aesthetic and conservation requirements [13,17,18].



Fill compounds are two-part systems that consist of a cohesive material (filler) to replace the loss in the wood structure and an adhesive (binder) to affix the material in a conserved object. These two constituents can be separate, as in the case of a properly shaped wooden fill glued into the void using an adhesive, or mixed together into a single filling mass that ensures both filling the loss and adhesion to its surface [10]. Masses are then multi-component mixtures of adhesive(s) and bulking agent(s) blended in the right proportions to provide requested physical and mechanical properties. They can be simple mixtures of chemically inert agents or a blend of compounds that can chemically react with each other or crystallise to form a final filling material with appropriate characteristics. However, in conservation practice, there are also more complex recipes with various interactions between their components [17].



2.1. Fillers (Bulking Agents)


The primary function of a filler is to replace the missing wooden tissue and fill cavities in an artefact. However, as mentioned above, fillers are usually mixed with adhesives to form a homogeneous ready-to-use filling paste. In such a case, they serve also other functions, such as:




	
increasing the viscosity of an adhesive to obtain a stiffer paste, which facilitates its application and prevents its draining from holes or cracks during the conservation process,



	
enabling the filling mass to be carved or sanded to facilitate its further painting or to make its surface similar to the surface of the surrounding wood,



	
reducing shrinkage of a filling mass when an adhesive used contains volatile components,



	
modifying the mechanical properties of an adhesive, thus the whole filling mass, depending on the filler/adhesive ratio,



	
altering the volume of the mass in response to changing moisture conditions, depending on the hygroscopicity of a filler [11,18,33].








Several different bulking agents have been used in gap-filling of wooden artefacts exposed outdoors, including both natural (organic and inorganic) as well as synthetic compounds: wooden fills, wood flour, sawdust, wood shavings, coconut fibres, cork granules, rye flour, cellulose powder, lignin, gypsum, chalk, mineral powders, metal or glass powders, glass beads, glass or phenolic microballoons, synthetic fibres, synthetic polymers (powdered or granulated) [13,18,23,31,33,34].



2.1.1. Wooden Fills


One of the solutions applied for filling gaps in wooden artefacts are fills made of wood that can serve as structural or aesthetic compensation. Seasoned wood, usually of the same species of which the wooden object is made, is carved to an appropriate shape for a tight fit. Then it is mounted in the cavity using an adhesive, and its surface is matched to the surrounding area of an artefact [10].



Although this historically oldest conservation method seems evident and fully adequate, it has several drawbacks. The main problem is a different response of new and historic wood to external conditions, in particular to humidity fluctuations. Degraded historic wood is usually to some extent deprived of highly hygroscopic cellulose and hemicelluloses. Therefore, it is less reactive to moisture, thus less dimensionally responsive to it. When humidity changes, different wood pieces (old and new) contract or expand independently. More reactive fill made of fresh wood can detach itself from the artefact when it dries under low humidity conditions, creating new crevices leading to further damage of an object. When humidity rises, fresh fill expands, which can enlarge the existing gaps and cracks, and even completely destroy an artefact by splitting it into pieces. To avoid such scenarios, conservators sometimes use fills made of the same type of wood with a similar degree of degradation—historical wood with comparable age or fresh timber after artificial weathering [10,11,13,32].



Other problems with wooden fills relate to their fitting to the cavities in a wooden object and visual matching to its surface. The former is difficult due to the usual irregularities of the voids: no matter how accurately carved and fitted, a filler will always eventually come adrift. The latter is complicated due to the individual grain pattern of each wood piece (grain orientation, the width of annual rings, colour). Considering all the above-mentioned facts, using fills made of wood seems not to be a perfect solution [10,11,13].




2.1.2. Sawdust, Wood Shavings, etc.


Probably the most obvious and popular concept for gap-filling in historic wooden artworks is the utilisation of the same material they are made from due to comparable physico–chemical properties. Except for wooden fills described in the previous paragraph, wood or bark (cork) comminuted to a varying degree is often used in combination with different adhesives (mainly nonaqueous due to high swelling and shrinkage of fragmented wood in aqueous binders). Sawdust, wood shavings, and wood flour are cheap and easily available and thus are commonly found in recipes for moldable filling masses. They increase viscosity as well as enhance the hardness and tensile strength of these conservation materials, facilitating their application and further cutting and curving to an appropriate shape and texture. The size of wood particles is selected depending on the type and size of holes in an artefact [16,17,32].




2.1.3. Cellulose


Various forms of cellulose (nanocellulose fibres and crystals, microcrystalline cellulose, paper pulp) and its derivatives (ethers and esters) have been used in the conservation of wooden artworks for consolidation and coating. For gap-filling, mainly microcrystalline cellulose (MCC) and paper pulp are applied as fillers in combination with different adhesives [21,31,35,36,37].



Microcrystalline cellulose is a natural, non-toxic, fully biodegradable, and recyclable material industrially manufactured from lignocellulosic biomass, usually agricultural, forest and aquatic residues (e.g., rose stem, sugarcane bagasse, rice and coffee husk, date seeds, brown algae, wood, bamboo fibre, tea waste). Its production involves partial hydrolysis of amorphous regions of native cellulose using strong mineral acids at boiling temperature. As a result, small particles (about 50 µm in dimension and 100–1000 µm in length) of high crystallinity are obtained [38,39,40,41].



The high degree of crystallinity renders MCC a perfect reinforcing filler, providing it with high thermochemical stability and resistance to swelling in water combined with low density, high specific strength, and viscosity. Additionally, the widespread availability, the chemical composition identical to that found in wood, and the ease of handling make MCC a frequent conservators’ choice for consolidation and gap-filling in wooden objects [18,20,21,22,36,42].



Results of the research by Cataldi et al. [20,22] on MCC/acrylate composite showed that MCC added as a filler to the commercial acrylate adhesive (Paraloid B72 (Dow Chemical Company, Midland, MI, USA) commonly used in wood conservation), significantly improved its thermo–mechanical behaviour by increasing its glass transition temperature and thermal degradation stability, and reduced linear coefficient of thermal expansion. Simultaneously, the addition of MCC increased the composite’s stiffness, resistance to fracture propagation, stress at break, tensile energy to break and creep stability, as well as storage modulus and loss modulus proportionally to the rising filler/binder ratio. The stabilising effect of microcrystalline cellulose resulted from the properties of MCC itself and from a good filler/binder affinity. When applied as a consolidant for degraded wood, the composite additionally reinforced its structure by reducing the pore radius to the size of the corresponding sound wood and enhanced its mechanical properties (e.g., stiffness, flexure strength, and surface hardness); concurrently, it retained the hydrophobicity of the adhesive, reducing the wood moisture content and volumetric swelling of the treated wood [21]. An MCC/acrylate composite can be then particularly useful as a gap-filler for conservation purposes, “…where elevated dimensional stability and a good energy absorption capability under external loads are required…”, as in the case of many wooden objects exposed outdoors [22].



Among cellulosic materials, paper pulp, sheet paper, newspapers or tissue paper have sometimes been used as fillers and have been combined with various, mainly natural adhesives. Due to the higher amount of amorphous regions in cellulose microfibrils, they are more hygroscopic than MCC, thus more prone to swelling when exposed to moisture [17,18,43]. Fulcher [18], however, showed that paper pulp in combination with Klucel® (hydroxypropyl cellulose) as an adhesive makes a great gap-filler that is compatible with wood and fits almost all the conservators’ criteria. By changing the filler/binder ratio, we can change the properties of the mass and adjust it to the needs of a particular artefact.



There is a lot of new research on the use of cellulose derivatives as fillers for various composites, e.g., lignin-containing cellulose nanofibrils in combination with polymeric diphenylmethane diisocyanate as a wood adhesive [44], polypropylene/poplar wood flour/microcrystalline cellulose /starch powder or MCC/polyester composites with improved mechanical properties [45,46], etc. The properties of the obtained composites are promising, and some of them can potentially be useful in gap-filling in wooden historical objects.




2.1.4. Plaster and Cement


Plaster has been used in conservation practice since antiquity. The name “plaster” can refer to two different types of calcium compounds: lime plaster made of calcium carbonate (CaCO3) and gypsum plaster (so-called “plaster of paris”) made of calcium sulfate (CaSO4). Both are mixed with water (and other ingredients) to prepare a filling putty, but the former shrinks upon drying, while the latter, unlike other materials of this type, expands upon setting. Neither of them applied alone is fully appropriate for the conservation of wooden objects: lime plaster can shrink and crack during drying, sticking out from the hole’s surface thus creating new gaps; gypsum plaster, by expanding upon drying, can destroy the surrounding wooden tissue leading to the destruction of a whole object [17]. However, in more modern times, plaster has been often used as a bulking component in various conservation masses for gap-filling: hard-finish plasters based on over-heated gypsum and metal salts with longer setting time (e.g., Mack’s cement, Keating’s, Keene’s cement, Parian, Martin’s cement); Portland cement made of calcium carbonate and alumino-silicates (more appropriate for large fills); gesso based on calcium sulfate or carbonate mixed with animal glue as the adhesive (unstable under changeable humidity conditions); composition (so-called “compo”) made of animal glue, linseed oil, and a natural resin mixed with a calcium filler. They have been applied to various outdoor artefacts, including metal, stone, and wooden sculptures and structures, often in combination with different substances according to the needs of the individual pieces of art, but most of them are not suitable for degraded wood and under changeable moisture conditions [17,31].




2.1.5. Microballoons


Microballoons are miniature, non-porous, non-toxic, hollow, and perfectly spherical particles with a very low density and specific surface. They are available in the form of white, free-flowing powder, in a wide range of densities and respective compressive strengths. For art conservation, mainly glass, acrylic and phenolic microballoons have been used, often in combination with thermoplastic and thermosetting resins to provide them with better performance [10,11,13,23,47].



Microballoons are inert compounds easily mixed with resins without using complicated tools and procedures. They decrease the viscosity of the resin-filler mixtures without altering their weight and enable them to form thick, lightweight, and easy workable pastes suitable for various conservation purposes. Depending on the adhesive used, some of the masses can be reversible. Microballoons reduce shrinkage during drying and improve the smoothness of filling masses. They enable them to obtain the texture similar to surrounding wood and facilitate their carving and painting (especially the phenolic ones). They also minimise absorption of the resins used by the porous wood tissue, as well as prevent them from affecting water-sensitive painted surfaces or gesso present in conserved artefacts [10,11,13,18,47,48,49,50]. The addition of microballoons affects the compressive, flexural or tensile properties of resins; it has been shown that the increased volume fraction of microballoons increases Young’s modulus, compressive strength, and impact resistance of such mixtures. Microballoons-based masses turned out to be effective for applications where dimensional changes upon changeable moisture conditions are minimal due to the high degree of wood degradation, but also, due to their low compressibility, for filling cracks in more reactive less degraded wood [29,47,50,51,52].





2.2. Adhesives (Binders)


Since adhesives applied for filling gaps in wooden artefacts exposed outdoors have to withstand changeable external conditions, their properties have to satisfy specific requirements. First of all, they should be flexible due to the high dimensional changes of wood caused by humidity fluctuations; their hardness and mechanical strength should be adjusted to the condition of the conserved artefact (the bond between wood and adhesive should be weaker than the wood cohesive strength to ensure the potential damage take place within the adhesive, rather than in the structure of the artefact). Binders cannot stain the surface or change the colour of the artefact and need to be resistant to weathering (ageing) and biodegradation. They cannot affect the wood structure, should be non-toxic, safe to handle, easily available, and cheap. To comply with conservation ethics, adhesives should also be reversible or, at least, retreatable [12,16,31,53].



Adhesives are usually mixed with fillers and excipients to form filling masses (pastes) adjusted to the requirements of specific objects, but some of them, especially synthetic resins, are sometimes used separately. In the past, mainly natural adhesives have been used, such as animal glues, natural oils or waxes. They have been replaced by synthetic polymers (e.g., acrylic, epoxy or vinyl resins, silicones, polyurethanes) with better performance and improved durability. There are also commercial adhesive formulations on the market, with properties suitable for outdoor applications, but still little is known about their endurance, resistance to ageing or reversibility [11,13,16,31,33].



2.2.1. Animal Glues


Animal glues were among the first adhesives used in construction, manufacture, and conservation (their history dates back at least to ancient Egypt) and they are still in use to present times. Derived mainly from animal collagen—the most abundant mammalian protein present in bones, tendon, skin, connective tissue, and cartilage—they have different chemical, physical, and mechanical properties depending on their origin and a method of preparation. Nevertheless, they have proven to be extremely useful as adhesives and binding media for various purposes, and under certain conditions, they can be highly durable as evidenced by centuries-old fills or joints found in historical artefacts [17,30,54,55].



Animal glues are natural and water-soluble, which reflects in their properties. They are non-toxic, thermoplastic, as well as reversible and retreatable (unlike synthetic resins) and have great adhesion to the wood surface, which suits the conservation purposes. On the other hand, as a good source of nutrients, they are prone to biodegradation, and their hygroscopicity makes them susceptible to moisture changes, which results in their shrinkage, brittleness, and a tendency to fracture when they dry, or in their softening and bleeding when they undergo plastic deformation under wet conditions. These drawbacks predispose animal glues to serve mainly as interior adhesives [30,33,55,56,57,58]. However, their modification with additives such as inert fillers, plasticisers or pigments can significantly improve their performance (by limiting their dimensional changes upon moisture fluctuations and altering their mechanical properties) and give them the properties necessary for gap fillers for specific outdoor conservation purposes [57]. Animal glues do not stain the wooden surface nor cause wood discolouration and can be easily removed from places where they are undesired. Under optimal external conditions (without significant changes in moisture and temperature and limited risk of biodegradation), they can be stable and durable [30,33,55].



Besides the glues based on mammalian collagen, there is a variety of different animal glues, including casein glue, albumin glue or fish glue, which have been applied as paint media, adhesives for architectural, manufactural, and conservation purposes, as well as binding media for bole and gesso in gilding [33,55,59].




2.2.2. Waxes, Oils, and Natural Resins


Waxes are some of the oldest materials used in monuments craft and conservation–beeswax was used by ancient Egyptian craftsmen or applied by the ancient Romans to fix Greek marble statues damaged during transportation [60]. Apart from beeswax, other natural waxes have been used since the beginning of the 19th century, including those of plant (e.g., carnauba, candelilla, esparto, ouricuri) or animal origin (Chinese insect wax, lanolin, shellac wax, spermaceti); nowadays, mineral waxes originated from natural deposits (ozokerite or montan wax) or extracted from crude oil are also in use in the form of paraffin (larger crystalline size) or microcrystalline wax (smaller crystalline size) [17,61].



Waxes are used as coatings, binders or consolidation agents for degraded wood and can be suitable as gap fillers for wooden objects which are not subjected to high temperatures (close to or exceeding the melting point of waxes) [17,31,55,60]. They are non-toxic, inert, chemically stable, resistant to organic solvents, and hydrophobic. They are the traditional choice in conservation since they do not shrink upon setting, can be colour matched to the surrounding surface, and easily removed (due to their low bonding strength and lack of tension between the fill and the surrounding wood). On the other hand, the hydrophobic nature prevents them from expanding or contracting along with wood movements caused by humidity fluctuations, which can lead to falling out of wax fills. Unfortunately, waxes melt and leak out under higher temperatures and significantly increase the weight of a conserved artefact; they are prone to dust accumulation and can be easily scratched because they have poor mechanical resistance. However, their filling performance can be improved when they are mixed with fillers and adhesives [17,55,56,62,63].



Linseed oil (so-called flax oil or flaxseed oil) has also been widely used in wood craft and conservation. It is non-toxic and water-resistant, ubiquitous, easily available and relatively cheap, and as a drying oil that can polymerise into a solid form when exposed to oxygen from the air, it is perfect for various purposes: for finishing wood surfaces, for wood impregnation when blended with resins, other oils or solvents, as a plasticiser and hardener in putties and other filling masses, or as a pigment binder in paints and gildings. However, the development of synthetic resins with better performance significantly limited its application in the past few decades [55,56,62].



Natural tree resins were also utilised in the past for art craft and conservation. Although relatively thermo–chemically stable, they have insufficient flexibility and adhesion to wood to serve as components of gap-fillers in wooden objects [31].




2.2.3. Cellulose Ethers and Esters


Cellulose, as mentioned above, can serve as a filler, but its soluble derivatives–ethers and esters–are also used as adhesives or consolidants in wood conservation.



Cellulose ethers are water-soluble polymers produced by chemical modification of cellulose. The modification process includes extraction of cellulose from natural fibres (cotton, wood), treatment with an alkaline solution, and then reaction with various etherification reagents. The process disrupts hydrogen bonds in cellulose, which allows other compounds to bond with glucose units, but also results in a significant reduction of cellulose crystallinity. The resulting products are hygroscopic white powders applied as thickeners, stabilisers, and viscosity modifiers in a variety of industries, and their properties are similar to some synthetic or natural water-soluble polymers (polyurethanes, polyacrylates, polyvinyl alcohol or carrageenan, xanthan gum, locust bean gum) [18,58,64,65].



In wood conservation, mainly methyl and hydroxypropyl cellulose are used as consolidation agents or adhesives; however, other ethers have been recently tested [18,23,24,36,55,66,67]. The most common compound is Klucel® (hydroxypropyl cellulose), available in a wide range of grades and viscosity; however, because high-molecular-weight Klucel® (types H and M) was found unstable, mainly the low molecular G type is in use. Klucel® is soluble in water or ethanol; it has been applied as an adhesive in combination with paper pulp, microballoons, and cellulose powder, or a mixture thereof, for filling loses in wooden objects exposed mainly in museum interiors [18,68,69,70]. It was shown to be susceptible to ageing/weathering, similar to cellulose or other cellulose ethers [18].



Studies on Klucel® G mixed with ground chalk revealed that such a mass is prone to slump and shrink upon drying; therefore, is not suitable as a gap-filler [13]. On the other hand, as shown by Fulcher [18], a blend of Klucel® G with paper pulp meets almost all the criteria set for gap fillers for wooden artefacts. The fill is compatible with wood and responds to moisture fluctuations similarly to wood. Therefore, potentially, it could be used outdoors. Its hardness and strength can be adjusted to the requirements of the object by changing the concentration of an adhesive, and it can be prepared using a variety of solvents suitable for individual artefacts. The important thing is that the fill should be considered a system, and its properties are not a sum of the properties of its components because individual ingredients–a bulking agent, an adhesive, and a solvent–affect each other, modifying the resulting material and its reactions to the surrounding environment. Kryg et al. [23] studied fills composed of Klucel® G and wood powder or glass microballoons as bulking agents, using acetone or water as solvents. The results show that the properties of the examined fills differed significantly depending on the solvent and the filler/adhesive ratio. Because all the fills were susceptible to water, none of them was suitable for external application.



Among other cellulose derivatives sometimes used in conservation are cellulose esters: nitrate and acetate. They dry quickly and degrade easily by discolouring and releasing acidic vapours, become brittle in time and prone to cracks, and their binding properties are relatively weak. To improve its filling performance, cellulose nitrate was sometimes plasticised with other materials; mixed with wood dust served as a filling mass called “Plastic Wood”. Today, however, there are plenty of better adhesives. Therefore, cellulose esters are not a primary choice as adhesives for wood conservation [17,56,58].




2.2.4. Synthetic Resins


Synthetic resins are liquid, semi-liquid or soft solid viscous substances industrially produced in polymerisation, polycondensation or polyaddition reactions. They are mixtures of prepolymers (oligomers and short polymers) that contain highly reactive functional groups, which enable their further polymerisation and cross-linking in the process called curing. It leads to the formation of rigid polymers as final products. Depending on the chemical structure and the production method, there are various classes of synthetic resins, including acrylic, epoxy, vinyl, polyurethane, etc. Considering their reversibility, there are two different types of resins: thermoplastic, which softens upon heating and hardens again–they are easily moulded, and therefore are suitable for filling purposes–and thermosetting, which undergo irreversible hardening by curing. Synthetic resins are applied widely as adhesives, coatings, cross-linkers, etc. They are also used in art conservation as consolidants, adhesives or protectives and are considered as more resistant to degradation and better performing compared to natural adhesives [30,31,53,58,71]. Some of the most common synthetic resins in wood conservation are described below.



	
Acrylic resins






Acrylic resins are thermoplastic or thermosetting polymers commonly used in artwork conservation. They are colourless, transparent, inert, reversible, insoluble in water, but easily soluble in organic solvents including fast-drying acetone or safe for finishes or paints xylene, which are frequently used in wooden artwork conservation. They have good adhesion and mechanical properties. Although highly resistant to temperature, acids and alkalis, in the long term they are prone to microbial degradation, UV radiation, and mechanical damage to some extent, which can change their physical and mechanical characteristics [20,22,30,61,72,73].



Paraloid B72 (methyl-acrylate/ethylene methyl-acrylate copolymer) is the most popular acrylic resin applied in conservation and restoration owing to its flexibility, good optical properties, and removability combined with higher photo-thermal oxidation stability and lower water sorption than other members of this resin family. It performs well as a consolidant for degraded wood, a barrier coating or protective layer for different surfaces, but is also useful as an adhesive, including its application for gap-filling masses in combination with different bulking agents [20,21,22,31,72,74]. When mixed with microcrystalline cellulose, it can form an innovative thermoplastic composite with enhanced thermal stability and mechanical performance (including an increase of the elastic modulus and storage modulus, as well as improved creep stability) proportional to the concentration of MCC. Although MCC increased the moisture content of the composite, it also had a stabilising effect on it. The results show that the addition of MCC is an efficient way to improve the performance of acrylic resins used for conservation purposes where dimensional stability and energy absorption capability under external loads are necessary, which relates to some of the requirements for gap-fillers for wooden artefacts exposed outdoors [20,22]. A study by Kryg et al. [23] revealed that a blend of higher concentrations of Paraloid B72 and glass microballoons, although not highly flexible, was relatively dimensionally stable upon drying and exposure to water vapour and liquid water (despite high absorption of moisture) and was quite easy to finish; these features make it potentially useful as a gap-filler for external use. On the other hand, the blends of Paraloid B72 and wood powder turned out to be soft and fragile, difficult in finishing, and highly sensitive to moisture. Only those with a binder concentration of 50% were relatively compact and stable under humid conditions [23].



There is also a variety of commercial fillers based on acrylic polymers that are potentially useful in filling losses in wooden objects. These ready-to-use fillers contain various binders, bulking agents, and additional substances. The problem is that their composition is a trade secret; therefore, it is hard to predict their properties under certain conditions. Although they are usually recommended by manufacturers for particular applications, there are limited references for their use in wood conservation [15].



	
Epoxy resins






Epoxy resins are reactive polymers or pre-polymers that contain epoxy groups. They are soluble in organic solvents, and their solubility depends on their molar mass. Low-molecular-weight liquid resins are soluble in toluene, xylene, benzene, acetone, cyclohexanone, etc. Higher-molecular-weight solid-state resins are soluble in acetone and cyclohexanone, and partially soluble in aromatic hydrocarbons. Due to reactive epoxy groups, epoxy resins can cross-link with themselves or with several different chemicals (e.g., acids, alcohols, amines, phenols, thiols, etc.) in the process called curing or hardening, forming a thermosetting polymer as a final product. Epoxy polymers are insoluble, relatively resistant to weathering, moisture, and UV radiation, with enhanced mechanical properties and thermo-chemical resistance. Therefore, they are employed widely in different industries, i.e., as adhesives, coatings, and components of composite materials [61,75].



Epoxy resins are also useful in wood conservation and applied as adhesives (e.g., for conservation of panel paintings), consolidants or fillers. Different formulations can make them compatible with concrete, glass, stone, wood, or other materials. Since they are thermosetting polymers, they should be considered irreversible, which is against conservation rules. Nevertheless, in some cases, where the strengthening of an artefact is a primary aim, the principle of irreversibility becomes secondary, and the application of epoxies can be approved. Irreversibility can be sometimes bypassed by coating the surface of a hole in wood with a reversible coating which enables the fill to be easily removed if necessary. The only problem that remains then is the proper adhesive strength between the coating and wood and between the coating and a fill [11,12,13,14,33,63,72].



Epoxy resins should not be used alone as fills for wooden objects because they can penetrate wooden tissue, thus irreversibly change the properties of wood (they are not flexible enough when they polymerise, making wood rigid, brittle, and prone to rupture). However, when combined with various fillers and additives that increase their viscosity, they can make a gap-filling paste ideal for filling voids, holes, checks, and splits of different origin in wooden objects. Epoxy-based masses adhere well to a wooden surface and are relatively durable and long-lasting, which makes them a good choice for external applications. They are easy to work with (sanding, carving, etc.), leaving a nice finished surface; they can also be coloured by adding pigments to resins or painting the surface of an already cured mass [11,13,16,61,76,77]. Unfortunately, they are not free from drawbacks. First of all, even when mixed with fillers (e.g., microballoons), they can still have high compression modulus. Under humid conditions, the surrounding wood can be stressed because it cannot expand while absorbing moisture, which may result in its warping or crushing. On the other hand, when such wood dries, tensile stress can cause check formation between the fill and wood [13,14]. Additionally, due to the different mechanical characteristics of microballoons and epoxy matrix, the stresses localised in various parts of the composite itself can cause cracks and voids in the fill [51]. Other concerns are the previously mentioned irreversibility, yellowing when exposed to heat or light (important for art or historical artefacts where epoxies are visible on the surface), and the heat released during the curing process [13,33,77]. Nevertheless, epoxy-based masses have been applied frequently for gap-filling in wooden artefacts exposed outdoors, and, in some cases (e.g., in applications where wooden artefact remains in a moderately stable relative humidity or when wood does not undergo significant dimensional changes upon changes in moisture conditions), they can be the best choice [13,14,77,78].



	
Polyurethanes






Polyurethanes are synthetic resins produced via polyaddition reaction of dialcohols or polyols and polyisocyanates. Depending on the chemical composition, both thermosetting plastics and elastomers are available with different properties. Therefore, they can be used in a wide range of industrial applications. Generally, they have medium viscosity, which makes them easy to mix and process, but also to cast and shape. They can be combined with various additives, including inhibitors, pigments or fillers, to give them properties required for specific applications. They have a short curing time and do not shrink much upon curing; however, their adhesive properties are not as good as those of epoxy resins [55,79,80,81,82,83].



Polyurethane resins can be used to produce polyurethane foams, which are commonly used as insulating materials in construction. In accordance with their mechanical characteristics, particularly their rigidity, stiffness, and compressive and tensile properties, they can be categorised as flexible, semi-rigid or rigid foams [82,84]. Their good dimensional stability, high durability, low weight, low thermic coefficient, good moisture and compression resistance, and easy workability make them also suitable for filling gaps in wooden artefacts. Polyurethane foams adhere well to wood and are resistant to high temperatures, UV radiation, and chemicals. However, their moisture properties are not compatible with wood. They should be applied layer by layer to the dry wood surface to limit temperature rise and ensure the proper foaming process. Cured foams are easily workable with all tools typically used for wood and can be painted. They can also be mechanically removed from an object when necessary [84,85].



	
Vinyl resins






The term “vinyl resin” refers to different compounds, usually vinyl acetate, vinyl chloride, vinyl ether, vinyl butyral or copolymer blends of these. They can be used in dispersions, emulsions, and solutions and also mixed with different additives (e.g., pigments) to tailor their properties to specific applications. They polymerise easily at ambient or elevated temperatures, and once cured, they are flexible and resistant to water and various chemicals. They adhere well to different surfaces and therefore are commonly employed as adhesives and coatings for various purposes [73,86].



Vinyl resins have found application as consolidants and fillers in wood conservation since the early 1950s. Some examples include a mixture of polyvinyl acetate with sawdust and gypsum applied for filling cracks and holes made by wood-destroying insects, or a blend of polyvinyl butyral, glass microballoons, and pigments applied for filling loses in ancient dry wooden furniture [31,33]. There are also different commercial ready-mixed vinyl filling masses intended for patching plaster or wallboard in the construction industry, which can be adapted for wood conservation. These materials are flexible, have good working properties, and great adhesion to wood. However, they are irreversible, susceptible to UV and heat ageing (they become yellow and brittle), and may be swelled by water, thus damaging paints or gildings and swelling the adjacent wood layers [33]. They may also shrink significantly upon curing and become much harder than low-density wood. All these make them less desirable as gap-fillers [15,30,76].



	
Silicone resins






Owing to exceptionally stable silicon-carbon and silicon-oxygen bonds, semi-organic silicone resins are particularly resistant to oxidation and thermal decomposition. Depending on the type of functional groups attached to the silicon atom, various polymers with different properties can be obtained and further modified via their reactive groups (alkyd, polyester, acrylic, and epoxy) to enhance their durability. They have high thermo-chemical stability and are resistant to external factors (humidity, UV radiation). These versatile materials are applied in almost all industry branches, as well as in art conservation [73,87,88,89].



Among silicon resins, particularly RTV (room-temperature-vulcanising silicone) silicones are suitable for filling losses in wooden objects. These dimethyl siloxanes are commonly available as proprietary formulations in most hardware stores. They are easy to apply, water-resistant, with long-term flexibility, and relatively stable when used outdoors. They do not penetrate wood tissue and can be easily removed by pulling them out of the voids. Their compression modulus is lower than that of most wood, and they can form a perfect, inert, durable, and elastic fill. However, they have poor working and finishing properties. To improve these, they can be blended with various additives, including pigments and fillers. The addition of fillers (e.g., powdered fibreglass or glass microballoons) increases their viscosity. This provides the surface with enough roughness to enable its finishing (sanding, carving, etc.) and painting with acrylic paints [13,16,30,63].






3. Summary


To summarise the information mentioned above, Table 1 presents the most important advantages and disadvantages of individual compounds of different filling materials in the context of gap-filling in wooden objects exhibited in the open air.




4. Conclusions


The presented survey leads to the conclusion that although the materials applied for filling losses in wooden artefacts exposed outdoors are highly diverse, none of them fully comply with all conditions required for outdoor application in wood or meet all requirements of conservation ethics, perhaps because none of them was intended for such a purpose. The most common problem of filling materials concerns their compatibility with wood, mainly susceptibility to moisture and the relating dimensional changes, as well as mechanical properties. Excessive shrinkage or swelling of fills in response to humidity fluctuations, different from wood behaviour may threaten the integrity of wooden artefacts. The same relates to differences in flexibility, compression or tensile strength. Another serious drawback involves poor adhesion of fills to the wood surface or insufficient cohesion of the fill itself; they can lead to gap formation between wood and filling mass or within a fill, further microbial infestations due to the presence of water collected in new cracks and, as a consequence, degradation of the wooden object. Susceptibility to weather conditions and biodegradation, causing changes in wood colour or damaging paints and gildings on the wood surface as well as irreversibility, complete the list of shortcomings. Therefore, there is a constant need to develop new, more effective gap-fillers to properly protect priceless historical wooden objects for future generations.



It can be concluded that among the most promising materials are blends and composites made up of various substances, particularly natural compounds compatible with wood. Depending on the composition and the ratios of individual components, the properties of such materials could be potentially adjusted to the needs and requirements of specific applications. Broad research has been conducted recently on composites based on both natural and synthetic components for various purposes that proves the possibility of developing materials with desired characteristics [79,80,81,83,93,94,95,96]. However, as pointed out by Fulcher [18], it should be remembered that such filling composites, “…should be considered as a system, and its properties are not a sum of the properties of its components, because individual ingredients—a bulking agent, an adhesive and a solvent–affect each other, modifying the resulting material and its reactions to the surrounding environment”.



Having efficient, safe, and verified conservation materials and methods is essential to preserve our cultural heritage, but, even if there are some good filling materials, there is still not enough scientific data on their long-term behaviour and durability. Therefore, close cooperation between scientists and conservators is necessary to understand both the needs of cultural heritage artefacts and the properties of materials proposed for their conservation and make all the process being in line with conservation ethics, because “Conservation practice seeks to understand and preserve tangible cultural property, whereas conservation ethics seek to understand and preserve intangible cultural property” [5].
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Figure 1. Three examples of wooden beehives from the collection of The Museum of Apiculture in Swarzędz, a branch of The National Museum of Agriculture and Food Industry in Szreniawa, Poland; from the left: a beehive No. MS E-128 called “Chinese”, a beehive No. MS E-63 called “The Priest”, a mushroom-shaped beehive No. MS E-242. 
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Figure 2. Wooden relics from the collection of The Museum of Apiculture in Swarzędz, a branch of The National Museum of Agriculture and Food Industry in Szreniawa, Poland; from the left: a set of figural beehives and an example of an architectural beehive (No. MS E-111). 
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Figure 3. Damage on wooden objects exposed in the open air ((A–E): artefacts from the collection of The Museum of Apiculture in Swarzędz, a branch of The National Museum of Agriculture and Food Industry in Szreniawa, Poland). 
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Figure 4. Damage of wooden objects covered with paints ((A–D): artefacts from the collection of The Museum of Apiculture in Swarzędz, a branch of The National Museum of Agriculture and Food Industry in Szreniawa, Poland). 
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Figure 5. Structural damage of wooden objects that threatens their existence (artefacts from the collections of The Museum of Apiculture in Swarzędz (B,C), and The National Museum of Agriculture and Food Industry in Szreniawa, Poland (A,D)). 
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Figure 6. Damage that causes loss of the aesthetic quality of wooden objects (artefacts from the collection of The Museum of Apiculture in Swarzędz (C), and The National Museum of Agriculture and Food Industry in Szreniawa, Poland (A,B)). 
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Table 1. A summary of advantages and disadvantages of different materials for filling gaps in wooden artefacts exposed outdoors. Some examples of their application in conservation practice are given in parentheses.
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Filling Material/Example of Its Application in Conservation Practice

	
Advantages

	
Drawbacks






	
Fillers




	
wooden fills

(Chik Kwai Study Hall in Hong Kong [32], The Castle of Racconigi [90], wooden elements in Royal Palace in Wilanów [91], wooden monument in the World War II cemetery in Radomlje [78])

	
compatible with the wood of the same age and species

	
different response on moisture than historic wooden tissue if inappropriately chosen, needs to be precisely shaped to ensure proper joint, difficult to match the grain pattern




	
sawdust, wood shavings

(Chik Kwai Study Hall in Hong Kong [32], wooden elements in Royal Palace in Wilanów [91], wooden monument in the World War II cemetery in Radomlje [78])

	
compatible with wood, easily available, cheap, enhance mechanical performance and workability of moldable filling masses

	
hygroscopic, appropriate for nonaqueous binders (due to high swelling and shrinkage of fragmented wood in contact with water)




	
cellulose

	
non-toxic, easily applicable, compatible with wood, thermo–chemically stable, resistant to swelling in water, low density, high viscosity and specific strength

	
-




	
plaster and cement

	
non-toxic, readily available

easily applicable, forms easy workable pastes

	
lime plaster shrinks and cracks during drying; gypsum plaster expands upon drying and thus can destroy the surrounding wooden tissue; not suitable for degraded wood and under changeable moisture conditions




	
microballoons

(Totem pole from Canadian Museum of Civilization [11])

	
non-toxic, low density, light weight, form easily workable pastes, can be reversible, reduce shrinkage during drying, improve smoothness and mechanical performance of filling masses, easily paintable, easily mixed with various resins

	
-




	
Adhesives (Binders)




	
animal glues

	
natural, non-toxic, completely reversible, excellent adhesion to the wood surface, do not stain wood

	
prone to biodegradation, extremely hygroscopic, very sensitive to moisture and temperature fluctuations (swelling and shrinkage)




	
waxes, oils

and natural resins

	
non-toxic, chemically stable, resistant to moisture and water, reversible, do not change colour upon ageing

	
vulnerable to dust accumulation, poor mechanical resistance, low bond strength, not resistant to heat




	
cellulose ethers and esters

	
compatible with wood, response to moisture fluctuations similar to wood, good adhesion

	
prone to shrink upon drying, become brittle over time, poor penetration into wood




	
acrylic resins

(wooden gateway from the historical centre of Brasov [56])

	
flexible, high photo-thermal stability, good adhesion and mechanical properties, inert, reversible

	
prone to biodegradation in the long term, UV radiation, and mechanical damage




	
epoxy resins

(Totem pole from Canadian Museum of Civilization [11], Chik Kwai Study Hall in Hong Kong [32], the wooden monument in the World War II cemetery in Radomlje [78])

	
easy to be carved, sanded or finishing after setting, durable, easily workable, resistant to weathering, good mechanical properties

	
irreversible after curing,

easily penetrate wood tissue–not appropriate to use alone since they change wood properties




	
polyurethanes

(Ionic capitals from Mount Pleasant, a historic house in Fairmount Park, Philadelphia [16])

	
easy to mix, process, cast, and shape, dimensionally stable upon drying, resistant to high temperatures, UV radiation and chemicals, durable, good moisture and compression resistance

	
insoluble in solvents once cured, moisture properties different from wood




	
vinyl resins

(adornments in towers of Royal Palace at Wilanów [92], wooden elements in Royal Palace in Wilanów [91])

	
quite soft, flexible, easily workable, resistant to water and chemicals, good adhesion

	
in mixtures with different compounds can be irreversible, susceptible to UV and heat ageing, shrink upon drying, may be swelled by water and destroy gildings and paints




	
silicone resins (wooden doors attributed to the Spanish Colonial period from a historic farmstead south of San Antonio [63])

	
high thermo-chemical stability, resistance to external factors, elastic, do not penetrate the wood fibres, inert after curing, compression modulus lower than wood, resistant to water, easily reversed by mechanically pulling them out of the gap, durable (at least 10 years when used outdoors)

	
poor working properties, low compatibility with paint, may penetrate wood before curing
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