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Table S1. n values from Korsmeyer-Peppas equation. 

Formulations n a 
1t 2.156 
2t 1.238 
3t - b 
4t - b 
5t 0.722 
6t 0.777 
7t 0.798 
8t - b 
9t 1.497 

10t 0.931 
11t 2.050 
1n 1.897 
2n 1.497 
3n - b 
4n - b 
5n 0.615 
6n 0.562 
7n 0.550 
8n 0.624 
9n 0.729 

10n 0.744 
11n 0.693 

Lasix 0.131 
a n – diffusion coefficient. 

b n values could not be calculated. 



 

 

Table S2. Plots showing the fits of the from Korsmeyer-Peppas modelling to the data. 
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