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from both sides (PC side, CS side).

Figure S1. FTIR spectra of CLO, PC, CS, physical mixture of PC and CS at the ratio of 2:1 (w/w), and the placebo films (PF)
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Figure S2. FTIR spectra of CLO, PC, CS, physical mixture of PC and CS at the ratio of 2:1 (w/w), and F1 films from both

sides (PC side, CS side).



