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Figure S1: Tabletability plot of lactose granules at 𝑃𝑚𝑎𝑥 of 66 MPa (A), 98 MPa (B), 131 MPa (C), 161 MPa (D) and 

193 MPa (E) and DT of 15-250 ms. 

 

Figure S2: Tabletability plot of lactose granules at DTs of 150 ms (A), 100 ms (B), 50 ms (C) and 15 ms (D) and 

𝑃𝑚𝑎𝑥 of 66-193 MPa. 



 

Figure S3: DT dependent 𝑆𝐹𝑔𝑎𝑝 of MCC ribbons at different 𝑃𝑚𝑎𝑥; �̅� ± 𝑠; 𝑛 = 3. 

 

Figure S4: DT dependent 𝑆𝐹𝑔𝑎𝑝 of lactose ribbons at different 𝑃𝑚𝑎𝑥; x ̅±s; n=3. 


