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Figure S1. Particle size distribution showing the average diameter of w-Pt@AgNPs and 

e-Pt@AgNPs. 
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Figure S2. Representative EDS profile of e-Pt@AgNPs confirming the presence of Ag and 

Pt metals. 
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Figure S3. Selected area electron diffraction (SAED) pattern of e-Pt@AgNPs. 
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Table S1. Zeta-potential and polydispersity index (PDI) of w-Pt@AgNPs (Mean ± SD; n=3). 

Days Particle size (nm) PDI Zeta potential (mV) 

0 84.2 ± 1.39 0.220 -30.3 ± 2.81

1 85.3 ± 0.45 0.214 -30.2 ± 1.66

2 85.1 ± 2.08 0.184 -30.5  ± 2.13

3 85.4 ± 1.91 0.209 -30.4 ± 2.53

4 85.7 ± 3.12 0.216 -30.3 ± 4.31

5 86.0 ± 1.87 0.197 -30.6 ± 3.82

Table S2. Zeta-potential and polydispersity index (PDI) of e-Pt@AgNPs (Mean ± SD; n=3).
 

Days Particle size (nm) PDI Zeta potential (mV) 

0 39.4 ± 2.01 0.109 -25.0 ± 2.11

1 39.3 ± 1.34 0.213 -24.8 ± 3.02

2 39.7 ± 3.12 0.401 -25.3  ± 1.06

3 39.8 ± 2.63 0.311 -25.4 ± 1.66

4 40.1 ± 4.07 0.342 -25.3 ± 1.31

5 40.4 ± 5.42 0.308 -26.0 ± 2.17


