
 

 
 

 

 
Pharmaceutics 2023, 15, 456. https://doi.org/10.3390/pharmaceutics15020456  www.mdpi.com/journal/pharmaceutics 

Supplementary Materials: 

 

Figure S1. Reproducibility of FDM processing: Molar mass (a) and Polydispersity Index Ip (b) of 

samples after one, two and three successive prints (n = 2). 
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