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Supplementary Information: 

Table S1. Composition for simulated salivary fluid (SSF; pH 6.8). 

Ingredients Quantity 

Disodium hydrogen phosphate 2.382 g 

Potassium dihydrogen phosphate 0.19 g 

Sodium chloride 8.00 g 

Distilled water Up to 1000 mL 

Phosphoric acid Q.S to pH 6.8

Figure S1. : Dissolution rate of pullulan-based i-ODFs. 
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