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Figure S1. FTIR spectra of nanomaterial samples and raw drug. (a) MSN-Tf, (b) MSN-Tf@CPT, and 
(c) CPT. 



 

 

 
Figure S2. Full release profile of camptothecin from nanomaterials. 


