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Figure S1. N; adsorption isotherms of RS and RSDZ
Table S1. Basic properties of Zn?*, Pb? and Cu?* [1]
Heavy metal ions Tonic radius (A) pKn Relative atomic weight
Zn2 0.74 9.0 65.41
Pb2 1.19 7.71 207.2
Cu* 0.72 8.0 63.55
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