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Figure S1. TEM images of the (a) CoMoS/US, (b) CoMoS/PS and EDS analysis of the catalysts (in-

set). 
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mass% Atom%

O 34.66 56.27

Al 25.87 24.90

S 12.96 10.50

Co 6.74 2.97

Mo 19.78 5.35
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O 42.15 61.47

Al 31.44 27.17

S 8.96 6.52

Co 3.94 1.56

Mo 13.51 3.28

keV

0.00 0.50 1.00 1.50 2.00 2.50 3.00 3.50 4.00 4.50 5.00

C
ou

nt
s[

x1
.E

+3
]

0.0

2.0

4.0

6.0

8.0

10.0

12.0

14.0

16.0
001

Mo

O

Co

Co

Al

Mo

Mo

S

S

(b)

https://sciprofiles.com/profile/author/bDZOSWE4dEVMdWpPMTJLOHhYalh2UFBTSFI1MkEyeU5CRXlreG9McGNOaz0=


 

 

  

 

Figure S2. Linear scan voltammetries and K-L plots (insets) of (a) CoMoS-US/N-CNTG, (b) CoMoS-

PS/N-CNTG, (c) N-CNTG and (d) Benchmarked Pt/C. 


