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Equation y=a+b*x
Weight No Weighting
70 | Residual sum of 023926

Pearson's 1 0,9999
Adj. R-Square 0,99974
Value Standard Error
60 s Intercept 2,63325 0,38472
Slope 21551287 1,75305

Figure S1. BET analysis.
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Figure S2. TOC and LOS removal efficiency. 4.8 mg/L LOS, 500 mg/L BiOCl under simulated solar
irradiation.



