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Figure S1. Linear average calibration curve of FNZ, in DMSO measuring at 296 
nm. The curve was determined in triplicate (three independent samples, R2= 
0.9911). 
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Figure S2. Plots of average size distributions obtained by DLS using Zetasizer 

family software v7.12. 
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Figure S3. Plots of average size distributions obtained by TEM using FIJI platform 
analysis software. 
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Figure S1. Linear average calibration curve of FNZ, in DMSO measuring at 296 nm. The curve was 
determined in triplicate (three independent samples, R2= 0.9911).  
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Figure S2. Plots of average size distributions obtained by DLS using Zetasizer family software v7.12. 
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Figure S3. Plots of average size distributions obtained by TEM using FIJI platform analysis software. 
 


