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Figure S1. Microscopy images (400× magnification) of unblended PVC film (a): before irradiation and (b): after irradia-

tion. 
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Figure S2. Microscopy images (400× magnification) of irradiated PVC films containing (a) complex 1, (b): complex 2, (c): 

complex 3, and (d): complex 4. 

 

Figure S3. SEM images of PVC film (a): before irradiation and (b): after irradiation. 
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Figure S4. SEM images of irradiated PVC films containing (a) complex 1, (b): complex 2, (c): complex 3, and (d): complex 

4. 
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Figure S5. Two- and three-dimensional AFM images of the blank PVC film (a): before irradiation and (b): after irradia-

tion. 



Polymers 2022, 14, 2812 5 of 5 
 

 

 

Figure S6. Two- and three-dimensional AFM images of irradiated PVC films containing (a) complex 1, (b): complex 2, (c): 

complex 3, and (d): complex 4. 


