Supplementary Material

Content:

IR spectra 2-16
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Figure S1. IR spectrum of compound F10
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Figure S2. IR spectrum of compound Flsu24
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Figure S3. IR spectrum of compound F1sh24
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Figure S4. IR spectrum of compound F20
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Figure S5. IR spectrum of compound F2su24
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Figure S6. IR spectrum of compound F2sh24
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Figure S7. IR spectrum of compound F30
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Figure S8. IR spectrum of compound F3su24
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Figure S9. IR spectrum of compound F3sh24
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Figure S10. IR spectrum of compound F4QJ
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Figure S11. IR spectrum of compound F4su24
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Figure S12. IR spectrum of compound F4sh24
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Figure S13. IR spectrum of compound F50
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Figure S14. IR spectrum of compound F5su24
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Figure S15. IR spectrum of compound F5sh24
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