
Table S1. Compositions and tensile property of ternary-blended, melt-blown films of 
PLA/PCL/CAB samples  
 

 
  



Figure S2a. 1H NMR of ternary-blended, melt-blown films of HE and LE films comparing with 
the solvent casted-films, showing zoom peaks at chemical shift of 3.4-3.8 ppm. 
 

 
  



Figure S2b. 13C NMR of ternary-blended, melt-blown films of HE and LE films comparing with 
the solvent casted-films, showing zoom peaks at chemical shift of 58.4-58.8 ppm ppm. 
 

 


