

[bookmark: _GoBack]Figure S11(a-d): Adsorption isotherms for equilibrium uptake studies of Pb2+ by the three resins (a) Langmuir isotherm plot, (b) Dubinin–Radushkevich plot, (c). Temkin plot and (d). Freundlich isotherm plot
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