

  water-12-02644




water-12-02644







Water 2020, 12(9), 2644; doi:10.3390/w12092644




Article



The Influence of Grain Size Distribution on the Hydraulic Gradient for Initiating Backward Erosion



Willem-Jan Dirkx 1,*[image: Orcid], Rens van Beek 1 and Marc Bierkens 1,2[image: Orcid]





1



Department of Physical Geography, Utrecht University, Faculty of Geosciences, P.O. 80.115, 3508 TC Utrecht, The Netherlands






2



Unit Subsurface and Groundwater Systems, Deltares, P.O. 85467, 3508 AL Utrecht, The Netherlands









*



Correspondence: w.j.dirkx@uu.nl







Received: 28 July 2020 / Accepted: 14 September 2020 / Published: 22 September 2020



Abstract

:

Backward erosion by piping is one of the processes that threaten the stability of river embankments in the Netherlands. During high river stages, groundwater flow velocities underneath the embankment increase as a result of the steepened hydraulic gradient. If a single outflow point exists or forms, the concentrated flow can entrain soil particles, leading to the formation of a subsurface pipe. The processes controlling this phenomenon are still relatively unknown due to their limited occurrence and because piping is a subsurface phenomenon. To study the initiation of piping, we performed laboratory experiments in which we induced water flow through a porous medium with a vertically orientated outflow point. In these experiments, we explicitly considered grain size variations, thus adding to the existing database of experiments. Our experiments showed that the vertical velocity needed for the initiation of particle transport can be described well by Stokes’ law using the median grain size. We combine this with a novel method to relate bulk hydraulic conductivity to the grain size distribution. This shows that knowledge of the grain size distribution and the location of the outflow point are sufficient to estimate the hydraulic gradient needed to initiate pipe formation in the experiment box.
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1. Introduction


1.1. General Overview


In the Dutch Rhine-Meuse delta river embankments, including dikes to reinforce natural levees, form an essential part of the primary flood defence. One of several key mechanisms threatening the stability of dikes is piping [1,2,3,4,5,6]. For this process, the occurrence of pervious layers overlain by impervious cover layers is of concern [7]. The impervious cover layer prevents pressure and water from being released over wider areas (due to seepage), causing a concentration of flow to a single exit point which either occurs naturally or through engineering works that compromise the integrity of the cover layer (see Figure 1).The hydraulic gradient between the river and the seepage point can be of sufficient magnitude to entrain sand particles in the underlying pervious layer, particularly during high river stages. The entrained sand can subsequently be expulsed from the outflow point, initiating backward erosion. When allowed to continue progressing upstream, this could eventually lead to a slump type failure in an overlying embankment [5,8,9].



The Rhine-Meuse delta is characterised by alluvial deposits formed by a highly complex past of many avulsions and changing sedimentary environments [10]. This has led to a highly heterogeneous subsurface of intersecting or overlapping channel belts that have no bearing on the present-day topography and hydrography. Due to differences in facies, channel belts are characterized by lateral and vertical lithological transitions and short-range shifts in facies and texture classes [11]. This in turn creates a complex hydrogeological setting [12,13]. Thus, it is essential to consider subsurface variability underneath embankments in relation to piping [14].




1.2. Research Objectives


Therefore, this paper aims to quantify empirically the dependence of the initiation gradient for backward erosion on the particle size distribution. To this end, small-scale laboratory experiments were performed in which different mixtures of sands and fines were combined and subjected to increasing hydraulic gradients until piping started. The results of these experiments can be interpreted in terms of the imposed gradients. In combination with the permeability of the sand-fines mixture, the resulting groundwater flow and the associated buoyant and drag forces leading to the entrainment of particles and progressive upstream extension of the pipes are imposed. By varying the grain size distribution, whilst maintaining the same D70, it is possible to isolate the influence of the shape of the grain size on the piping process. Hereby the choice to maintain the same D70 between different samples is based on the currently most prevalent method of determining piping risk, the Sellmeijer method, which uses the D70 percentile [15,16] to include the influence of grain size. This empirical evidence will provide the basis for further model development and the design of laboratory experiments by which hypotheses on the nature of pipe erosion can be tested. Specifically, the experiments described here were designed to:




	
Relate the flow velocity to particle entrainment by means of Stokes’ Law;



	
Identify the critical gradient for initiation of backward erosion;



	
Establish a relationship between particle size distribution and bulk permeability;









1.3. Subsurface Parameters


In areas with heterogeneous alluvial deposits, the occurrence of piping is, for a large part, dependent on the hydrogeological setting. On a regional scale, the subsurface heterogeneity and the resulting hydrological setting precondition the occurrence of piping and sand boils [6,14,17,18,19,20]. On a local scale, the formation of pipes is directly linked to the particle size distribution, which in itself is linked to the larger scale heterogeneity defined by the channel belt architecture. At present, methods to assess the risk of piping focus on its critical gradient for progression and employ the hydraulic gradient to capture the regional setting and include the local material properties through a measure for intrinsic permeability, and a deviation from a characteristic particle size, relative density and uniformity coefficient [15,16,21,22]. These parameters were chosen based on their availability in relation to previous research on piping. Careful consideration must be made for each of the aforementioned methods to describe piping risk [16,23,24] in regards of which process is being described by these methods. None of these methods consider the conditions for the initiation of the pipe, merely its ability to progress upstream.



Specifically, the influence of these parameters on the piping process can be related to two sub-processes: first, in terms of the flow velocities that are the product of subsurface permeability and hydraulic gradient-; and second: the pipe developing as particles are entrained by the flow and grows against the direction of stream. As flow converges in the ever-growing pipe, the grain size and flow velocity in the pipes being the determining factor if the pipe is able to progress in terms of erodibility [15,16,22,24,25,26,27]. In the former, permeability is influenced by the grain size distribution of the medium in which the process takes place: particle packing, infilling, and tortuosity determine the permeability and porosity [26,28,29]. Given the hydraulic gradient, the permeability determines the specific discharge and thus, with the porosity, the Darcian and pore flow velocities of water passing under the dike. In the latter case, drag forces exerted on the grains from upward flow to the exit point of a pipe determine if the grains are able to be transported to the surface elevation and be expulsed.



The associated hydraulic gradient in this paper is referred to as the initiation gradient (defined as Hi/L, head difference (Hi) over the flow path length (L)). This is the onset of backward erosion piping. Once a pipe is forming, the created space will funnel flow and enhance the uptake of particles, leading to a positive feedback loop. At this point either the increasing length and width of the pipe can cause the flow velocity in the pipe to decrease to a magnitude insufficient for sediment transport; or the hydraulic gradient remains large enough for the pipe to continue to grow. The latter is the critical hydraulic gradient (referred to as Hc/L, head difference (Hc) over the flow path length (L)).




1.4. Applicability of the Grain Size Distribution


The particle size distribution defines a representative elementary volume for which the groundwater flow and the resulting buoyant forces and drag forces it exerts can be described effectively, which is amenable to laboratory experiments to study the initiation of pipes under controlled conditions. The particle size distribution is the representation of heterogeneity at the finest scale that can be included in hydrological and geotechnical models to predict piping in the shape of its parameters and tensors [13,26]. The particle size distribution thus occupies a central role in the prediction of piping as it connects the regional geological setting, to which it is genetically linked, to the field scale at which the particle size distribution can be adequately sampled, thus providing potentially a predictive model of relevant subsurface conditions [10,30]. In order to further our understanding on the initiation of pipes, it is essential to separate the hydrological and mechanical influences of the particle size distribution and to consider its entire range, compared to the more reduced measures of particle size distribution




1.5. Relative Flow Velocity


Once the grain size distribution is known it can be used to relate various observed hydraulic gradients and flow velocities to the initiation of backward erosion for different grain size diameters. One method is by relating the conditions for liquefaction of the medium to the moment initiation of backward erosion [20]. Hereby the upward forces (buoyancy and fluid-induced drag force) on a grain outbalance the downward forces (gravity). Solving this for relative vertical fluid flow velocity gives Stokes’ Law for terminal settling velocity [31]. As per this law, in the vertical outflow channel, the velocity of the fluid relative to the particles for no net forces on an individual sand particle can be described as shown in Equation (1).


  υ =   2 g   9 μ    R 2   (   ρ p  −  ρ f   )   



(1)







Here  μ  is the dynamic viscosity (Pa∙s), υ (ms−1) is the flow velocity relative to the grain, g is the gravitational acceleration (ms−2),    ρ p    and    ρ f    (kg m−3) are the densities of the particles and the fluid respectively and R [m] is the radius of the particles. Assuming that the pipe is about to form (i.e., the very first grains are able to be eroded and transported) the controlling factors would thus be the flow velocity and the size of the particles to be transported as the friction between particles is neglected in this approach. This implies that the outflow point of the pipe already exists, which can be described as a vertical channel through the cover layer. Thus, flow velocity only occurs in the vertical direction. As the friction between grains is ignored, this approach is only valid for particles at the very top which are lying freely upon the matrix. Still, the method captures the forces that are required in order to initiate piping as a conservative estimate.





2. Materials and Methods


2.1. Particle Size Distributions


To investigate the influence of the particle size distribution on the initiation and progression of pipes, five different sand-fines mixtures were subjected to critical groundwater flow velocities under controlled laboratory conditions at the facilities at Deltares in Delft (The Netherlands). The samples were different in the particle size distribution but had a comparable D70 around 150 µm, given the central role of this index in practical methods to estimate the hazard of piping under dikes as indicated by e.g., the Sellmeijer method [15]. The grain size distributions of the used sand samples are depicted in Figure 2, and the exact properties are displayed in Table 1. W1CO, the control experiment, used and almost uniform and narrow grain size distribution, whereas the distribution of W1BR was wider. W1SC was skewed towards the broader fraction, W1SF was skewed towards the finer fraction, W1BI2 and W1BI were the broadest grain size distributions tested and have the same grain size distribution, as W1BI2 was repeated due to this sample not exhibiting backward erosion piping. These were added to and used conjointly with a database of similarly configured experiments. For this database, see Appendix A.




2.2. Box Experiment Configuration and Preparation


The experimental setup consisted of a box in which a sand sample was placed and confined with an acrylic glass plate. In the acrylic top plate, the only outflow point during the experiment was provided by a hole with a diameter of 6 mm that was located in the centre of the acrylic plate at a distance of 344 mm (L) from the inlet side at the upper end of the box and 139 mm from its lower end. The internal dimensions of the box were 483 mm long, 301 mm wide, and 101 mm deep. The confined sample was subjected to a positive head difference between an inlet at the upper side of the box and the outflow point. This inlet was 200 mm wide and extended the full depth of the box and was positioned centrally on that side. The ensuing gradient between the inlet and the outlet resulted in Darcian flow, and the gradient was increased gradually until the water at the outlet washed out particles from the sample. This gradient was considered to be just above the initiation gradient, the critical magnitude required to expulse sediment and initialize pipe erosion. The backward extension of the pipe from the outlet upwards could be monitored and photographed through the acrylic glass plate. This filter served as the inlet of water for the sample that was fully saturated. At the lower end, on the opposite side of the sample, a circular stone filter sat at the end of the box and provided a possible drain to, for example, release overpressure, this filter was closed during the experiment. The impervious base underneath the sample is used as datum (z = 0), and gradients are defined relative to this.



Open stand pipes to measure the hydraulic head are placed in the acrylic plate, sides and bottom of the box. Along the centre line of the box, 5 open stand pipes were inserted through the acrylic plate at regular intervals and complemented with 4 open standpipes that ran perpendicularly to this row across the outlet. Three more open stand pipes were placed at regular intervals in the bottom of the box and three more along the length of the box. In addition, an open stand pipe was placed at respectively the inlet and the outlet to observe the gradient over time. This gradient was imposed as the difference in the constant head imposed by two overflowing reservoirs at the inlet and the outlet respectively. A head difference was created by lowering the head of the outlet below that at the inlet. An additional recipient was placed around the outlet to catch the expulsed sediment. Since this cylindrical recipient had a much larger diameter than the outflow point, the flow velocity would decrease in the sediment, causing the expulsed sample to settle there.



The procedure to place the sample in the box involved holding the box vertically with the inlet side at the bottom, removing the plate at the top. Throughout the filling of the box, dry sample was poured gently into a shallow layer of degassed water so no air would get trapped between the particles. Pouring was done at a consistent and low rate in order to prevent splashing that would cause air to enter the water and create excessively large voids. The water level was kept as shallow as possible to prevent the particles from the particles settling differentially as a result of the varying fall velocities. Once filled, the excess material was scraped off and the top was closed off with a watertight seal by screwing the top side back on. After this, the container was placed horizontally so the acrylic plate would be on the top (See Figure 3). The saturated material was then allowed to rest for 24 h during which any excess water could drain and allow the container to lose overpressure before the experiment was started.




2.3. Box Experiment Execution


At the start of the experiment, the two reservoirs that maintained the constant head at the inlet at the upper side of the sample and at the outlet in the confining plate were placed at an equal elevation of 1000 mm above the base. As there was no difference between them, the gradient was zero but a positive, hydrostatic pore pressure of 1000 mm existed at the base of the sample. At the top of the sample, the elevation head was 101 mm and the pore pressure consequently 899 mm. During the experiment the constant head reservoir at the outlet was gradually lowered, thus creating the gradient that leads to groundwater flow and changing the pore pressure distribution in the box. The lowering continued with increments of 5 mm per 5 min until erosion started and the incipient formation of a pipe was noticed below the acrylic glass plate. With each increment, the discharge through the exit point was measured by diverting the outflow of water into a container for a set amount of time and determining the volume per time unit. Using the principles of continuity of flow this can be used to reconstruct the average flow velocity in the box in different slices. Initiation of backward erosion, rather than just the boiling of finer sediment at the outflow point was taken as a reference point for pipe initialisation for determining the hydraulic gradient. This is different from some experiments available in the compiled database, which take the first occurrence of the boiling of sand as the starting point. As long as backward erosion continued, the gradient was kept constant, but it was increased further when the pipe stabilised in order to keep erosion going. When the pipe reached the inlet filter the experiment was stopped and the head required for this to occur was noted as the critical gradient for backward erosion.




2.4. Hydraulic Parameters


Relevant parameters, such as porosity and saturated conductivity, were determined from the sample respectively before and after the test. Porosity was determined using the dry bulk mass of the sample and the particle density to determine the volume of the solids for the total volume of the experiment box. Saturated conductivity was determined from the drop in hydraulic head through the experiment prior to the occurrence of backward erosion and the measured discharge, combined with the assumption of continuity of flow. Discharge was determined at the outflow point of the experimental set up by diverting the outflow into a measuring cup for a predetermined amount of time, allowing for a direct determination of discharge in volume per time unit. Dividing by area of the outflow point resulted in the flow velocities in Table 2. In order to relate the saturated conductivity to the particle size distribution and the uniformity coefficient, representative subsamples were analysed by dry sieving. For the experiments available in the database, the saturated hydraulic conductivity was fitted given the imposed gradient and the observed flow assuming Darcian flow prior to disturbance of the sample by erosion.





3. Results


3.1. Initiation Gradient and Flow Velocity


Using Stokes’ law, the flow velocity measured in the vertical channel at the initiation gradient for backward erosion was used to determine the grain size for which the upward and downward forces balance out. Comparing this to the grain sizes of the actual samples show that Stokes’ law performed quite well, as shown in Figure 4, which combines the results of this experiment series (Table 2) with the results of previous studies (Appendix A). The D50 performed slightly better than the D70 for predicting the flow velocity required to initiate backward erosion. However, the differences between D50 and D70 for the samples used was quite small and results are therefore very similar. Thus, unless the grain size distribution is exceptionally broad, both D50 and D70 can be used as an indicator for predicting the velocity required to initiate backward erosion, especially for smaller grain sizes.



The results in Figure 4 thus show that using Stokes’ law to determine the velocity, as a function of permeability, at which a grain can be transported is a valid method across a long range of samples, which indicates that an accurate assessment of flow velocity as a function of hydraulic gradient and saturated conductivity is paramount for predicting the moment of initiation of backward erosion. Further results of the experiment are shown in Table 2, which depicts the critical hydraulic head gradients at which backward erosion starts. It also lists the associated measured flow velocity at the outflow point and the settling velocity estimated with Stokes’ law Equation (1). Two notable outliers are present, which did not exhibit typical piping behaviour and are thus not further considered in this study. Flow through sample W1BR behaved as non-linear flow and sample W1BI2 exhibited forward erosion.




3.2. Hydraulic Conductivity and Grain Size Distribution


The suitability of Stokes law to predict the initiation of transport of particles, indicates that, in order to determine the gradient required to initiate backward erosion outside of these experiments, a description of saturated conductivity is required. Therefore, we also investigated estimated hydraulic conductivity from grain size parameters of our experiments. In line with previous research reported by Odong [32], the saturated hydraulic conductivity decreases with decreasing uniformity, as shown in Figure 5. This tendency is reflected by both existing experiments and our new experiments in the dataset of Figure 5. Samples with a less uniform grain size distribution require higher gradients to initiate erosion as a result of lower saturated conductivity. Additionally, the influence of uniformity coeffect intensifies with a larger median grain size. Thus, a proper description of flow velocity as per Darcy’s law means that accurately describing saturated conductivity in terms of grain size distribution becomes paramount to determining the flow velocity required to initiate the initiation of backward erosion as indicated by Stokes’ law Equation (1).



Notably, the W1SF sample deviates from the general trend, and compared to the W1SC, the former has a higher saturated conductivity. This is despite W1SF being skewed towards the finer fraction, whereas a larger fine fraction usually results in a lower permeability [33]. A possible cause for this is that this sample was not broad enough in order to be gap graded, leaving large pores through which the water could flow unimpeded as a result of imperfect sphere stacking, thus making it fall outside the expected trend.



Figure 5 shows that the relationship between hydraulic conductivity and median grain size is also dependent on uniformity coefficient. When fitted on a log-log scale this relationship becomes linear, allowing for a fit on the following formula:


  L n (  K  s a t   ) = a + b · L n  (  D 50  )  + c · L n  (  U c  )  ,  



(2)







For this formula the variables a, b and c were fitted with a correlation coefficient of 0.956, the results of which are noted in Table 3.



Using the values from Table 3 the resulting formula was reworked to:


   K  s a t   = 274.391   D   50   1.634     U  c  1.109      



(3)




where D50 is the median grain size in meters, returning saturated conductivity in meters per second. The resulting spread of this equation is shown in Figure 6. Notable here is the increasing influence of Uc on saturated conductivity with increasing median grain size and the increasing spread of the results.





4. Discussion


Although a clear relationship was established between the uniformity coefficient and median grain size and saturated conductivity, notable outliers from the trend derived from the database exist in the experiments. None of these samples in question was packed significantly differently (See Table 1). In addition, the relationship Equation (3) was only determined for fine to medium sized sand mixtures. It would be advisable to test similar grain size distributions, but with different median grain sizes to determine if this trend persists towards the broader fraction.



Using Stokes’ law to relate the upward flow velocity provided an adequate fit for the range observed in the database, from 107 µm to 380 µm, with notably two outliers at 325 µm against the expected trend. Most notably, these have a higher saturated conductivity compared to similar experiments on the same sand, whereas they also stand out due to a lower relative density. Since this method only accounts for fluidisation at the top of the sample in the outflow point, this difference in relative density might be an indication of a lack of packing, locally increasing absolute flow velocities.



It is difficult to discern if this, or a different process becomes dominant when the sample approaches the diameter defining the lower boundary of very coarse sand to coarse sand (D50 > 0.42 mm), as outliers in that range show a lower flow velocity required to initiate erosion than as indicated by Stokes’ law (Figure 4). This might be due to other effects, such as the finer fraction being washed out the porous medium at the onset of erosion, locally increasing permeability. The mechanism that underlies this deviation from the trend at that grain size diameter currently has no definitive explanation and will require more tests at larger median grain sizes. Deviations to the other side of the curve, those requiring higher flow velocities, can be explained by a lower saturated conductivity that is not encapsulated by just the uniformity coefficient and median grain size, such as the effects of vertical layering in the sample.



In addition, the equations used for both saturated conductivity and the moment of initiation require the bulk size of the sample to be large enough to filter out local incongruities, whereas the laboratory experiment had a small volume, exacerbating the influence of such incongruities if they are present. Tests on larger scale experiments will be required in order determine if such incongruities might have influenced the results and assess the exact precision of the results. If possible, this might resolve why the fine skewed sample was an outlier concerning its saturated conductivity [32]. Beyond the expected spread in measured results these factors might also partially contribute to the range of the confidence interval in Table 3. As there is a linear relationship between saturated conductivity and discharge, this confidence interval is expected to transfer linearly to the results calculated by Stokes Law.



Additionally, in its current configuration the experiment box funnels all water that enters the experiment to a single exit point. This results in the size of the box being a limiting factor for outflow velocity in terms of volume, i.e., the box is not large enough to contain significant areas of stagnant water. This limits the well capture area of the outflow point through the experiment dimensions. Although a few larger scale experiments are included in the database, they are too small in number to draw any meaningful discussions. More experiments to determine if the grain size distribution in relation to hydraulic gradient required for initiation in the established relationship has any effect beyond scaling with size could be beneficial [33].



Although applicable in a laboratory setting, these results seem to hold up under less controlled circumstances, as a recent study [34] was able to use Stoke’s equation somewhat successfully in reconstructing vertical transport from field conditions for four cases. These were, however, determined when piping was already in progress and vertical transport was most likely no longer the only limiting factor. More measurements at field conditions would be necessary in order to further explore the applicability of this theory in the field.




5. Conclusions


A good agreement was shown between Stokes’ law for vertical fluid flow and the initiation of transport of particles. It was also shown that considering the relation between hydraulic gradient, flow velocity (as used in Stokes’ law), and saturated conductivity, it is important to accurately assess saturated conductivity, in terms of grain size distribution. This allows for an assessment of the drag forces as a function of flow velocity experienced by the sand particles in the outflow point.



These results indicate that, in order to determine the gradient required to initiate backward erosion outside of these experiments, a description of saturated conductivity is required. Thus, following previous research [35,36], an estimate for bulk saturated conductivity in the experiment box was derived as a function of median grain size and uniformity coefficient. With an accurate estimate of bulk saturated conductivity, it should be possible to calculate the flow field and associated flow velocities near the outflow point. Tying this method in with Stokes’ law, this can be used as a predictor for the initiation of backward erosion, assuming the surface area of the exit point is known or can be predicted.



In terms of levee embankment design and maintenance this research can be of significance to determine accurately whether piping can occur given the subsurface conditions at a representative elementary volume. Whereas a bursting risk might exist due to hydraulic fracturing, or local disruptions of the cover layer could induce concentrated outflow, associated discharges might not be sufficient to induce piping. By using either a characteristic sand boil surface area or by measuring the potential breach beforehand, a determination can be made whether a sand boil will have the capacity to remove sand from the subsurface in the first place in terms of magnitude of flow velocity. This kind of knowledge is indispensable when assessing the safety of existing river embankments or when designing new flood protections, and can be used as a boundary condition in modelling piping risk for specific structures.



Assuming that an accurate description of the subsurface is available, the next challenge is to upscale our method from the experiment scale to the field scale for practical application. To this end, not only more laboratory experiments are required to accurately define the saturated conductivity from the samples, but also more field measurements, designed for adding to this line of research.
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Table A1. Data on hole type piping experiments as reported in Van Beek, 2015a and Van Beek 2015. Experiment dimensions of some of these tests differ from the experiment used in this study. L is the distance to the exit hole from the inlet, Ls is the inside length, D, the thickness and W the width of the experiment container. D is the thickness of the acrylic plate. Dh is the diameter of the outflow point and d is the thickness of the acrylic plate. RD is the relative density, n is the porosity.






Table A1. Data on hole type piping experiments as reported in Van Beek, 2015a and Van Beek 2015. Experiment dimensions of some of these tests differ from the experiment used in this study. L is the distance to the exit hole from the inlet, Ls is the inside length, D, the thickness and W the width of the experiment container. D is the thickness of the acrylic plate. Dh is the diameter of the outflow point and d is the thickness of the acrylic plate. RD is the relative density, n is the porosity.






















	Test No.
	Reference
	Sand Type
	L (m)
	Ls (m)
	D (m)
	W (m)
	
	Dh (mm)
	d (mm)
	RD
	n
	UC (–)
	Ksat (m/s)
	Hc/L(–)





	B118
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.89
	0.38
	1.54
	6.30 × 10−5
	0.233



	W130
	[21]
	Hoherstall Waalre
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.38
	1.58
	5.10 × 10−4
	0.308



	W131
	[21]
	Hoherstall Waalre
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.38
	1.58
	5.40 × 10−4
	0.25



	B132
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.38
	1.54
	9.30 × 10−5
	0.189



	B133
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.38
	1.54
	9.50 × 10−5
	0.189



	B142
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.91
	0.35
	1.54
	6.20 × 10−5
	0.233



	B143
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	12
	10
	0.91
	0.35
	1.54
	5.50 × 10−5
	0.244



	B144
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	12
	10
	0.91
	0.35
	1.54
	5.30 × 10−5
	0.247



	B145
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	12
	10
	0.65
	0.38
	1.54
	8.00 × 10−5
	0.201



	B146
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	12
	10
	0.65
	0.38
	1.54
	8.00 × 10−5
	0.203



	I164
	[21]
	Itterbeck 125-250
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.97
	0.34
	1.71
	1.30 × 10−4
	0.328



	I165
	[21]
	Itterbeck 125-250
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.93
	0.35
	1.71
	1.40 × 10−4
	0.279



	I166
	[21]
	Itterbeck mixture 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	1
	0.33
	2.43
	4.60 × 10−5
	0.61



	I167
	[21]
	Itterbeck mixture 2
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.93
	0.32
	3.17
	3.70 × 10−5
	0.442



	I168
	[21]
	Itterbeck mixture 2
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.89
	0.33
	3.17
	2.70 × 10−5
	0.596



	E169
	[21]
	Enschede sand
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.94
	0.32
	1.6
	3.20 × 10−4
	0.262



	S170
	[21]
	Sterksel
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.89
	0.37
	2.25
	7.60 × 10−5
	1.017



	B171
	[21]
	Baskarp 1
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.9
	0.35
	1.54
	6.80 × 10−5
	0.23



	E172
	[21]
	Enschede sand
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.94
	0.33
	1.6
	3.40 × 10−4
	0.247



	O140
	[21]
	Oostelijke rivierenzand
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.35
	2.06
	2.00 × 10−4
	0.276



	O141
	[21]
	Oostelijke rivierenzand
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.65
	0.35
	2.06
	2.10 × 10−4
	0.262



	O163
	[21]
	Oostelijke rivierenzand
	0.344
	0.48
	0.1
	0.3
	
	6
	10
	0.94
	
	2.06
	1.30 × 10−4
	0.538



	21
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	1
	
	1.3
	4.00 × 10−4
	0.18



	22
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	1
	
	1.3
	4.00 × 10−4
	0.183



	23
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	1.02
	
	1.3
	3.90 × 10−4
	0.181



	24
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	1.05
	
	1.3
	3.70 × 10−4
	0.181



	25
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	1
	
	1.3
	4.00 × 10−4
	0.18



	26a
	[37]
	Sand A
	0.7
	0.96
	0.2
	0.2
	
	6
	240
	0.976
	
	1.3
	4.20 × 10−4
	0.153



	71
	[37]
	Sand A
	2.6
	3.52
	0.3
	0.6
	
	6
	330
	0.87
	
	1.3
	4.70 × 10−4
	0.106



	73
	[37]
	Sand A
	2.6
	3.52
	0.3
	0.6
	
	6
	330
	0.8
	
	1.3
	5.10 × 10−4
	0.106



	220883-4-1
	[38]
	Beach sand
	2.4
	5.75
	1.5
	0.5
	
	40
	120
	0.74
	
	1.33
	1.80 × 10−4
	0.196



	220883-4-2
	[38]
	Beach sand
	2.4
	5.75
	1.5
	0.5
	
	100
	120
	0.74
	
	1.33
	1.90 × 10−4
	0.19



	220883-4-3
	[38]
	Beach sand
	4.5
	5.75
	1.5
	0.5
	
	40
	120
	0.74
	
	1.33
	1.80 × 10−4
	0.192



	220883-4-4
	[38]
	Beach sand
	4.5
	5.75
	1.5
	0.5
	
	100
	120
	0.74
	
	1.33
	1.60 × 10−4
	0.173



	Ims18
	[21]
	Itterbeck 0.33 mm
	1.3
	1.91
	0.4
	0.8
	
	20.5
	20
	0.87
	0.35
	1.6
	3.50 × 10-4
	0.254



	Bms1
	[21]
	Baskarp 2
	1.3
	1.91
	0.4
	0.8
	
	20.5
	20
	0.94
	0.37
	1.5
	8.00 × 10−5
	0.162



	Ims20
	[21]
	Itterbeck 0.33 mm
	1.3
	1.91
	0.4
	0.8
	
	20.5
	20
	0.91
	0.34
	1.6
	3.90 × 10−4
	0.149










[image: Table] 





Table A2. Properties of the sands used. D50 and D70 are the diameters of the 50 and 70 percent weight fractions respectively. Uc is the uniformity coefficient and nmin and nmax are the minimum and maximum wet porosities respectively.
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	Sand Type
	D70 (μm)
	D50 (μm)
	Uc
	nmin
	nmax





	Baskarp 1
	154
	132
	1.54
	0.34
	0.469



	Baskarp 2
	152
	132
	1.5
	0.367
	0.477



	Enschede sand
	431
	380
	1.6
	0.32
	0.411



	Hoherstall Waalre
	400
	341
	1.58
	0.35
	0.45



	Oostelijke rivierenzand
	307
	233
	2.06
	0.322
	0.423



	Itterbeck 0.33 mm
	410
	342
	1.6
	0.337
	0.434



	Itterbeck 125-250
	278
	219
	1.71
	0.345
	0.465



	Itterbeck mixture 1
	223
	162
	2.43
	0.333
	0.45



	Itterbeck mixture 2
	203
	143
	3.17
	0.319
	0.44



	Sand A
	
	325
	1.28
	0.41
	0.51



	Sterksel
	300
	228
	2.25
	0.357
	0.474
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Figure 1. Several stadia of the piping process. From top to bottom: (A) Rise of the water level in the river increases the hydraulic head gradient over the river. (B) A boil forms at the outflow point and entrained sediment is expelled, forming a pipe that erodes in the direction of the groundwater flow origin. (C) Pipe connects to the river, creating a direct path between the river and the outflow point. (D) Direct connection between the river and the outflow point allows for deepening and widening of the pipe. (E) Increased instability due to the undermining of the dike leads to a slump type failure. 
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Figure 2. Cumulative grain size distributions for the investigated samples. 






Figure 2. Cumulative grain size distributions for the investigated samples.



[image: Water 12 02644 g002]







[image: Water 12 02644 g003 550] 





Figure 3. Experiment container used in this study, internal dimensions of the box containing the sample: X: 48.55 cm; Y: 30.1 cm; Z: 10.0 cm. A: Container with constant head; B: Inlet 20 cm wide and across the height of the box. C: Covering Perspex plate to observe the pipe. D: filters in the Perspex plate for riser tubes. E: Pipe developing in the sample. F: Measuring tape. G: outflow point of the sample. H: Cylindrical container for catching the outflowing sample and water. I: Outflow point, can be raised and lowered to set the hydraulic head across the board. 
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Figure 4. D50 and D70 grain size diameters of the samples from this study and previous studies (Appendix A) versus the median grain size able to be transported by the measured flow in the outflow point during the experiment at the critical gradient. The 1:1 line shows the prediction by Stokes’ law. 
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Figure 5. Saturated conductivity versus uniformity coefficient for the new experiments and those obtained from the database (See Appendix A) for median grain sizes in the 0.130 ± 0.03 mm range, expressed by diamonds (the experiments performed in this study also fall in this range and have been denoted in a different colour from the green, which depicts the database) and those from the 0.260 ± 0.04 mm range (denoted by blue circles). 
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Figure 6. 3D representations of the fit of Equation (3) for saturated conductivity (m/s) versus Uc and D50 (m), compared to the database (scatterplot). Scale bar represents the saturated conductivity. The change in slope over an increasing D50 shows the increased effect of Uc with a larger median grain size. 
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Table 1. Properties of the various investigated porous media. Here D50 and D70 are weight-based fractions, Uc is the uniformity coefficient (D10/D60). The contribution of fines (particles with a grain diameter smaller than 63 µm) is expressed by fraction of the total mass and n is the porosity.
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	Sample Name
	D50 (μm)
	D70 (μm)
	Uc (−)
	Fines (%)
	n (−)





	W1CO
	107
	137
	1.95
	10.2
	0.350



	W1BR
	120
	143
	2.38
	14.8
	0.319



	W1SC
	124
	145
	1.76
	6.1
	0.367



	W1SF
	129
	149
	1.68
	2.7
	0.348



	W1BI2
	120
	151
	3.01
	29.3
	0.315



	W1BI
	120
	151
	3.01
	29.3
	0.330
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Table 2. Hydraulic head gradients and associated flow velocities through the outlet for initiation, critical gradient, and the calculated velocity required to a grain out of the outflow point for backward erosion initiation through Stokes’ Law. Here Hc/L and Hi/L are the critical gradient and the initiation gradient for erosion respectively. Respectively, qi, qc and qs are the flow velocities in the outflow point for initiation, critical and calculated flow velocities for initiation through Stokes’ law (applied to different grain sizes). * parameter ‘a’ in the Forchheimer formula. ** parameter ‘b’ in the Forchheimer formula. *** Forward erosion.






Table 2. Hydraulic head gradients and associated flow velocities through the outlet for initiation, critical gradient, and the calculated velocity required to a grain out of the outflow point for backward erosion initiation through Stokes’ Law. Here Hc/L and Hi/L are the critical gradient and the initiation gradient for erosion respectively. Respectively, qi, qc and qs are the flow velocities in the outflow point for initiation, critical and calculated flow velocities for initiation through Stokes’ law (applied to different grain sizes). * parameter ‘a’ in the Forchheimer formula. ** parameter ‘b’ in the Forchheimer formula. *** Forward erosion.





	Experiment Name
	Ksat (md−1)
	Hc/L (−)
	Hi/L (–)
	qi (ms−1)
	qc (ms−1)
	qs (ms−1)





	W1CO
	6.20
	0.254
	0.211
	0.0173
	0.0210
	0.0163



	W1BR
	1.20 × 10−24 *

0.687 **
	1.05
	1.05
	0.0104
	0.0116
	0.0130



	W1SC
	5.91
	0.338
	0.276
	0.0221
	0.0258
	0.0217



	W1SF
	8.18
	0.227
	0.200
	0.0222
	0.0318
	0.0235



	W1BI2
	8.06
	0.329 ***
	0.299 ***
	0.0266
	0.0275
	0.0204



	W1BI2
	4.85
	0.408
	0.338
	0.0229
	0.0260
	0.0204
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Table 3. Confidence intervals for the fitted values of Equation (2).
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	Variable
	Fitted Value
	Lowest 95% Confidence Interval
	Highest 95% Confidence Interval





	a
	5.615
	3.846
	7.383



	b
	1.634
	1.418
	1.849



	c
	−1.109
	−1.482
	−0.737











© 2020 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).
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