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Figure S1. Schematic of the coated layers. 

Figure S2. Schematic of the antibacterial test setup. 
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Figure S4. SEM images of algae and diatom growth on the HDTMS-TiO2 net surface. 

Figure S3. SEM images of the silicone-layer coated polypropylene net at different 
magnifications. 


