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Abstract

:

The quantitative effect of particle shape, porosity, wettability, particle size, and solution viscosity on the residence time distribution (RTD) profiles of non-reactive, steady-state, drip-irrigated ore beds characteristic of heap leaching systems is presented. Results were obtained using step-up tracer tests and allowed for the analysis of preferential flow behaviour within the systems. The key findings were as follows. Increased particle sphericity enhanced channelling in beds of smaller particles, but not for larger particle sizes. Higher particle wettability caused greater liquid dispersion during both initial wetting studies and at steady-state fluid flux. Higher porosity levels and the inclusion of fines in mixed sized beds resulted in longer average solute residence times, higher liquid hold-up, longer solution and tracer breakthrough times, and increases in drain-down moisture percentages. Increasing the irrigation fluid’s viscosity, reflective of the increase in ionic concentrations in leach solutions, reduced both the solution and tracer breakthrough times and increased dispersion with signs of more discontinuous or isolated fluid volumes at steady-state. These results highlighted the importance of the inclusion of fines in agglomerated beds to improve uniform wetting especially those with low to moderate particle porosities (<2.5 m2/g specific surface area). The viscosity results suggest that there may be changes in preferential flow extent, due to variations in viscosity owing to the increasing sulphate concentration within the liquid phase in heaps and with time.
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1. Introduction


The use of residence time distribution (RTD) data in the analysis of solute transport and fluid flow profiles within irrigated packed beds has been extensively studied in trickle bed reactors. These systems are typically composed of uniform, well characterised packings or catalysts with defined porosities and geometries [1]. However, the data obtained from such uniform beds cannot be readily applied to more complex systems such as those typically encountered during the leaching of low-grade mineral ores or agglomerated concentrates applied commercially as heap leaching and investigated more fundamentally in laboratory and pilot test work through column studies [2,3]. In the latter, irregularly shaped crushed ore particles or representative materials with a distribution of particle sizes are loaded into a column to simulate geometric cross-sections of heaps. Such column tests are mainly used to demonstrate feasibility and obtain bulk kinetic data related to the chemistry, microbiology, and hydrodynamics of the leaching system being studied [3] as well as data on the extent of reaction achieved. The data obtained are useful for scale-up operations. To supplement this, further data are required to develop strategies to further optimize the heap leaching process. Examples include avoidance of preferential flow, insurance of lateral fluid motion to fully wet the heap, and balancing of the particle size used to ensure liberation, appropriate fluid flow, and contacting.



Preferential flow is related to the hydrodynamics of a heap and reveals itself on two different scales, illustrated in Figure 1. At the bed scale, preferential flow is defined as the uneven distribution of drip-irrigated solution within an ore bed resulting in dry sections that do not encounter the irrigation fluid. At the solution scale, which focuses on the wetted sections of the bed, the division of the liquid volume into actively flowing channels and stagnant or slow-moving solution pools is a further manifestation of preferential flow [4]. Preferential flow has been linked to less than expected metal extraction rates and, in extreme cases, heap failures [5,6]. Therefore, studies of the hydrodynamic behaviour of irrigated ore beds are beneficial and necessary for the improvement of heap design and practice. Previous research in this area has dealt with aspects such as the effect of particle size distribution [7,8], material shape [9,10], material porosity [11], packing arrangement [12,13], segregation [14], hysteresis [15,16], bed scale [17,18], and irrigation rate [9,16,19,20] on heap hydrodynamics.



Though the abovementioned studies have contributed to the current knowledge base significantly, areas requiring further research still exist. Studies focusing on transient liquid hold-up behaviour are beneficial in elucidating the effects of irrigation rate and hysteresis on bed scale preferential flow [11,15,16]. However, they have limited ability to accurately diagnose the presence of stagnant and isolated solution volumes. In such cases, drain-down data are relied upon to obtain the fraction of actively flowing solution, but their accuracy is largely dependent on the allocated drainage time [7,11]. RTD studies provide a more detailed analysis on the level of accessibility of solution volumes to solute molecules within a packed bed.



Hydrodynamic data generated using spherical glass beads as non-porous alternatives to ore particles or other materials in packed beds [21] have been used to quantify the effect of particle porosity on the flow characteristics in irrigated columns [11,22,23,24]. However, this has led to the need for the decoupling of the effect of particle porosity from that of particle shape on hydrodynamic data in laboratory leaching tests to elucidate critical factors in the heap. The effect of the intrinsic wettability of packing materials has also been neglected. With regards to particle size distribution, previous studies have varied the top particle size [7] or investigated narrow and broad size ranges in isolated or segregated systems [6,8,13,23,25], but the effect of fines (defined in this paper as <1 mm particles) and the culminative effect of narrow particle size fractions within mixed size beds has not been fully investigated under conditions typical of a heap. Lastly, the effect of variations in irrigation fluid viscosity on the RTD data and associated parameters have not been considered in a heap leaching context. This is despite previous studies having utilised a variety of irrigation fluids with varying compositions and hence viscosities, based on theoretical and empirical viscosity models [26], with sulphate ions known to have an effect on solution viscosity [27].



This study addresses the four gaps mentioned above through the generation of steady-state RTD data obtained from salt tracer tests conducted on packed beds composed of different materials with defined inherent properties and size distributions. The selected materials and size distributions aid in decoupling the effects of particle shape from particle porosity, whilst allowing for the effects of particle wettability on the generated RTD profiles to be elucidated. The effect of irrigation fluid viscosity is studied using a viscosity modifier. The data obtained are used in the quantification of relevant RTD parameters, which are analysed, compared, and discussed for a better understanding of the factors affecting fluid distribution in steady-state drip-irrigated packed beds.




2. Experimental


2.1. Solid Material Selection and Characterisation


Four different solid materials were selected for use, with unique inherent properties relevant to leaching studies: glass beads (GBs), glass shards (GSs), greywacke (GW), and malachite ore (MO) (refer to Figure 2). The GBs (Figure 2a) were purchased from Sigma Aldrich and Lasec. The GSs (Figure 2b) were obtained from piles of broken ‘windscreen’ glass at a PG Glass centre located in Cape Town, South Africa. The GW stones (Figure 2c) were purchased from an AfriSam plant, a supplier of construction materials, also located in Cape Town. GW is classified as a sedimentary rock consisting mainly of quartz and feldspar. The GSs and GW stones were crushed using a jaw crusher, pulverized, and sieved into different size fractions in the Mineralogy Laboratory at the University of Cape Town (UCT). Mintek (Randburg, South Africa) provided the crushed, split, and sieved MO samples (Figure 2d) which were further sieved into more sized fractions prior to their analysis and use.



Brunauer–Emmett–Teller (BET) analysis on the porous materials (GW and MO) was conducted at the UCT Chemical Engineering Analytical Laboratory. The Micrometrics TriStar II 3020 Surface Area and Porosity instrument at a bath temperature of −195.8 °C was used to obtain the average specific pore area of the materials. Based on the results in Table 1 and comparative data of a group of sulphide minerals from a study by Xia et al. [28] shown in Table 2, the MO sample was classified as highly porous compared to the moderately porous GW particles. The GSs and GBs were assumed to be non-porous.



Wettability measurements on the irregularly shaped materials (GSs, GW, and MO) were carried out using a Krüss force tensiometer (K12/MK4 from Advanced Laboratory Solutions). Prior to analysis, the materials were pulverised to a size fraction of 0.038–0.053 mm and loaded into a miniature glass column. The Washburn equation along with the upward infiltration capillary suction method were used to calculate the contact angles. The results in Table 3 show that the materials could be grouped in order of decreasing wettability as GW > GSs > MO.



The only leachable material, MO, was analysed by quantitative evaluation of minerals by scanning electron microscopy (QEMSCAN) at UCT and found to contain mainly quartz (76.8%), malachite (6.8 wt%), ilmenite (4.5 wt%), muscovite (3.6 wt%), and bornite (2.4 wt%). The other materials were not analysed as they had more defined compositions.



Two-dimensional shape characterisation was carried out on the different materials in the size range of 1 to 8 mm. The particles were arranged on a light box in a grid-like pattern. A Sony Cyber-shot DSC-W530 14.1 mega-pixel digital camera was then used to capture images of the arranged particles. The particles for both the GBs and GSs were spray-painted matte black to maximise the contrast with their background. Three hundred particles per specific narrow size fraction within the 1 to 8 mm range were analysed for the GSs, GW, and MO materials. Ten beads per discrete size class (2 and 5 mm) were analysed for the GBs. The images were processed using the BioVoxxel Toolbox plugin which is part of the ImageJ computer software program. Part of the analysis involved the quantification of five 2D shape descriptors found in Table 4. The results indicate that the GBs were the closest in shape to a perfect sphere while there were no substantial differences in the average shape descriptor values obtained for the other three materials. A summary of the relevant physical properties of the selected materials can be found in Table 5.




2.2. Liquid Characterisation


A Cannon–Fenske glass capillary viscometer was used to measure the viscosity of five glycerol (viscosity modifier) solutions with viscosities ranging from 0.8 to 2.2 cP. This covered both the lower (0.8 cP for a 0 g/L SO42− solution at 30 °C, data not shown) and upper (1.45 cP for a 100 g/L SO42− solution at 30 °C, data not shown) range encountered in heap leaching laboratory test work investigating the effect of sulphate ion concentration in leaching systems [27]. Gravimetric analysis was used to acquire density values for the test solutions. All of the measurements were conducted at 30 °C. The solution properties are shown in Table 6.




2.3. Column Design and Packing Methodology


The experimental rig used for the bed characterisation and tracer tests is shown in Figure 3. The polyvinyl chloride column used in the tests had an inner diameter of 100 mm and a total height of 500 mm (Figure 4). A standard bed height of 160 mm was used for the tests (Figure 5). The column was irrigated from the top using a peristaltic pump (Cole Palmer; MasterFlex L/S; Model no: 7528-10). A concentric drainage plate consisting of ±3 mm apertures was placed approximately 60 mm from the base of the column to provide a liquid disengagement area. The heating coils wrapped externally around the column, a temperature probe inserted into the port immersing it 10cm into the bed, together with the temperature control box were used to maintain the temperature within the column at 30 °C.



Agglomeration of the mixed size fractions was carried out by loading the specified mass of material into a plastic bucket. A measured volume of agglomeration solution, identical to the irrigation solution that would be used but without the tracer, was poured onto the surface of the material. The bucket was then rotated manually in a clockwise and anti-clockwise direction until the successful adhesion of fines to coarser particles was visually observed. No binders were used and this methodology is referred to as drum agglomeration [30]. The total amount of agglomeration moisture used was noted.



A drainage layer, approximately 35 mm in height, consisting of two layers of 24 mm glass marbles was inserted at the base of the column to prevent clogging and the elution of fines (Figure 5). The column was loaded by pouring small incremental masses of dry or agglomerated material onto the drainage layer using a scoop without any attempt of compaction.



For the mixed particle size beds, the Gates–Gaudin–Schumann distribution function, shown in Equation (1), was used to obtain the mass of material needed per size fraction. The cumulative fraction (   R F   ) of particles with a diameter less than or equal to    d p    was calculated by raising the quotient of the selected and maximum particle diameter (   d  p , m a x    ) to the power of  m . The Gates–Gaudin–Schumann distribution has been used by other studies as a means of characterising the size distributions of different particle aggregates, especially those related to leach beds [7,31,32]. For this study,  m  was chosen to equal 0.4 in order to mimic industrial ores typical of heap leaching and the resulting size distribution for the various mixtures is presented in Figure 6. The top particle size was kept constant at 8 mm whilst the bottom particle size was systematically increased from 0.1 to 0.5 to 1 mm, simulating the exclusion of fines.


   R F   (   d p   )  =    (     d p     d  p , m a x      )   m   



(1)








2.4. Packed Bed Characterisation


The packed bed systems were characterised using five main experimental parameters: bulk density, bed voidage, solution breakthrough time, liquid hold-up, and 24-h drain-down moisture.



The bulk densities were calculated by dividing the total mass of the dry bed’s contents by its volume. Liquid-accessible bed voidage was defined as the ratio of the void volume (empty space) present within the bed to its total volume. It was obtained at the end of each tracer test by gradually filling the bed’s void spaces with irrigation solution pumped upwards at a rate of 9 mL/min.



Solution breakthrough time was defined as the time difference between irrigation commencement and the emergence of the first fluid droplets at the bottom of a packed bed. Similarly, the steady-state tracer breakthrough time was defined as the time difference between the commencement of the tracer test and the time at which the first distinct rise in tracer concentration in the bed’s effluent was measured. Liquid hold-up (   ϕ l   ) was defined as the ratio of liquid volume (   V l   ) to total bed volume (   V b   ) in an irrigated packed bed at steady-state, as shown by Equation (2). The 24-h drain-down moisture values were obtained at the end of each tracer test by measuring the volume of solution collected in a 24-h period after irrigation was stopped. It is expressed as a percentage of total liquid hold-up.


   ϕ l  =    V l     V b     



(2)








2.5. Irrigation and RTD Testing of Packed Columns


The packed columns were irrigated at an average flux of 5 L/(m2·h) from the singular irrigation point source shown in Figure 4 and Figure 5. The step input form of tracer delivery was used for all tracer tests. Potassium chloride (KCl) was selected as a salt tracer due to prior tests confirming that it had negligible effect on a solution’s viscosity and density within the applied range and was non-adsorbent. At the start of the tests, a 0.01 mol/L KCl feed solution was used to irrigate the beds at the average flux. This was carried out until a steady-state was achieved, defined as when the volumetric flow rate of solution fed into the bed equaled the flow rate out of the bed. The feed was then changed to a tracer solution with a maximum concentration of 0.1 mol/L KCl solution. The conductivity of the column’s effluent was monitored continuously using a conductivity measurement cell, which consisted of a cylindrical glass vessel housing a Vernier conductivity probe. Mixing effects within the conductivity measurement cell were accounted for using a back-modelling approach, which assumed the solution to be perfectly mixed within the cell [33]. The resulting data were normalised to produce the cumulative RTD curves.




2.6. RTD Analysis


The logged conductivity data, which represented the cumulative residence time distribution or F-curve, were normalised with respect to the maximum tracer concentration, as shown by Equation (3). The residence time distribution or E-curve was then derived from the derivative of the F-curve using Equation (4). For graphical representation, the generated E-curves were smoothed using a five-point moving average numerical technique.


  F  ( t )  =   C  ( t )     C 0     



(3)






  E  ( t )  =   d F  ( t )    d t   =  d  d t    [    C  ( t )     C 0     ]   



(4)







Three different RTD parameters or moments were quantified from the derived E-curves: the average residence time, the standard deviation, and the skewness. The average residence time ( τ , first moment) was calculated using Equation (5). The standard deviation, which is the square-root of the variance ( σ , second moment), was calculated using Equation (6) and the skewness ( δ , third moment) was calculated using Equation (7).


  τ =   ∫  0 ∞  t E  ( t )    d t    



(5)






  σ =     ∫  0 ∞     (  t − τ  )   2  E  ( t )    d t    



(6)






  δ =  1   σ  3 / 2       ∫  0 ∞     (  t − τ  )   3  E  ( t )    d t  



(7)







The equations were coded using the Python programming language and the Scientific Python Development Environment (Spyder) version 4.1.5.




2.7. Diagnosing Preferential Flow Characteristics


Referential flow characteristics in irrigated beds were diagnosed using the RTD profiles and bed characterisation parameters. Low levels of total liquid hold-up with quick solution and tracer breakthrough times are typical symptoms of bed-scale preferential flow or channelling. These are prime indications of non-uniform wetting and hence, maldistribution of irrigated solution within the bed. Solution-scale preferential flow characteristics are normally diagnosed through the analysis of the steady-state RTD profiles. In this case, profiles with long asymptotes indicate the presence of stagnant or slow-moving solution volumes. The level of skewness in the dataset and the standard deviation values help to quantify the length of the asymptote and hence, the degree of solution-scale preferential flow. In cases where the RTD responses for systems with similar liquid hold-ups are substantially different, isolated fluid volumes are likely present in the system with the shorter tracer breakthrough times. These volumes form during the wetting stage of the bed but become isolated from all forms of fluid and solute transport at steady-state fluid flux. Therefore, the steady-state RTD profile would not reflect the presence of these volumes.





3. Results and Discussion


3.1. Effect of Particle Shape


The RTD profiles and bed characterisation results for the spherical GB and irregularly shaped GS can be found in Figure 7 and Figure 8, respectively. Table 7 gives a summary table of the various parameters. Both these systems were non-porous with similar compositions, meaning that particle shape was their main differentiating factor.



Differences in the RTD profiles of the systems are more noticeable at the 1–3 mm size range (Figure 7a,b). The GB-2 bed showed slightly greater levels of solution channelling behaviour compared to the GS-1-2 and GS-2-3 systems. This is reflected in the 7 to 19 min shorter solution breakthrough time (refer to Figure 8d) as well as the approximately 55% shorter average solute residence time (  τ )   value obtained for the GB-2 bed (refer to Table 7). From these results, increased particle sphericity at the 1–3 mm range resulted in increased channelling effects both during the initial wetting stages of the beds (solution breakthrough time) and after the establishment of steady-state fluid flux (RTD profiles).



The GS systems had higher standard deviation values (refer to Table 7) which reflect the greater spread in their E-curves. This is indicative of the presence of fluid elements with relatively long residence times. It is likely that the flatter and longer shape of the shards resulted in a higher number of particle contact points, which increased the probability of the redirection of flow away from the central irrigation axis. This is based on results from Fernando et al. [9] and the understanding that lateral spread leads to greater variation in fluid residence times in single point drip-irrigated systems. All three systems in the 1–3 mm size range attained similar total liquid hold-up values (refer to Figure 8b), which were relatively low and averaged around 0.02, yet the GB-2 RTD profiles still displayed slightly enhanced channelling effects, which points towards the presence of isolated solution volumes within the bed. Based on Ilankoon and Neethling [11], the liquid rivulets flowing across the irregularly shaped shards are likely to have greater tortuosity which could result in increased connectivity compared to the beads. This is supported by the 24-h drain-down moisture data, which were significantly lower for the GB-2 system (3.1%) than for the shards (17%–47%). Additionally, the spherical nature of the 2 mm beads resulted in a denser packing arrangement (refer to Figure 8a), typical of the trend found in the literature [9], therefore the similar liquid hold-up values at the 1–3 mm size range also meant that the absolute mass of fluid retained in the GB-2 bed was lower.




3.2. Effect of Wettability and Porosity


The RTD profiles and bed characterisation data for the GS, GW, and MO mixed sized beds are shown in Figure 9 and Figure 10. Table 5 gives a summary of the main features of the different packing materials. Regarding particle wettability, the highly hydrophilic GW beds had the quickest tracer and solution breakthrough times across all three sets of systems (refer to Figure 9a,c,e and Figure 10d). Therefore, increased particle wettability led to slightly higher dispersive effects, during both the initial wetting period and at steady-state. The irrigation fluid experienced less resistance to flow across the GW particles’ surfaces, which enhanced channelling through the bed. However, the similarities between the GS and GW system and their substantial differences between the highly porous MO beds, points towards particle porosity being the main differentiating factor in the responses of the systems.



In terms of porosity, the non-porous GS beds obtained the lowest solute residence times compared to the porous GW and MO systems whose RTD profiles exhibited slightly longer asymptotes. The average voidage of heaps is thought to be around 0.4 [7,34], meaning that only the MO beds were able to achieve and exceed this value with the random, non-compacted packing method employed. These highly porous beds had the longest average residence times, longest tracer breakthrough times, and consistently higher liquid hold-up and higher drain-down moisture percentages (refer to Figure 10b,c). The fact that the MO systems had the lowest magnitudes of skewness in their E-curves and the lowest peaks (refer to Figure 9b,d,f and Table 7) points towards greater uniformity in the spread of the data. Therefore, these systems exhibited the widest distribution of fluid residence times, which is indicative of a larger number of fluid flow paths. It is postulated that the MO beds possessed higher degrees of void network connectivity and capillary suction, which allowed for greater lateral spread of irrigated solution evidenced by higher levels of liquid hold-up. The longer asymptotes in the MO systems should be noted as they point towards the increased presence of stagnant solution pools. This suggests that though material porosity promotes uniform wetting via capillary action, the solution pools formed may not remain actively flowing during steady-state. A similar point was raised by Ilankoon and Neethling [8,35].




3.3. Effect of the Systematic Exclusion of Fines


Figure 9 and Figure 10 show the effect of systematically excluding fines from the particle size distribution of mixed sized beds. Increasing the bottom size limit of the non-porous GS and moderately porous GW beds from 0.1 to 1 mm brought about significant reductions in their total liquid hold-up (43%–57%), solution (75%–80%), and tracer (80%–90%) breakthrough times. Though the liquid hold-up for the 0.5–8 mm and 1–8 mm systems (excluding the MO beds) are similar, differences in their (GS and GW) steady-state RTD curves (Figure 9c,e) are noticeable. This suggests an increase in the formation of isolated fluid volumes with the decrease in the presence of agglomerated fines for the less porous beds. The MO systems’ RTD responses were more resistant to changes in bottom particle size. In fact, the RTD profiles for the MO-0.1-8 and MO-0.5-8 beds are nearly identical. It is only when the bottom size was further raised to 1 mm that a reduction in the tracer breakthrough time was observed. Furthermore, the MO system experienced the lowest reduction in total liquid hold-up (29%) and solution breakthrough time (27%) with the increase in bottom particle size.



Based on these results, the exclusion of fines from the particle size distribution of mixed sized beds can be extrapolated to have reduced the strength of capillary forces present within the beds, as reported by Yin et al. [36] and Odidi et al. [37]. As these are suctioning forces that facilitate the absorbance of moisture during the wetting stage, a decrease in their strength results in a reduction in liquid hold-up, tracer, and solution breakthrough time as well as an increase in isolated fluid volumes. Higher levels of particle porosity act as a buffer against these responses, allowing the beds to maintain their liquid hold-up values and RTD profile characteristics even when fines are excluded to a certain extent. What is therefore important in these systems are the size distributions and connectivity of the void network through which the irrigated solution travels, meaning that both an increase in porosity and the inclusion of fines in agglomerates produce similar effects. One such effect is an increase in the fraction of stagnant solution volumes.




3.4. Culminative Effect of Narrow Size Fractions in Mixed Sized Beds


The bed characterisation and RTD profile results for the beds composed of narrow and mixed size fractions ranging from 1 to 8 mm are shown in Figure 11 and Figure 12.



For the non-porous GS systems (Figure 11a,b), increasing the narrow size fraction from 1–2 mm to 6.7–8 mm brought about an increase in solution channelling behaviour both prior to and during steady-state fluid flux. This is based on the 77% reduction in solution breakthrough time from 35 to 8 min as well as the 6-min reduction in tracer breakthrough time. The RTD profiles for the GS-3-5 to GS-7-8 systems all attained maximum tracer concentrations (F = 0.99) within 2 h of the commencement of the tracer tests compared to the GS-1-2 and GS-2-3 beds which only attained this value after 5 to 8 h. This is also seen in the approximately 67% reduction in the average residence time values when comparing the smaller particle size systems to the larger ones. It is interesting to note that the results for the mixed system (GS-1-8) are unique and not an average of its narrow size constituents. The GS-1-8 bed exhibited the longest solution and tracer breakthrough times, the highest liquid hold-up, and the longest average steady-state residence time.



From these results, increasing the material gradation of the non-porous GS beds reduced bed-scale preferential flow symptoms based on its higher liquid hold-up. The prime mechanism for this increase in wetting behaviour was likely the increase in particle connections leading to enhanced lateral spread of irrigated solution as reported by Ilankoon and Neethling [8]. In cases where only large particles were present, macro-voids were likely formed between the particles allowing for the channelling of irrigated solution by gravitational forces along the central–vertical irrigation axis. When small particles were present to fill the gaps between large particles, meso- and micro-voids would be present in greater numbers enhancing the lateral spread of solution by capillary forces. In addition, the larger length scale of the non-porous uniquely shaped agglomerates in the mixed size bed is postulated to have led to increased mechanical dispersion based on results by Fernando et al. [9], which allowed it to acquire greater liquid hold-up compared to the GS-1-2 bed.



The beds composed of the hydrophilic and moderately porous GW particles exhibit a similar trend to the GS beds in terms of an increase in channelling behaviour with an increase in narrow size fraction. Unlike the shards, however, the channelling behaviour at steady-state with the increase in size fraction, from 1–2 mm to 6.7–8 mm, does not involve any substantial decrease in tracer breakthrough time. There was instead an approximate 3-h decrease in the time required for the GS-7-8 bed to attain the maximum level of tracer concentration. There are two reasons for this. Firstly, all the GW beds possessed relatively short tracer breakthrough times regardless of particle size distribution due to the hydrophilic nature of the particles. Secondly, the presence of larger particles brought about a reduction in the average fluid residence times likely due to the formation of larger size voids and a reduction in capillary effects. The RTD response for the mixed size bed (GW-1-8) appears to be an average of the responses of its narrow size fraction constituents. It is possible that a majority of the agglomerates formed were similar in size to the GW-1-3 and GW-3-5 beds, hence the comparable results. Unlike the non-porous GS, the GW beds were less reliant on mechanical dispersion for lateral spread of irrigated solution and more influenced by wettability and capillary effects, hence the difference in their responses to changes in particle size distributions.



The highly porous MO beds all possessed effective voidage values greater than 0.4 and followed the same trend as the other systems with a 50% and 92% reduction in tracer and solution breakthrough time, respectively, with an increase in size fraction from 1–2 mm to 6.7–8 mm. A substantial change in the RTD responses can be observed between the 2–2.8 mm and 2.8–4.8 mm size ranges as channelling effects became more dominant with further increases in size fraction. It is interesting that most of the bed characterisation parameters and RTD responses for the mixed bed (MO-1-8) were very similar to those of the MO-1-2 system. This suggests that the incorporation of particles in the 1 to 2 mm size range, and hence enhanced capillary effects, was the dominant factor influencing the flow characteristics of the mixed size bed. However, the presence of the larger particles in the MO-1-8 system had a comparably smaller effect on its RTD profile compared to the GW beds. This is likely due to the highly porous nature of the MO particles, which still managed to maintain sufficient levels of capillary effects even at larger particles sizes and facilitated the lateral spread of irrigated solution evidenced by the relatively high liquid hold-up in the mixed size bed.




3.5. Effect of Solution Viscosity in Mixed Size Beds


The results of the effect of solution viscosity on the RTD profiles and bed characterisation parameters of mixed size malachite ore beds can be found in Figure 13 and Figure 14. The range of viscosity values used (0.8 to 2.2 cP) is representative of an increase in the ionic concentration of typical sulphate leach solutions (0 to >100 g/L SO42−).



Increasing the irrigation fluid’s viscosity from 0.8 to 2.2 cP brought about a 19% decrease in the solution breakthrough time from 302 to 245 min and a 50% reduction in tracer breakthrough time from 199 to 99 min. There is evidence of an increase in dispersive effects as well, especially during the initial parts of the F-curves (refer to Figure 13a). However, there was a 22% reduction in the time taken for the more viscous system (2.2 cP) to achieve the maximum tracer concentration, which indicates an overall shift in the RTD profiles to the left. This observation is consistent with the decrease in the average residence times. It is interesting to note the slightly negative skewness values obtained for the 1.2 to 2.2 cP systems which shows that the E-curves for these systems were nearly symmetrical but marginally skewed to the right showing a decrease in the length of the asymptotes or stagnant volumes. No consistent trends with regards to the effect of viscosity on total liquid hold-up were observed but an overall positive correlation with the percentage of drain-down moisture is seen in Figure 14c.



From these results, it is postulated that though an increase in the viscosity increases a solution’s resistance to flow, this effect is counteracted by the increase in the solution’s density, making it more susceptible to gravitational forces and thereby leading to greater levels of axial spread or dispersion at steady-state. At first glance, the increase in drain-down moisture percentage suggests that a higher proportion of the liquid hold-up volumes in the higher viscosity systems were active, which correlates with the decrease in the length of the asymptotes in the RTD profiles. However, all the systems still had droplets emerging from the column after the 24-h drain-down period. It could also be that the more viscous systems possessed higher drainage velocities allowing for a greater volume of solution to be collected within the allocated time, based on a drainage behaviour study by Ilankoon and Neethling [11]. Again, effects due to differences in fluid densities would be at play. There is also slight evidence of the increased presence of isolated fluid volumes in the more viscous systems at steady-state based on their RTD profiles and liquid hold-up data. This suggests that once the wetting stage was complete, there was channelling of fluid down the central irrigation axis with reduced lateral exchange of material at steady-state.





4. Conclusions


This study aimed to quantify the effect that particle shape, porosity, wettability, size fraction, size distribution, and irrigation solution viscosity have on the bed characterisation parameters and RTD profiles of different ore bed systems representative of heap leaching. Step-up salt tracer tests were used to obtain the RTD profiles which were then analysed to quantify different RTD parameters.



Of the inherent properties of the materials tested, particle porosity exerted the most influence on the flow profiles and bed characterisation parameters obtained. The results indicate that drip-irrigated highly porous heaps are more likely to be evenly wetted due to enhanced capillary effects. However, even with enhanced wetting, active solution flow may still be restricted in highly porous heaps due to strong capillary forces. A balance is needed to ensure wetting but to reduce stagnant solution volumes. The data obtained suggest that imposing limits on the fine content (e.g., >0.1 mm bottom size) or increasing the proportion of larger size particles (e.g., >7 mm) could aid in reducing the fraction of these volumes.



The results from the mixed size beds emphasise the importance of the inclusion of fines (<1 mm) in agglomerates to aid in the lateral spreading of drip-irrigated solution by capillary action. This is more necessary in cases where the ore particles have low to moderate inherent levels of porosity (<2 m2/g). However, the positive correlation between high fine contents and the relative magnitude of stagnant solution volumes should be borne in mind.



Though the results indicate that increasing the irrigation solution viscosity from 0.8–2.2 cP (representative of an increase in sulphate ionic concentration from 0 to >100 g/L SO42− in reactive heaps) may not affect the overall wetting of a heap, it brings about greater levels of solution-scale preferential flow. It may also reduce the propensity for lateral movement in already wetted heaps. The level to which this occurred at the lab scale was not very significant, but an increase in scale will further elucidate if monitoring and management of viscosity in actual heap leaching operations is necessary.



It should be noted that the results from this study may not be applicable to ores with high clay and silica content as these compounds can lead to structural changes in irrigated beds with the potential to substantially affect fluid flow profiles.
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Figure 1. Preferential flow depiction on two scales in a drip-irrigated heap. 
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Figure 2. Photographs of the different packing materials: (a) glass beads (GB: 2 mm), (b) glass shards (GS: 4.8–5.6 mm), (c) greywacke (GW: 4.8–5.6 mm), and (d) malachite ore (MO: 4.8–5.6 mm). 
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Figure 3. Illustration of the experimental set-up used to conduct tracer tests on the packing materials. It consisted of a (1) 20 L feed tank, (2) peristaltic pump, (3) tubing, (4) cylindrical test column, (5) temperature control unit, (6) heating coils, (7) conductivity measurement cell, (8) 20 L effluent tank, and (9) a desktop computer with data logging software (Graphical Analysis 4). 
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Figure 4. Cylindrical column design and dimensions used in tracer tests [29]. 
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Figure 5. Illustration of the cylindrical column packing [29]. 
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Figure 6. Particle size distributions for the packed beds composed of the different sized mixtures. 
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Figure 7. (Left—(a,c)) Cumulative (F(t)) and (right—(b,d)) exit age (E(t)) RTD profiles for beds composed of different size fractions of glass beads (GBs) and glass shards (GSs). Key: GB-2 (2 mm), GB-5 (5 mm), GS-1-2 (1–2 mm), GS-2-3 (2–2.8 mm), GS-3-5 (2.8–4.8 mm), and GS-5-7 (4.8–6.7 mm). 
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Figure 8. (a) Bed voidage, (b) total liquid hold-up, (c) 24-h drain-down moisture as the percentage of total liquid hold-up and (d) solution breakthrough time characterisation data for beds composed of different size fractions of GBs and GSs. Key: L—lower size range; U—upper size range; GB 1-3 size range (GB-2) and GB 3-7 size range (GB-5); GS-L 1-3 size range (GS-1-2) and GS-L 3-7 size range (GS-3-5); GS-U 1-3 size range (GS-2-3) and GS-U 3-7 size range (GS-5-7). 
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Figure 9. (Left—(a,c,e)) Cumulative (F(t)) and (right—(b,d,f)) exit age (E(t)) RTD profiles for beds composed of different size fractions of GSs, GW, and MO. The vertical lines in the E(t) curves represent the calculated average residence times. Key: GS/GW/MO- 0.1-8 (0.1–8 mm), 0.5-8 (0.5–8 mm), and 1-8 (1–8 mm). 
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Figure 10. (a) Bed voidage, (b) total liquid hold-up, (c) 24-h drain-down moisture as percentage of total liquid hold-up, and (d) solution breakthrough time characterisation data for beds composed of different size fractions of GSs, GW, and MO. Key: 0.1-8 (0.1–8 mm), 0.5-8 (0.5–8 mm), and 1-8 (1–8 mm). 
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Figure 11. (Left—(a,c,e)) Cumulative (F(t)) and (right—(b,d,f)) exit age (E(t)) RTD profiles for beds composed of different size fractions of glass shards (GSs), greywacke (GW), and malachite ore (MO). The vertical lines in the E(t) curves represent the calculated average residence times. Key: GS/GW/MO- 1-2 (1–2 mm), 2-3 (2–2.8 mm), 3-5 (2.8–4.8 mm), 5-7 (4.8–6.7 mm), 7-8 (6.7–8 mm), and 1-8 (1–8 mm). 
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Figure 12. (a) Bed voidage, (b) total liquid hold-up, (c) 24-h drain-down moisture, and (d) solution breakthrough time characterisation data for beds composed of different size fractions of GS, GW, and MO. 
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Figure 13. (Left—(a)) Cumulative (F(t)) and (right—(b)) exit age (E(t)) RTD profiles for beds composed of 0-8 mm MO particles and irrigated with different viscosity solutions (0.8. 1.2, 1.6, 1.9, and 2.2 cP). The vertical lines in the E(t) curves represent the calculated average residence times. 
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Figure 14. (a) Bed voidage, (b) total liquid hold-up, (c) 24-h drain-down moisture, (d) solution breakthrough time characterisation data for beds composed of 0-8 mm MO particles and irrigated with different viscosity solutions (0.8. 1.2, 1.6, 1.9, and 2.2 cP). 
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Table 1. BET analysis results for greywacke and malachite ore.
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Material

	
Size Fraction (mm)

	
BET Surface Area (m2/g)






	
Greywacke

	
0.1–0.5

	
1.68 ± 0.01




	
0.5–1.0

	
1.01 ± 0.01




	
Malachite ore

	
0.1–0.5

	
5.88 ± 0.05




	
0.5–1.0

	
2.58 ± 0.02
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Table 2. Specific surface area of sulphide minerals using small-angle neutron scattering (SANS) and ultra-small-angle neutron scattering (USANS) [28].
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	Material
	Size (µm)
	Surface Area (m2/g)





	Violarite
	20–53
	3.36



	Marcasite
	20–53
	0.94



	Pyrite
	20–53
	3.56



	Bornite
	20–53
	0.99



	Chalcopyrite
	20–53
	2.73
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Table 3. Average contact angles obtained from wettability experiments conducted on three selected materials using different solutions at 30 °C.
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Material

	
Liquid

	
Contact Angle






	
Glass shards (GS)

	
Water

	
49.9 ± 3.3




	
Greywacke (GW)

	
Water

	
40.1 ± 2.9




	
Malachite ore (MO)

	
Water

	
62.9 ± 3.4




	
15 wt% Glycerol

	
64.4 ± 0.9




	
25 wt% Glycerol

	
63.0 ± 0.5




	
30 wt% Glycerol

	
63.0 ± 0.5




	
35 wt% Glycerol

	
63.6 ± 0.5
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Table 4. Average and standard deviation shape descriptor values obtained for the 2 and 5 mm glass beads (GBs) and over the 1–8 mm size fraction range for the glass shards (GSs), greywacke (GW), and malachite ore (MO) materials. The values are compared to those calculated for a perfect sphere (PS).






Table 4. Average and standard deviation shape descriptor values obtained for the 2 and 5 mm glass beads (GBs) and over the 1–8 mm size fraction range for the glass shards (GSs), greywacke (GW), and malachite ore (MO) materials. The values are compared to those calculated for a perfect sphere (PS).





	
Shape Descriptor

	
Calculated Value

	
Average Values




	
PS

	
GB

	
GS

	
GW

	
MO






	
Aspect ratio

	
1.00

	
1.05 ± 0.01

	
1.55 ± 0.44

	
1.62 ± 0.45

	
1.58 ± 0.41




	
Circularity

	
1.00

	
0.88 ± 0.00

	
0.74 ± 0.08

	
0.73 ± 0.08

	
0.72 ± 0.08




	
Compactness

	
1.00

	
0.98 ± 0.01

	
0.82 ± 0.09

	
0.81 ± 0.09

	
0.81 ± 0.09




	
Extent

	
0.79

	
0.77 ± 0.01

	
0.68 ± 0.09

	
0.67 ± 0.07

	
0.67 ± 0.07




	
Solidity

	
1.00

	
0.97 ± 0.01

	
0.94 ± 0.03

	
0.93 ± 0.03

	
0.92 ± 0.03
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Table 5. Summary of the physical properties of the selected materials.
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Property

	
Packing Material




	
GB

	
GS

	
GW

	
MO






	
Composition

	
Uniform

	
Uniform

	
Non-uniform

	
Non-uniform




	
Porosity

	
Non-porous

	
Non-porous

	
Porous

	
Highly porous




	
Shape

	
Spherical

	
Irregular

	
Irregular

	
Irregular




	
Packing Orientation

	
Ordered

	
Random

	
Random

	
Random




	
Wettability

	
Moderate

	
Moderate

	
High

	
Low
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Table 6. Five test solutions used in the capillary suction tests with their associated dynamic viscosities and densities at 30 °C.
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	Glycerol (wt%)
	Dynamic Viscosity (cP)
	Density (g/mL)





	0
	0.8
	0.996



	15
	1.2
	1.027



	25
	1.6
	1.053



	30
	1.9
	1.069



	35
	2.2
	1.081
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Table 7. Bed characterisation and quantified RTD parameters for packed beds composed of different size fractions of GSs, GW, and MO. Key: E-tag (experimental tag), PSD (particle size distribution), BD (bulk density), BV (bed voidage), LH (total liquid hold-up), DM (24-h drain-down moisture as a percentage of total liquid hold-up), and BT (solution breakthrough time).
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Packing

	
E-Tag

	
PSD (mm)

	
Bed Characterisation Parameters

	
RTD Parameters




	
BD (g/cm3)

	
BV (-)

	
LH (-)

	
DM (%)

	
BT (mins)

	
  τ   (mins)

	
   σ   

	
   δ   






	
Glass beads

	
GB-2

	
2

	
1.58

	
0.30

	
0.02

	
3.1

	
16

	
26

	
35

	
3.51




	
GB-5

	
5

	
1.45

	
0.33

	
0.01

	
15.6

	
9

	
18

	
22

	
3.01




	
Glass shards

	
GS-1-2

	
1.0–2.0

	
1.22

	
0.34

	
0.02

	
46.5

	
35

	
46

	
47

	
2.65




	
GS-2-3

	
2.0–2.8

	
1.15

	
0.38

	
0.02

	
17.5

	
22

	
45

	
67

	
4.19




	
GS-3-5

	
2.8–4.8

	
1.33

	
0.37

	
0.02

	
11.2

	
16

	
17

	
12
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