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Figure S1. HAADF STEM images showing further aspects of the replacement of neyite by aikinite in 
area (ii) of foil2 (Figure 6h). (a) Anastomosed nanometre-size veining; (b) Abundant NPs of aikinite 
onto (111)PbS slabs in neyite; note their rounded shape; (c) Congregation of aikinite NPs showing 
incipient formation of a ‘vein’; note the local distortion along the contacts with host neyite; (d) Detail 
of area marked by white rectangle in (c), showing a close-up of the atomic arrangement in one of the 
larger NPs. Inset shows FFT obtained from this area corresponding to indexing on [11-1] zone axis in 
aikinite as in Figure 14b (inset). 
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