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Abstract

:

The paper describes an attempt to obtain harmonic structure (HS) in AISI308L steel. Harmonic structure is the term related to the microstructure fabricated by mechanical milling of metallic powders under soft milling conditions, resulting in the formation of plastically deformed, grain-refined shell and unchanged core. This microstructure can be preserved after successful powder compaction. The powders of AISI308L steel were milled under soft condition up to 50 h and then compacted by pulse plasma sintering at 900–1100 °C. For powders and compacts XRD, SEM and hardness measurements were applied as characterization techniques. The milling process resulted in austenite transformation into nanocrystalline ferrite and formation of grain refined outer layer. The applied pulse plasma sintering parameters allowed preservation of this microstructure and manufacturing of compacts with homogeneous distribution of elements, relative density above 95% and hardness in the range 167–185 HV, depending on sintering temperature. Simultaneously, the starting phase composition was restored, i.e., austenite with 12% contribution of ferrite. The crystallite size of austenite was about 20 nm and was significantly smaller then in starting powders.
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1. Introduction


The expected properties of the materials can be achieved at different stages of their processing. At first, it is possible to modify the properties by changing chemical or phase composition, resulting in specific microstructure. Then, already made material can be submitted to heat or plastic treatment for further improvement of properties. However, the processing time should be as short as possible, according to environmental and industrial expectations. One of the manufacturing techniques commonly used is powder metallurgy. This technique includes many various specific processes. In many cases the desired final microstructure can be obtained by mechanical alloying/milling of powders followed by their compaction. Mechanical alloying is widely applied to produce many types of phases or structures, like amorphous, nanocrystalline, intermetallics, extended solid solutions, composite materials, etc. [1]. This technique can also result in the formation of so called harmonic structure. If mechanical milling process is performed in soft energy conditions, two areas are distinguishable on the cross section of powder particle. The outer part of the powder particles is intensively plastically deformed and significant refinement of microstructure can be observed, while interior of powder particles remain unchanged. The fine-grained outside layer is called shell, while the unchanged coarse-grained area inside the particle—core. The thickness of shell part depends on milling parameters.



The term harmonic structure refers also to the compacts obtained after successful sintering of the powders, i.e., allowing the preservation of harmonic structure observed after milling. In bulk materials (compacts), severely deformed outer parts of particles create a matrix in which coarse-grained areas are embedded [2]. The contribution of these two types of microstructures (refined and coarse-grained) depends on milling conditions and, additionally, on sintering parameters. The obtained material looks like composite with nanocrystalline matrix and microcrystalline reinforcement, both revealing the same chemical and phase composition, but different microstructure (grain size). Therefore, this new concept is quite different from traditional ones, based on the idea of nanocrystalline reinforcing particles placed in traditional microcrystalline matrix. It is expected that such material can show an excellent combination of strength and ductility simultaneously.



The concept of harmonic structure has been created and developed in Japan, by research group led by K. Ameyama [3]. They studied various materials, like copper [4], Co-Cr-Mo [5,6], Ni [7], stainless steel [8,9] and titanium and its alloys [2,10,11], with successful obtaining of the harmonic structure in bulk (sintered) materials. Some papers were devoted to fatigue behavior of HS [12,13], influence of thermomechanical treatment [14] or possibility of obtaining HS in high entropy alloys [15]. In the present work the attempt has been made to create harmonic structure in the powders and compacts of austenitic AISI 308L steel.




2. Materials and Methods


The chemical composition of steel purchased in the form of rod (10 mm diameter) from ESAB Welding Products®, Sweden, corresponding AISI 308L type, is given in Table 1. Moreover, according to manufacturer, the phase composition is 91 % of austenite and about 9% of ferrite.



The powders were fabricated by ultrasonic atomization process. As received, powders were spherical in shape and revealed average particle size about 70–100 μm. Next, the powders were submitted to mechanical milling process in a Fritsch P5 planetary ball mill for various milling times, ranging from 1 to 50 h. Hardened steel vial and balls (10 mm in diameter) were applied. The milling processes of 10 g of powders were performed in argon protective atmosphere, at room temperature, applying a low rotational speed of 150 rpm. Two processes with different ball-to-powder weight ratios (BPR) were conducted: 2:1 and 4:1. Parameters of milling were selected on the basis of the literature data related to formation of harmonic structure in various powders and were very soft, compared to standard milling parameters of metallic powders. Subsequently, the selected powders (BPR 2:1, 50 h) were sintered by pulse plasma sintering (PPS) method under pressure of 50 MPa for 5 min at 900, 1000 and 1100 °C. The microstructural characterization of the initial powder, milled powder and sintered compacts was performed by scanning electron microscopy (scanning electron microscopy, SEM, Hitachi S3500, Hitachi Ltd., Tokyo, Japan), equipped with energy dispersive spectroscopy (EDS) unit allowing determination of distribution of elements in sintered compacts. The changes of phase composition were monitored by X-diffraction method (x-ray diffraction, XRD, Rigaku MiniFlex II, CuKα radiation, λ = 0.15418 nm). Based on XRD research, the size of crystallites and the value of lattice parameter were calculated, applying Scherrer and Nelson-Riley approaches, respectively. The mechanical properties were estimated by Vickers hardness measurements under a load of 10 kg. At least 5 indentations were performed. The density of the compacts was measured by standard Archimedes method.




3. Results


The starting powder particles and after milling for 50 h (BPR 2:1) are shown in Figure 1a,b, respectively. The particles after atomization show typical spherical morphology. Milling results in the formation of plastically deformed outer layer (shell). Moreover, some porosity is observed in the shell and cracks in the core. Continuation of the milling process for longer time does not introduce any visible changes in powder size, morphology and thickness of surface layer. For the process performed for BPR 4:1 similar behavior of the powders was observed.



In order to follow possible phase transformation upon milling, XRD studies have been performed. The sequence of XRD patterns recorded for the powders milled for various times (BPR 2:1) are collected in Figure 2a.



For starting powders, austenite and ferrite were detected as the existing phases. The ferrite contribution in the powder structure estimated from X-ray pattern was about 15%, i.e., slightly higher than the value reported by the manufacturer in the starting rod submitted to atomization. After short milling time, the diffraction lines of austenite disappeared, and 10 h of processing results in the bcc-phase lines in the pattern only, suggesting ferrite existence. Similar strain-induced transformation of austenite to ferrite has alreadybeen reported [16]. The possible phenomenon of austenite-martensite transformation due to milling of steel powders has also been described as strain induced transition [17], however, the milling conditions applied seem to be too soft for this type of transformation. Moreover, the analysis performed indicates that the recorded lines do not belong to martensite (ICDD 00-044-1289).



The crystallite size of ferrite, calculated by Scherrer method, was about 30 nm and 28 nm (±3 nm) for milling time 10 and 50 h, respectively. The value of lattice parameter of ferrite did not change significantly upon milling. For starting powder and after 50 h of processing, the values of 2.869 Å and 2.872 Å ± 0.005 Å were obtained. Lattice parameter of starting austenite was calculated as 3.596 ± 0.005 Å.



XRD studies were also performed for the powders milled with BPR 4:1 and the registered X-ray patterns are presented in Figure 2b. Very similar sequence of phase transformations were observed. The diffraction lines of austenite disappeared after 10 h of processing. The calculated values of crystallite size and lattice parameter for ferrite after 50 h of milling were 20 ± 3 nm and 2.871 ± 0.005 Å, respectively.



Next, the powders after 50 h of milling with BPR 2:1 were subjected to pulse plasma sintering at 900, 1000 and 1100 °C, and the surface of the obtained sinters was observed by SEM. The micrographs showing the surface of the sample sintered at 900 and 1100 °C are presented in Figure 3a,b, respectively. One can notice that outer regions (shells) of milled powders transformed into continuous matrix in the form of layers surrounding inner parts of powders (cores). Some porosity was also observed. The measured related density of the sinters processed at 900 and 1100 °C was 95.9 and 98.1%, respectively.



In order to check the distribution of the elements, mapping was done for the sample sintered at 900 °C (Figure 4). The obtained results testify the uniform distribution of Fe, Cr, Ni and Mo in the sinter.



In order to verify possible phase transformations during sintering, XRD studies were performed for sinters (Figure 5). For comparison the X-ray patterns for powders atomized and milled for 50 h are also included.



XRD studies show that the patterns for sintered samples qualitatively are very similar to the one recorded for atomized powder, i.e., the diffraction lines of austenite are clearly visible, with some participation of ferrite in the structure. The contribution of ferrite is calculated as 12%. Simultaneously, the registered diffraction lines are broadened compared to starting powder. The crystallite size of austenite, calculated by Scherrer method, is about 20 nm (±3 nm) for both compacts. The calculated value of austenite lattice parameter for the sample sintered at 900 °C was 3.597 ± 0.005 Å, i.e., very close to the value for starting powder.



For compacts’ mechanical properties determination, hardness measurements were performed applying Vickers method. For the samples processed at 900, 1000 and 1100 °C, the obtained values were 167, 170 and 185 HV, respectively, with standard deviation of 17HV. It can be concluded that a slightly increasing hardness is resulting from the increase of samples’ density rather than from microstructure changes.




4. Discussion


An attempt has been made to obtain so-called harmonic structure in austenitic AISI 308L steel, both in powders and compacts. The milling conditions applied for manufacturing of outer, grain-refined layer (shell) were very soft, therefore, the microstructural changes introduced were not very severe. However, these conditions were sufficient for strain induced transformation from austenite to ferrite. The ferrite obtained after milling revealed nanocrystalline structure, with crystallite size about 30 nm. Sintering processes allowed for manufacturing compacts with harmonic structure and uniform distribution of the elements. It is also important to underline that sintering parameters were sufficient to restore the phase composition existing before milling. Again austenite appeared as a dominating phase. Moreover, its crystallite size was at the level of 20 nm, smaller than the one calculated for ferrite after milling, and significantly smaller than the crystallite size of austenite in starting powder (which was above 100 nm). Therefore, the applied procedure allowed for the obtaining of nanostructured samples. The measured hardness was similar to the values typical for this kind of steel. This fact can derive from relatively small contribution of shell in the structure (very soft mechanical milling conditions) and porosity up to 4%. However, it is difficult to compare the previous results reported for austenitic steel powders, because the possible phase transformation upon milling was not considered and checked during the studies. The only changeable parameter was contribution of shell in the microstructure (thickness of the layer) as a result of variable milling time. Simply there was an assumption that milling conditions are so soft that strain induced transformation of austenite was not possible. Our studies revealed that even gentle milling can result in such transition.



Future research directions should be related to intensification of milling conditions in order to attain a higher contribution of shell, density improvement and microhardness measurements allowing for separate measurement of mechanical properties of core and shell.




5. Conclusions


In this study, the attempt was made to create harmonic structure in the powders and compacts of austenitic AISI 308L steel, applying mechanical milling of powders and their compaction.



The following conclusions may be drawn:




	-

	
soft mechanical milling conditions applied, resulted in the formation of harmonic structure in the processed powders, i.e., plastically deformed and refined (crystallite size around 30 nm) layers were formed (shell),




	-

	
additionally, phase transformation of austenite into ferrite was observed due to strain introduced during milling,




	-

	
the harmonic structure was preserved in the sintered samples, thus the final structure consisted of microcrystalline cores embedded in the nanocrystalline matrix,




	-

	
the influence of the applied sintering temperature manifested in density and hardness increase rather than in phase composition,




	-

	
sintering processes restored the phase composition existing before milling, i.e., austenite with some contribution of ferrite.
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Figure 1. (a) Starting powder particle after atomization; (b) Powder particle after milling for 50 h (BPR 2:1). 






Figure 1. (a) Starting powder particle after atomization; (b) Powder particle after milling for 50 h (BPR 2:1).



[image: Metals 11 00386 g001]







[image: Metals 11 00386 g002 550] 





Figure 2. (a) XRD patterns recorded for the powders milled up to 50 h, BPR 2:1; A—austenite, F—ferrite; (b) XRD patterns recorded for the powders milled up to 50 h (BPR 4:1); A—austenite, F—ferrite. 
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Figure 3. SEM micrographs of the sinters processed at (a) 900 °C, (b) 1100 °C. 
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Figure 4. Distribution of the elements in the sample sintered at 900 °C. 
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Figure 5. XRD patterns recorded for the atomized and milled powders as well as for sinters. 
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Table 1. Chemical composition of the steel studied (Fe-bal.).






Table 1. Chemical composition of the steel studied (Fe-bal.).





	C
	Mn
	Si
	Ni
	Cr
	Mo
	Cu





	0.01
	1.8
	0.9
	10.5
	19.9
	0.15
	0.10
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