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Figure S1. Extrapolated cathodic and anodic branches and their intersection with the steady-

state OCP potential at 37 °C for (a) 0.9 wt% NaCl at 1 h and (b) PBS solutions at 1.5 h. 
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Figure S2. Sample surface after polarization in PBS solution and subsequent rinsing with 

water. 

 


