
 

Figure. S1. Overall IPF maps of (a) the TiNbZr layer and (b) the TiTaZr layer. Region 
A and B are the areas analysized in the main article. 

 

Figure. S2. Grain size distribution histograms of (a) the TiNbZr layer and (b) the TiTaZr 
layer. 


