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Abstract

:

Wettability is a key parameter for optimizing the residual oil recovery from geological rock formations and it provides a path for improved oil recovery and geo-storage of energy. Thus, the key motive behind wettability alteration from hydrophobic to hydrophilic is to enhance the oil productivity. Thus, this work concentrates on Sui main limestone reservoir core samples’ wettability alteration (altering their surface wetting behavior from an oil-wet to water-wet state) for enhanced oil recovery. Hence, we examine the effectiveness of alumina nanofluid as well as a new chemical methyl blue to alter the wettability. Methyl blue is released on a large scale from various industries, i.e., pharma, textile, and food industries, which is a key environmental concern; subsequently, it contaminates the water table. Hence, the study explores the effects of MB and alumina nanofluid on wettability. The effect of nanofluids formulated via dispersing the alumina nanoparticles in aqueous solutions at various concentrations (0. 0.05, 0.3, 0.50, 0.75, and 1.0 wt. %) were tested for wettability modifications under different physio-thermal conditions. Subsequently, the wettability change was examined for these samples treated with different concentrations of MB (10, 15, 30, 50, and 100 mg/L) for 7 days at two different temperatures (25 and 50 °C). The results show that the hydrophobicity of the SML carbonate rock significantly reverses while treating with alumina nanofluids and MB. Thus, the wettability modification/reversal via the treatment of MB and alumina nanofluids can be an effective mechanism for hydrogen injections and EOR processes.
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1. Introduction


Fossil fuels are a significant contributor to the world energy demand [1,2,3,4,5]. It is reported that carbonate reservoir rock formations exhibit a high volume of about 60% of all the global reserves. Hence, carbonate reservoirs are considered to be the crucial targets to fulfill energy needs at present [6,7]. The exploitation and development of carbonate reservoirs is challenging due to heterogeneity and its complex multi-modal pore structures [8,9]. Generally, low hydrocarbon recovery from carbonate reservoirs is mainly due to their mixed to oil-wet characteristics [10,11,12]. For instance, oil-wet carbonate rocks shows higher residual oil saturations due to the stronger bonding between oil and reservoir rocks [13] and greater interfacial tensions (IFTs) [14]. Thus, this requires considerable attentions where the wettability can be altered and trapped oil amounts recovered. Most of these reservoirs are water-wet; thus, the residual trapping of oil is greater in in situ conditions and even at the core scale [15,16]. Many studies have described the rock-wetting phenomenon where higher levels of residual oil are trapped within subsurface formations mainly due to strong water-wet conditions [15,16,17]. However, the oil recovery from carbonate reservoirs via secondary recovery methods is ineffective. Generally, the oil is produced from fractures via secondary recovery flooding operations; however, the water is not absorbed into the matrix of the carbonate rocks due to its inherited oil-wet behavior [18]. Thus, the oil remains trapped in carbonate reservoir rocks and the overall recovery by secondary recovery processes in such reservoirs achieved is up to 10–30% [19]. Additionally, the displacement efficiencies of carbonate reservoirs are mainly affected by various parameters, such as fluid viscosities, IFT, rock pore morphology, and the wettability of the rock [20,21]. Among all the above-mentioned parameters, wettability is one of the more desirable characteristics to evaluate the flow behavior of such rocks. In addition, reservoir dynamic properties are mainly affected by wettability, which, in turn, is affected by the subsurface reservoir rock mineral composition and brine chemistry [22,23]. Therefore, wettability is considered to be one of the most essential rock properties to influence the fluid flow in subsurface reservoir rocks [24,25,26]. Obviously, the definition of wettability is very simple; however, it is very complex to understand the its beheaviour under subsurface reservoir conditions. or even within core plugs at the laboratory scale due to the fact that rocks exhibit complex pore morphologies, rock heterogeneities, and divergent mineral constituents [25]. Therefore, several methods are introduced to modify the wettability of such rocks and to enhance the trapped oil recovery.



Recently, methylene blue (MO), an industrial waste as an organic pollutant, is used to alter the wetting behavior of rock surfaces [7]. It is a very harmful contaminant and is widely discharged industrial wastewater. Hence this can be used as a chemical agent for its potential to enhance oil recovery (EOR) by altering the wettability of reservoir rocks. However, the long-term effects of methylene blue on the reservoir and environment are not fully understood. In some studies, methylene orange has shown to increase the water-wetness of the rock’s surface, which can improve the displacement of oil by water. This is because water-wet surfaces have a greater affinity for water and repel oil, which can reduce the capillary forces that hold the oil in place and make it easier to displace. Hence, methyl orange usage mitigates the disposal of industrial wastewater (hazardous substances) into the environment and modifies the rock’s wettability and enhances oil recovery and hydrogen geo-storage capacities [7]. In addition, the use of nanomaterials, which are dispersed with distilled water as a base fluid to formulate nanofluids has gained considerable importance in improving the oil recovery capacity [27,28,29,30]. Generally, nanofluids are formed by dispersing the desired quantity of nanoparticles into the base fluid. In recent decades, various nanomaterials have been introduced for improved oil recovery, including the TiO2 [31], SiO2 [32,33,34], zinc oxide (ZnO) [35], and graphene [36]. Thus, nanofluids appear as prominent materials to recover trapped oil by altering the oil-water IFT, changing the effluent’s viscosity and increasing oil mobility [37], to alter the rock’s wettability [38]. Substantial oil and gas resources are present in the central and lower areas of the Indus basin in Pakistan.. The existing production data show that conventional methods of oil recovery are inefficient and challenging due to a number of reasons, i.e., diversified rock composition, complex pore networks, and fractured rocks. Thus, the present study’s key target is to improve the residual oil productivity, particularly from carbonate reservoir rocks through application of nano-fluids and MB treatments. By the applications of such treatments to Sui main limestone rocks, oil recovery is improved through wettability modifications [7]. This paper aims to systematically investigate the impact of methylene blue and alumina nanoparticles on wettability alterations over a wide range of experimental conditions. Therefore, the use of a new chemical, such as methylene blue, to reverse the formation’s hydrophobic nature, thereby enhancing oil recovery, is a novel aspect of the present study. In this regard, the wettability of Sui main limestone core samples is assessed as a function of temperature, brine salinity, and alumina nanofluid to examine the effects of methylene blue on wettability. This idea will be highly advantageous when managing industrial wastewater discharge from the textile and other industries and may have successful implications for enhancing residual oil recovery rates.




2. Geology and the Tectonic Setting of the Study Area


The sedimentary basin studied was characterized as a thick sequence of sedimentary rocks that included sandstone, siltstone, and shale. The different rocks were deposited in a variety of environments, including fluvial, deltaic, and marine settings, in this sedimentary basin. The tectonic setting of this sedimentary basin was very complex and influenced by a variety of factors over the geological period. In the Cretaceous period, the middle Indus basin was affected by the emplacement of large igneous intrusions, which caused significant deformation and uplift in the region [38]. This uplift led to the formation of a large dome-like structure known as the Khairpur Anticline [39]. In the Paleogene and Neogene periods, the region was affected by tectonic forces. This study examined the main hydrocarbon-producing carbonate formation in the middle Indus basin (MIB), as shown in Figure 1 [39]. This limestone formation is overlain by the Ghazij, Habib Rahi, and Sirki formations [40].




3. Materials and Methods


3.1. Materials


The core samples from Sui main limestone (SML) carbonate formations were obtained from the hydrocarbon development Institute (HDIP), Islamabad. The Sui main limestone reservoir is considered to be an isolated reservoir, mainly formed in a closed system supported by an aquifer at the bottom. The petrophysical characterization of these carbonate rocks was extremely difficult due to heterogeneity and it exhibited a complex pore network. Based on the data obtained from well logs, these limestone reservoirs exhibited great variations in porosities ranging from 2–36%, with an average porosity of 22% [41]. In some places, these carbonates indicated microfractures and vugs, which resulted in high porosity values. These microcracks were interconnected well, thus allowing the fluid to be produced more effectively [40,41].



The samples of SML formations received from HDIP were 1.5 inch plug sizes. After collection, all the samples were thoroughly cleaned by washing with demineralized water and were then dried in an oven. Subsequently, the cubes were prepared, cut into variable sizes of around 1.5 × 1.5 × 2 cm. The samples were then polished on grinder with grit/sand paper as shown in Figure 2a. Aluminum oxide nanoparticle, powder of alumina (Al2O3) was purchased from Sigma Aldrich (Darmstadt, Germany) and the powder of MB (C16H18CIN3) as shown in Figure 2b was also purchased from Sigma Aldrich (Darmstadt, Germany). The basic properties and descriptions of the aluminum oxide (Al2O3) nanoparticles are provided in Table 1. This nanoparticle powder had a purity of 99.0% and particle sizes up to 150 nm with a density of around 3.95 g/cm3 and nearly spherical. In addition, the sample surface was treated with MB (C16H18CIN3S; Figure 3) were also purchased from Sigma-Aldrich (Darmstadt, Germany) to modify the wettability. The samples aged in different concentrations of MB are shown in Figure 2c and alumina nanoparticle powder displayed as in Figure 2d.




3.2. Fluid Formulations, Treatment, and Stability


As displayed in Figure 4, the samples were cleaned with water then submerged in stearic acid and then treated with MB. Afterwards, the alumina nanofluids formulated via desired amount of alumina nanoparticle powders and de-mineralized water were used as a base fluid. Alumina nanofluids with varying concentrations (0.05, 0.3, 0.50, 0.75, and 1.0 wt. %) were prepared where distilled water was added as a dispersing agent. Then, different concentrations of MB dye (10, 25, 50, 75, and 100 mg/L) were prepared to modify the limestone carbonate rock samples’ wettability. The limestone core samples were then aged in alumina nanofluid and MB solutions to modify their wettability. Initially, the nanoparticles were not mixed properly with the base fluids to make a uniform mixture. Thus, to disperse the nanoparticle clusters, an ultrasonication device was used to form stable nanofluids as illustrated in Figure 5. Finally, an ultrasonic device was used to homogenize the nanofluids for 10 min to improve the stability.




3.3. Sample Aging Procedure


The samples were appropriately clean and dried, and then immersed into the solutions of methyl blue and alumina nanofluids. The alumina nanofluids and methyl blue were prepared to age the samples. The nanofluids prior to use for aging were homogenized using a magnetic stirrer at 300 rpm and ambient conditions of temperature and pressures. Thereafter, the homogenous uniform mixture was formed and the solutions were placed in sealed vial bottles to prevent the evaporation of paraffin and solvents. The SML samples’ chips were then submerged into both of the methyl blue and alumina nanofluid solutions for 7 days. The SML samples were treated with methyl blue at concentrations of 10, 15, 30, 50, and 100 mg/L as well as using alumina nanofluids concentrations ranging from 0.05, 0.3, 0.50, 0.75, up to 1.0 wt. %.





4. Experimental Methods


4.1. X-ray Diffraction Analysis XRD


Mineral constituents of Sui main limestone carbonate rock samples were attained via analytical instruments and the results were analyzed using PANalytical X-ray diffractometer via Cu-Kα source. For the chemical composition of Sui Main limestone, powdered samples smaller than 2 µm. were prepared and sent to an analytical X-ray diffractometer analyzer. The experimental details of the X-ray diffraction analysis were explained in our previous studies [2].




4.2. Fourier Transforms Infrared (FTIR) Spectroscopy


Fourier transform infrared (FTIR) spectroscopy was a rapid and efficient way of measuring the constituent components in any of the samples. Hence, for this reason, in this study, the samples of desired sizes were prepared and sent to another lab for testing. The details about the FTIR experimental procedures are explained in [42].




4.3. Surface Features’ Characterizations via Atomic Force Microscopy (AFM)


The samples’ topographic features were analyzed before and after treating the Sui main limestone samples via AFM. The purpose of these experiments was to examine the samples’ surface smoothness prior to the CA tests. As per the experimental set-up requirements, small cubes of Sui main limestone samples were cut and then polished with different sandpaper sizes. The desired size for the AFM features’ examinations were around 10 × 10 × 2 mm; therefore, the sample sizes were further reduced to the aforementioned sizes. Furthermore, for the experimental details, the readers should refer to our previously published studies [2].




4.4. Surface Morphology via SEM


A scanning electron microscopy (SEM) tool was used to examine the microstructural and surface features of the Sui main limestone samples to quantify the sample surface morphology that underwent alumina nanofluid and MB treatments. This technique was used to evaluate the rock surface morphology changes after treating the samples with MB and nanofluids. For this reason, very small cubes of approximately 12 × 12 × 5 mm were cut and prepared with smooth surfaces for the analysis. This was performed via a precision cutter with varying lengths and widths.




4.5. Wettability Determination via the CA Measurement


Contact angle measurement involves the recording of images and the analysis of recorded images using image-J. For this activity, very basic equipment was used for measuring the contact angle, as illustrated in Figure 6. The experimental setup consisted of three main components, which included a light source, sample placing stage, and a camera for image recording. Details of the CA measurements were described in our previously published study [3]. CA measurements followed four basic steps, as describe below:




	
The sSML rock chips were carefully flattened so that the dispensed liquid droplets remain aligned on the sample surface.



	
We filled a syringe with a designated amount of fluid via the pumping chamber.



	
We dispensed the brine drop, which stayed on the sample surface after deposition. The light was illuminated behind the dispensed drop so that the camera could appropriately capture the magnified image via an optical lens.



	
The captured images via an HD camera were analyzed precisely using image-J software and the CA measurements were determined with accuracy.
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Figure 6. Illustration is the contact angle measurement facility. (1) Laptop used for contact angle analysis, (2) high-speed camera used for image collection, (3) syringe used to dispense the brine droplet of a controlled volume, (4) illuminated light source, (5) brine droplet, (6) limestone sample, (7) base plate, (8) light-source-adjustment controller, (9) camera placement base. 
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5. Results and Discussions


It is of vital importance to evaluate the trapping mechanism of residual oil and to predict the recoverable oil via wettability modification [43,44,45]. Wettability has a significant importance at every stage of oil recovery. Thus, the modification of wettability via different treatments can provide a favorable environment to enhance the trapped oil recovery capacity. In this regard, the carbonate rock samples from the Sui main limestone formation were treated with methyl blue (MB) under different concentrations (10, 25, 50, 75, and 100 mg/L) and were also treated with alumina nanofluids (0.05, 0.1, 0.3, 0.75, and 1 wt. %). The aim was to analyze the wetting characteristics of carbonate rocks and assess their effects by determining the contact angles under ambient pressure, different temperatures (25 and 50 °C), and varying NaCl brine salinities (0, 0.1, and 0.3 M).



5.1. Surface Feature Evaluations via SEM, Profilometry, and AFM


The surface topographic features of the Sui main limestone samples were examined via scanning electron microscopy, profilometry, and atomic force microscopy (AFM). The topographic features (surface profiles) were analyzed before and after treating the samples with alumina nanofluids and methyl blue dye under different concentrations at ambient temperature and pressures. The profilometry and surface topographies of the samples analyzed in this study are presented in Table 2. It appears that the SEM images prior to treatment are smooth without spikes and rough surfaces; however, after treating the samples with MB and alumina nanofluids, their surface topographies change, as can be seen from the images. The alumina nanoparticles of micron sizes are visible in the SEM and AFM photomicrographs. Similarly, the corresponding profilometries showed similar behaviors in the samples with and without treatments. The study performed AFM experiments, which showed the root mean square (RMS) values concerning the studied samples showing an increase in surface roughness values from 26 to 85 nm for the samples aged with alumina nanofluids. However, for the samples treated with methyl blue at a 100 mg/L concentration, it appeared that the peak intensities of the samples decreased because of the methyl blue’s reaction with the surfaces, as presented in the 2D and 3D pictures (Table 2). The findings of this study are similar, to some extent, to the other published works of the authors. For example, [46] described in his recent work that the quartz samples’ surface roughness changed when they were treated with acids under different conditions. Similarly, [19] reported that calcite-treated samples with nanoparticles of silica also increased the roughness of the samples’ surfaces, which, in turn, affected the wetting characteristics of calcites. Moreover, other authors also reported the changes in surfaces roughness, such as in Arabian carbonates, which were aged with crude oil and also showed an increase in CA values [47].




5.2. Fourier Transform Infrared (FTIR) Spectroscopy Analysis


The quantification of limestone carbonates was scanned via infrared spectroscopy of treated and untreated samples, as shown in Figure 7. The samples were scanned with a resolution starting from 400 cm−1 up to 4000 cm−1. The FTIR spectrum shows that different peaks are appeared at 999, 1495, and 1795 cm−1, and are indication of the existence of calcite [48,49]. This shows that the Sui main limestone carbonate samples analyzed in this study were mainly composed of Ca, as it is present in the form of calcite recognized via absorption bands [13]. The stretching bonds observed at 998, 1499, and 718 cm−1 could be identified as bending modes of CO bonding to corresponding peaks. The treated and untreated limestone samples’ peaks corresponding to their compositions are displayed in Figure 7. The peak intensity values of these samples changed at 998, 1495, and 3500 cm−1, respectively, corresponding to calcium and carbon bonding. It appeared that the treated samples’ intensity values changed corresponding to their stretching and presented enlarged peaks.




5.3. Effect of MB on Wettability


The wettability of a material depends on its surface energy and the intermolecular forces between the liquid and rock surface. Similar to methyl orange, methyl blue is a synthetic dye that is commonly used by various industrial sectors and is discharged in large quantities. In this study, MB-treated limestone carbonate rock samples’ wettability was measured, and the results are displayed in Figure 8 and Figure 9, respectively. This shows that CA decreases from 87° to 53° with increasing concentrations of MB under temperature conditions of 25 °C and 50 °C. At MB concentration of 10 mg/L at room temperature, it was noticed that the value of CA was 83.7°, which was close to the untreated sample’s contact angle measured at similar temperatures. However, the value of CA at increasing concentrations of MB showed a gradual decline. Generally, the MB possessed an inherent chemical property that modified the wettability of the rock surfaces. The reversal of the wettability from oil-wet to water will help to increase the oil recovery rate, and the use of MB will simultaneously help to mitigate environmental concerns. The optimum MB concentration observed was 100 mg/L, where most of the samples’ contact angles were almost unique; thus, it is recommended that 100 mg/L is the effective MB concentration of methyl blue to modify the wettability of these limestones to achieve the desired effects. Our study results for contact angle alterations are similar to the previous studies where samples were treated with methyl orange, showing a reduction in the contact angle values at increasing concentrations [42]. Subsequently, MB dye used in the material-coating industry has prominent applications where desired formulations of MB dye alter the surface properties of the material. Hence, in such industries, MB dye is used along with other chemicals to modify wettability.




5.4. Effect of Alumina-Based Nanofluid on Wettability


Nanofluid injection is one of the novel techniques employed for the enhanced recovery of residual oil causing wettability alterations. Thus, in this study, the effect of alumina nanofluids on the wettability alterations of SML carbonate rocks was experimentally studied under different concentrations of alumina nanofluid (0.05, 0.20, 0.50, and 0.80 wt. %). The contact angle results obtained under different conditions are displayed in Figure 10. This shows that, prior to treatment, these limestone samples were oil-wet. However, the samples, when treated with alumina nanofluids, showed a drastic change in their wettability. The contact angle of samples was measured using NaCl brine (0, 0.1, and 0.3 M) under the varying temperatures of 25 and 50 °C. The results show that the contact angle measured initially with a lower concentration of alumina nanofluid of 0.0.05 wt. % is higher at 25 °C. Subsequently, we noticed that as the concentrations of alumina nanofluid increased to 0.30 wt. %, the contact angle values reduced (i.e., the wettability modified from hydrophobic to hydrophilic). However, the CA with an alumina nanofluid concentration at 1.0 wt. % showed considerable increase. As a result, the ideal concentration of alumina nanofluid to modify the wettability from oil-wet to water was 0.30 wt. %, which is recommended to help in improving oil recovery. However, it appears that the increasing concentration of alumina nanofluid is not particularly effective in changing the wetting characteristics of the limestones. Subsequently, the contact angle was determined using an NaCl brine concentration of 0.3 M. This also showed a similar trend in the contact angle values we determined. This gives the impression that, at lower nanofluid concentrations, the CA was significantly smaller and, as the nanofluid concentration increased to 1.0 wt. %, the CA significantly increased. This was due to that fact that nanoparticles were deposited on the surface of the samples, which lead to decreases in the surface roughness. For example, [50] performed experiments on Indiana limestone rock samples and reported similar wetting behavior outcomes for their samples treated with alumina nanofluid.





6. Conclusions


This study investigated the effects of new chemical methyl blue, an organic pollutant, along with varying concentrations of alumina nanofluids. The use of an organic pollutant (MB) to alter the wetting behavior of carbonate substrates mitigated the disposal of industrial wastewater (hazardous substances) into the environment and its injection into subsurface reservoirs also enhanced the trapped oil recovery capacity. Thus, the CA was measured via the brine (0.0, 0.1, and 0.3 M NaCl) in pre- and post-treated samples with methyl blue (MB) at different concentrations (10, 25, 50, 75, and 100 mg/L). The results obtained during this study are summarized below:




	
We measured air–brine CA on Sui main limestone sample chips which treated with methyl blue under various concentrations, temperatures (25–50 °C), and salinities (0–0.3 M NaCl). It appeared that the CAs measured via MB-treated samples significantly reduced. However, high concentration of methyl blue (MB), i.e., 100 mg/L, yielded significantly lower CA values.



	
When the limestone carbonate samples were treated further with methyl blue, the CA measured was considerably reduced; this showed that a gradual increase in MB concentration reduced the contact angle.



	
Similarly, the samples aged in alumina nanofluid under different concentrations showed a reduction in the CA angle. The results show that lower alumina concentrations have an insignificant impact on wettability alterations. However, the Al2O3 concentration increased to 0.3 wt. % changed the wettability of these limestones considerably.








Thus, increasing the concentration of MB to 100 mg/L can significantly alter the limestone rock’s wettability. Hence, it was determined that a 100 mg/L concentration of methyl blue (MB) should be considered as an optimum concentration for changing the CA from oil-wet to water-wet. Therefore, an attempt was made to assess the feasibility of organic pollutants disposed into underground systems for improved oil recovery; subsequently, this suggests the safe disposal of hazardous pollutants.
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Figure 1. Sedimentary map of the study area along major tectonic settings in Pakistan [40]. 
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Figure 2. Illustrations of the (a) subsurface carbonate core thin section of Sui main limestone (SML) formation, (b) stack of (Al2O3) nanoparticle powder and methylene blue dye, (c) MB dye solution under varying concentrations (10, 25, 50, 75, and 100) mg/L, (d) alumina-based nanofluid concentrations (0.05, 0.3, 0.50, 0.75, and 1.0 wt. %). 
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Figure 3. Illustration of the chemical structure of methylene blue (MB). 
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Figure 4. Limestone carbonate core’s surface treatment via stearic acid (SA) and methylene blue (MB) in an aqueous solution (modified after Alhamad et al., 2023) [42]. 
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Figure 5. Flowchart illustrating the stable aluminum oxide nanofluid formulation. 
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Figure 7. FTIR spectra of Sui main limestone samples: (a) untreated, (b) treated with methyl blue, and (c) treated with alumina nanofluid. 
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Figure 8. Contact angle images of the brine droplets of (NaCl) on MB-treated core sample surfaces at 25 °C (first row) and 50 °C (second row). 
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Figure 9. Contact angle results as a function of methyl blue concentrations and temperatures. 
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Figure 10. Contact angle results as a function of various concentrations of alumina nanofluid and temperature. 
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Table 1. Description of aluminum oxide (Al2O3) nanoparticles.
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	S. No.
	Properties
	Values (Al2O3)





	1
	Molecular weight
	101.96



	2
	Form
	Solid



	3
	Diameter
	25–30 nm



	4
	Specific surface area
	30–42 m2/g



	5
	Purity
	99.96



	6
	Supplier
	Sigma Aldrich
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Table 2. Illustration of the results for profilometry, SEM, and AFM images of core samples of sandstone samples before and after treatments.
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	Before Treatment
	Treated with MB
	Treated with Silica-Based Nanofluid





	SEM
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	Profilometry
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	AFM
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