jriried applied “
1 sciences m\”\"y

20 um EHT = 20.00 kV Signal A =S5E2 Dafe: 3 Nov 2021
Wo= 7.4mm Mag= 109KX Time: 18:27:23

Figure S1. Pitting corrosion in the dendritic region of low-density stainless steel.
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