Table S1. Decision support analysis for biofuel application.
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Table S2. Decision support analysis for catalyst application.

Solution/Variable Colza Cherry Peach Grape Softwood Sunflower
stones stones pomace husks
C 78.67 76.71 76.17 73.94
K 2.88 43 423 6.27
Ca 2.35 1.58 2.97
P 0.21 0.8
C 73.52 77.61 76.76
Seer (M?/g) 265.74 306.72 293.27 278.25
Weak dominance 10 14 18 17 17 15 £ u
Strong 0 0 0 0 0 0 i
dominance 2 )
Metric (dn) 99.56 0.51 4.33 0.81 99.56 24.56
Weak dominance 33.3% 46.7% 60.0% 56.7% 56.7% 50.0% +
]
Strong 0.0% 0.0% 0.0% 0.0% 0.0% 0.0% s
dominance RN §
Metric (dn) 0.0% 99.5% 95.7% 99.2% 0.0% 75.3% § ) S
TOTAL 11.1% 48.7% 51.9% - 18.9% 41.8% Z B
(Average)




ort analysis for CO:z sequestration and soil amendment process application.

Table S3. Decision sup
Solution/Variable Colza Cherry Peach | Grape Softwood Sunflower
stones stones | pomace husks
C 78.67 76.71 76.17 73.94
K 2.88 4.3 4.23 6.27
Ca 2.35 1.58 2.97
P 0.21 0.8
C 73.52 77.61 76.76
St (M?/g) 265.74 306.72 293.27 278.25
Bulk density (g/cm?) 0.3737 0.27
Electric conductivity 1015 379 897
(uS/cm)
pH 9,7 9,55 91 9,93
Weak dominance 17 23 24 30 18 24 g @
Strong dominance 0 0 0 0 0 0 3? T?,
Metric (dn) 99.56 0.51 4.33 0.81 99.56 24.56 8 =
Weak dominance 38% 51% 53% 67% 40% 53% @ 2
Strong dominance 0% 0% 0% 0% 0% 0% g 4\3 =
Metric (dn) 0% 99% 96% 99% 0% 75% % % %
wn
TOTAL (Average) 13% 50% 50% 13% 43% & §




Table S4. Decision support analysis for supercapacitor process application.

Solution/Variable Colza Cherry | Peach | Grape Softwood Sunflower
stones | stones | pomace husks
C 78.67 | 76.71 76.17 73.94
K 2.88 4.3 4.23 6.27
Ca 2.35 1.58 2.97
P 0.21 0.8
C 73.52 77.61 76.76
St (M?/g) 265.74 | 306.72 | 293.27 278.25
Bulk density (g/cm?) 0.3737 0.27
Electric conductivity 1015 372 897
(uS/cm)
Salt content (ppm) 508 186 42 28 448
Weak dominance 18 23 24 30 18 23 g a
Strong dominance 0 0 0 0 0 0 % T%
Metric (dn) 99.56 | 0.51 4.32 0.81. 99.56 24.56 g =
Weak dominance 40% 51% 53% 67% 40% 51% 29 &
Strong dominance 0% 0% 0% 0% 0% 0% ; ?cb) §
Metric (dn) 0% 99% 96% 99% 0% 75% § 8
TOTAL (Average) 13% 50% 50% 13% 42% 3 E 8




