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Supplementary figures: 

 

 
Figure S1. XRD analyses of beachrock sample from natural Okinawa beachrock, sample Sum2. 

 

Figure S2. XRD analyses of artificial beachrock sample from Okinawa beachrock ArSum1. 
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Figure S3. XRD analyses of beachrock sample from natural Diolkos beachrock Kodi2. 

 

Figure S4. XRD analyses of beachrock sample from natural Diolkos beachrock Kodi3. 
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Figure S5. XRD analyses of beachrock sample from natural Diolkos beachrock Kodi4. 

 

Figure S6. XRD analyses of beachrock sample from natural Diolkos beachrock Kodi5. 
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Figure S7. XRD analyses of beachrock sample from natural Diolkos beachrock Kodi6. 

 


