
 
 

 

 
Nanomaterials 2021, 11, 1190. https://doi.org/10.3390/10.3390/nano11051190 www.mdpi.com/journal/nanomaterials 

 
Supporting Information 

 

Figure S1. Shear punch curves test for Pb-Ag, Pb-Co and Pb at 10passes of ARB. 
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Figure S2. Shear punch test of different samples. 
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Figure S3. Tensile strengths and shear strengths of different specimens. 


