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Supplementary Data 
 

Uptake of BCNC by BMMΦ primary cells – Electron Microscopy 
 

 

Figure S1.   Cellular uptake of BCNC by phagocytic cells. TEM  image of macrophages exposed  to 0.001 

mg/mL BCNC for 4h. Possible lysosome (L) containing previously phagocytized BCNC. Scale bar: 200 nm. 

 


