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Figure S1. (a) Optical microscope images of the MoS2 domains synthesised on the center region of glass/Mo substrates. 

The scale bar is 5 m. (b) AFM image of the CVD growth MoS2 on glass/Mo substrates. The scale bar is 1 m. 


