
 

Figure S1. Thermograms of thermally-triggered polymerization of R (a), R’ (b), R’+G (c) and R’+GO (d) 

 

Figure S2. Thermograms of UV-triggered polymerization of R (a), R’ (b), R’+G (c) and R’+GO (d) 



 

Figure S3. Second scan of UV- (red) and thermally- (black) triggered polymerized samples 


