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Figure S1 Force and temperature profile applied during the moulding process. 15 
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Figure S2 Stress-Strain curves of thermopressed sheet samples.  18 
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Figure S3 Examples of defects in dogbone samples. The border caused by water entrapment (white arrow) and spots 22 
(black arrow) are exemplified. 23 
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