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Figure S1. The formazan crystals in the culture medium (white arrows) formed during carrying out the 

MTT assay. Released formazan crystals indicate on the detachment of L929 cells from the surface of 

TiO2 nanotubes covered with a hydroxyapatite, obtained during ALD process applying 500 cycles. 


