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Unit: mm

Figure S1. Schematic drawing to show detailed dimensions of the polycarbonate mold.
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Figure S2. The weight of the synthesized HAMA hydrogel samples measured before and

after swelling in ultrapure water.

Figure S3. Photograph of the synthesized HAMA hydrogel samples upon reaching the

equilibrium state of swelling.



