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Figure S1. Illustration of the self-made stirring device.(a) a screen-printed electrode and a matched 

connector. (b) a home made stirring device. 

 

 
 
Figure S2. Influence of the concentration ratio of the components in the mixed stock solution on the 

stripping of As(Ⅲ). (a) chloroauric acids and L-cystine (b) chloroauric acids and H2SO4 (c) L-cystine and 

H2SO4 (d) ANOVA for Response Surface Quadratic Model. 

 



 

Figure S3. Effect of stirring speed on the peak current values of arsenic solution. 

 


