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Figure S1. (A, B, inset) TEM image and SEAD of CdTe QDs 

 

Figure S2. (A) Effect of concentration of CdTe QDs and (B) incubation time with target DNA 

on the photocurrent response 

 

Table  S1. Analytical  results  of  target DNA  in  human  serum  samples  using  the  proposed 

method 

Human serum  Cadded (pM)  Cfound (pM)  RSD% (n=3)  Recovery (%) 

Sample 1  1  0.9418  2.6  95.18 

Sample 2  10  9.821  3.9  96.21 

Sample 3  100  100.42  3.5  100.64 

 


