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UV–vis spectrophotometry was recorded using a Shimadzu UV-2700 spectrometer. 
The settlement rate was evaluated by monitoring the absorbance at 400 nm, according to 
the following equation: 𝑅 ൌ 𝐴ଵ   െ   𝐴ଶ𝐴ଵ ൈ 100% (1)

Where R is the settlement rate, A1 and A2 are the absorbance values of the coating 
solution before and after sedimentation for 24 h, respectively. 

Table S1. Absorbance and calculated sedimentation rate of the coating solutions. 

Coatings 1PFBP-1 1PFBP-2 1PFBP-3 2.5PFBP-2 5PFBP-2 BN/7200 BN570/PMA 
A1 (a) 0.277 0.474 0.537 0.917 1.574 0.053 0.330 
A2 (b) 0.247 0.444 0.536 0.888 1.562 0.008 0.275 
R% (c) 10.8 6.3 0.2 3.16 0.76 84.9 16.7 

(a) absorbance of the original coating solution; (b) absorbance of the coating solution after sedi-
mentation for 24 h; (c) sedimentation rate calculated by the Equation (1). 

Table S2. EIS fitting parameters of 5PFBP-2 coatings in various immersion times. 

Time Rc/(Ω·cm2)·107 CPEc/(Ω−1·cm2·ns) Rct/(Ω·cm2) 107 CPEdl/(Ω−1·cm2·ns) 
20 min 15.60 1.55 × 10−9 - - 

16 h 4.29 6.64 × 10−9 - - 
24 h 0.23 9.02 × 10−9 2.93 2.77 × 10−7 
72 h 0.09 9.97 × 10−9 0.22 9.03 × 10−7 
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Figure S1. Pore resistance of the coating (Rc) for the specimen coated with 5PFBP-2 coating at dif-
ferent immersion time in 3.5 wt.% NaCl solution. 

It can be seen that the EIS data are well fitted by the models. The fitted data are col-
lected in Table S2. After 72 h of immersion, the Rc of the coating decreased by near three 
orders of magnitude compared to the one immersed for 20 min (Figure S1), indicating that 
the electrolyte penetrates across the coating and corrodes the metal substrate. 

0 100 200 300 400
80

100

120

140

107
107.2

108.3

107.5

107.1
107.6

108.5
109.8

W
at

er
 c

on
ta

ct
 a

ng
le

/°

Abrasion cycle

110.1

(a)

 
-0.6 -0.4 -0.2 0.0

-10

-8

-6

-4

 

 

 

Potential/V

lo
gI

/(A
⋅cm

-2
)

(b)

 1PFBP-2
 1PFBP-2*

 
Figure S2. Surface wettability (a) of 1PFBP-2 coating after numbers of friction and Tafel curves (b) of 1PFBP-2 coating after 
400 cycles of abrasion. 

Table S3. Electrochemical corrosion data from Tafel curves of 1PFBP-2 coating before and after fric-
tion for 400 cycles. 

Sample Icorr/(μA·cm−2) Ecorr/mV R/10−4(mm·year−1) 
1PFBP-2 0.018 -168 2.10 
1PFBP-2* 0.037 -180 4.33 

Note: Icorr—corrosion current; Ecorr—corrosion potential; R—corrosion rate; 1PFBP-2*—1PFBP-2 
coating after 400 cycles of abrasion. 
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