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Table S1 Metallic contents of MgAl-LDHs, ANA, and LDHs@ANA 

Sample 
Al 

wt% 

Mg 

wt% 

Na 

wt% 

Fe 

wt% 

Ca 

wt% 

MgAl-LDHs 8.905  29.402 0.411 0.066 0.349 

ANA 11.193 - 12.059 0.028 0.367 

LDHs@ANA 17.042 16.828 0.467 0.014 0.402 

 

 

 

Figure S1. Plots of pseudo-second-order (a) model and pseudo-first-order (b). 
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20 mg/L  y=-0.2622x-1.0492 R2=0.9665

50 mg/L  y=-0.2578x+1.3564 R2=0.9862

100 mg/L y=-0.1868x+0.6311 R2=0.9896
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