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Abstract

:

We report here an all-fiber structure tunable gas Raman laser based on deuterium-filled hollow-core photonic crystal fibers (HC-PCFs). An all-fiber gas cavity is fabricated by fusion splicing a 49 m high-pressure deuterium-filled HC-PCF with two solid-core single-mode fibers at both ends. When pumped with a pulsed fiber amplifier seeded by a tunable laser diode at 1.5 μm, Raman lasers ranging from 1643 nm to 1656 nm are generated. The maximum output power is ~1.2 W with a Raman conversion efficiency of ~45.6% inside the cavity. This work offers an alternative choice for all-fiber lasers operating at 1.6–1.7 μm band.
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1. Introduction


Stimulated Raman scattering (SRS) of gas medium has received great attention since it was first reported [1]. It provides a novel way to generate lasers with unobtainable wavelength for traditional schemes, especially in the ultraviolet and infrared spectral range. However, due to the short reaction length and weak reaction intensity, gas Raman lasers based on the traditional gas cell usually require high pump power, and the corresponding conversion is always inefficient. Moreover, there is often more than one Raman line at the output except the desired line, which exacerbates the inefficiency. The advent of the hollow-core fibers (HCFs) provides new opportunities for efficient gas SRS [2,3]. This kind of innovative gas cell based on HCFs can provide a much longer reaction distance, and the pump laser and gas molecules are confined in the micron-level air core, which enhances the reaction intensity greatly. More importantly, the HCF makes it easy to control the transmission spectrum by designing fiber structure, so the conversion of unwanted Raman lines can be well suppressed, which further improves the conversion efficiency. Therefore, fiber gas Raman lasers (FGRLs) have drawn great attention with the fast development of the HCFs [4,5,6,7].



Fiber lasers operating at 1.6~1.7 μm band have been studied extensively, owing to their significant applications [8]. They play a great role in medical treatment [9,10], material processing [11], the generation of mid-infrared lasers [12] and so on. Several approaches for generating the laser at this band have been reported, which can be divided into two categories. One is based on the rare-earth doped fibers, such as thulium-doped fibers (TDFs) and bismuth-doped fibers (BDFs), which is mainly limited by the low gain of the fiber in this band or immature manufacturing technology. The other is to take advantage of nonlinear effects based on SRS in the solid-core fibers, while the complex cascade structure is always necessary. The advent of fiber gas lasers based on SRS provides a novel method for the generation of laser emission at some wavelengths not easily achievable with traditional ways, including 1.6–1.7 μm band [13,14,15,16,17]. By using proper HCFs and proper active gas medium, laser emissions can be realized flexibly and effectively. Moreover, due to the higher damage threshold of the HCF, it is more possible for FGRLs to realize higher output power. Recently, we have reported some works on 1.6–1.7 μm gas-filled FGRLs [13,14,15,16,17,18]. The common gas media used in our work are hydrogen and deuterium. Compared with hydrogen, D2 has a larger molecular weight, making it easier to confine it inside the HCF. Besides, D2 has a much smaller coefficient of Raman shift, which generates and enriches the unobtainable laser wavelength in this band. In our previous work, we demonstrated a subwatt 1.65 μm FGRL based on D2-filled hollow-core photonic crystal fibers (HC-PCFs) [16], and then further improved its output power [17]. However, both of them sealed the output end in a customized gas chamber, making the system bulky and poorly stabilized, which limits its application in the future.



Here, we report a 1.65 μm all-fiber tunable pulsed FGRL based on D2-filled HC-PCFs. The all-fiber gas cavity is fabricated by fusion splicing a 49 m high-pressure deuterium-filled HC-PCF with two solid-core single-mode fibers at both ends. When pumped by a homemade fiber amplifier at 1.5 μm band, the pure rotational SRS occurs in the gas cavity, generating first-order Raman lasers ranging from 1643 nm to 1656 nm. The maximum output Raman power of ~1.2 W at 1645 nm is obtained with the repetition frequency of 2.2 MHz when pump power is at the maximum. The Raman conversion efficiency inside the cavity is ~45.6%. This work enriches the research on FGRLs and provides a convenient choice for generation of fiber lasers operating at the 1.6–1.7 μm band.




2. Experimental Setup


Figure 1a shows the schematic diagram of experimental setup, which is similar to our previous work [15], but a longer HC-PCF is introduced. A homemade narrow-linewidth pulsed Erbium-doped fiber amplifier (EDFA) seeded by a tunable laser diode at 1.5 μm works as the pump source. The width of the output pulse is 20 ns and it remains the same when the repetition frequency or output power changes. The repetition frequency is adjustable, and the power characteristics are basically the same, with the pulse width of 20 ns in different repetition frequency. The pump source can be tuned in the range of 1538 nm to 1545 nm, which retains the similar characteristics when the wavelength changes. Figure 1b–d show the output spectrum of the EDFA with different operating wavelengths when the output power is the maximum of ~7 W. It can be seen that although the amplified spontaneous emission is generated during the amplification, it can always be well suppressed. An ultra-low-loss fiber coupler with the measured coupling ratio of 99.06:0.94 is spliced to the pigtail of the EDFA to monitor the real output power. Its signal end is spliced to the port1 of a circulator, which is introduced to protect the pump source and measure backward light at port3, as marked in the figure. The loss of the circulator from port1 to port2 is ~0.67 dB. An all-fiber gas cavity is fabricated by a 49 m long HC-PCF (HC-1550-02, NKT Photonics) and two solid-core single-mode fibers (SMF-28e, Corning), as shown within the dashed box in Figure 1a. One of the solid-core fibers is employed to be the input end of the cavity, which is spliced with the circulator port2 and one end of the HC-PCFs, respectively. After being vacuumized, the HC-PCF is inflated with high-pressure D2 and stands until the gas pressure is balanced. Then the other end that was sealed in the gas chamber is spliced to another solid-core fiber, which works as the output end of the gas cavity. The final gas pressure in the cavity is estimated to be 25.5 bar by calculating the time and gas leakage ratio. The core diameter of the HC-PCFs is 10 μm and its cross section by optical microscope is shown in Figure 1e. Due to the similar mode field diameter (~9 μm) of SMF-28e and HC-1550-02, the loss of fusion splicing directly is acceptable. The losses of the fusion splicing points marked as splice1 and splice2 are 1.4 dB and 2 dB, respectively. Two lenses with the focal length of 15 mm are placed at the output end of the gas cavity and the circulator port3 separately to collimate the output beam. Two long-pass filters (transmission ~95% > 1600 nm) play the role of separating the pump light and Raman light.




3. Results and Discussion


3.1. Spectrum Characteristics


Figure 2a shows the measured output spectrum with different pump wavelengths when the pump source works at the maximum output power. The repetition frequency (RF) is set to 4 MHz. When pumped by the lines at 1538 nm to 1550 nm, the pure rotational SRS of D2 occurs in the cavity, generating Raman lines ranging from 1643 nm to 1656 nm with the Raman shift of ~414 cm−1. Each pump line corresponds to only one Raman line. Figure 2b shows the fine spectrum of the Raman line at 1645 nm (in red line) and the pump line at 1540 nm (in blue dotted line), respectively. It can be seen that the central wavelength of the pump line is at 1539.9 nm. For ease of expression and readability of the paper, we express it as 1540 nm.



Figure 3a presents the measured transmission spectrum of the HC-PCF, covering 1530 nm to 1760 nm. When the pump wavelength is set to 1540 nm, we measured the output spectrum with different RF at the maximum output power, as shown in Figure 3b–f. It can be seen in Figure 3b that when the RF is 1 MHz, due to the high peak power, more than one Raman line occurs in the gas cavity. In addition to the pump line at 1540 nm and the first-order Raman line at 1645 nm, there are 3 s order Raman lines. The lines at 1695 nm, 1730 nm and 1765 nm correspond to the frequency shift of ~179 cm−1, ~298 cm−1 and ~414 cm−1, respectively. High peak power of the pump pulse is more likely to exceed the high-order Raman threshold, leading to the cascaded Raman conversion. The output power of the first-order Raman laser and its conversion efficiency may be reduced in this case. Compared with H2, D2 has a much smaller coefficient of Raman shift, permitting the existence of some high-order Raman lines in the transmission band of the HC-PCF. It not only enriches the output wavelength in 1.7 μm band, but also makes it possible to realize the cascade Raman laser output if the fiber Bragg granting is introduced.



When the RF is 2 MHz in Figure 3c, besides the pump lines and the first-order Raman lines, there is only a weak second-order Raman line at 1765 nm due to the reduction of the pulse peak power. It also indicates that for D2 inside the gas cavity, the rotational SRS whose Raman shift is ~414 cm−1 corresponds to the stronger Raman gain (both the frequency shifts of these two Raman lines are ~414 cm−1).



Interestingly, when the RF is set to 3 MHz in Figure 3d, there are two second-order Raman lines at 1695 nm and 1730 nm again. This can be explained by the following theory. For the gas cavity, we regard it as a special resonant cavity formed by the 49 m HC-PCFs and two fusion splicing points (splice1 and splice2). Its average refractive index is ~1, so the resonant frequency can be calculated through the formula: υp = qc/2L, where υp is the resonant frequency, q is a positive integer (the number of the pulse round trip through the cavity), c is the speed of light (2.997*108 m/s) and L is the length of resonant cavity. In our work, L is 49 m; then the υp can be calculated to be ~3 MHz when the q is 1. For the pump pulse RF of 3 MHz, it is consistent with the resonant frequency. While the pump pulses oscillate in the cavity, they can coincide with previous pulses, which means that the resonant cavity can provide positive feedback to reduce the Raman threshold and benefit the conversion. Therefore, there are still high-order Raman lines in this case. The absence of the line at 1765 nm is mainly due to the high transmission loss and the lower peak power. Furthermore, the specific Raman threshold power has been measured, as discussed in the following Section 3.2. Power Characteristics, which also supports this theory.



As we can see in Figure 3e,f, there are no high-order lines when the RFs are 4 MHz and 5 MHz, which is due to the continuous decrease of the peak power. It should be noted that when the RF is 5 MHz, the intensity of the first-order Raman line at 1645 nm is 3.065 dB weaker than that of the pump line at 1540 nm, which indicates the insufficient conversion in the gas cavity.




3.2. Power Characteristics


To explore the maximum output power and the corresponding conversion efficiency of the first-order Raman laser at 1645 nm, we measured the power characteristics with the RF of 2 MHz, 4 MHz and 5 MHz, as shown in Figure 4. All the powers in the figure are the average powers of the pulse train. The power characteristics with the RF of 1 MHz or 3 MHz are not measured due to their complex spectrum characteristics (as shown in Figure 3), which have multi-wavelength output at the maximum pump power and cannot separate the unwanted lines easily. The incident pump power is the output power of the circulator port2. Figure 4a,b show the characteristics of forward Raman power and pump power. It can be seen that the Raman threshold average power with the RF of 2 MHz is much lower than that of the RF in 4 MHz and 5 MHz, as the peak power of pump pulse in 2 MHz is much higher. When the incident pump power exceeds threshold power, all the curves of the pump power drop and Raman power increases gradually. The maximum forward Raman power of ~1.13 W is achieved at the maximum pump power when the RF is 2 MHz. Figure 4c presents the backward Raman power characteristics. Obviously, backward Raman power is much lower than forward Raman power, as it is reflected by the splice2. We calculated the ratio of the maximum backward Raman power to the maximum forward Raman power; the value is ~3.28%, ~15.94% and ~16.92% when the corresponding RF is 2 MHz, 4 MHz and 5MHz, respectively. This indicates that the high RF is conductive to the amplification of the backward Raman power. The curves of backward pump power in Figure 4d are basically the same, and the reason is that they are incident pump power that is reflected by the splice1. All the pump powers in Figure 4d keep increasing as the incident pump power increases.



Figure 5a shows the evolution of the Raman threshold average power and peak power with different RF of the pump pulse. Here we define the Raman threshold power as the minimum pump power coupled in the HC-PCF when the first-order Raman laser can be detected by the OSA at the output end of the cavity. We measured the Raman threshold power with the RF from 1 MHz to 5 MHz; it can be seen that except for the case with the RF of 3 MHz, all the peak power of the Raman threshold is basically the same and the Raman threshold average power increases with the increasing of the RF. This is not unexpected, because the peak power of the Raman threshold is constant for a certain cavity, which is mainly determined by the gas pressure inside the cavity or the length of the HC-PCF. However, when the RF of 3 MHz is consistent with the resonant frequency mentioned above, the positive feedback caused by the cavity and the coincidence between pulses greatly reduce the peak power of the Raman threshold. Therefore, its threshold characteristics differ from those of the other RF, meaning that there may be high-order Raman laser when the pump power increases in this case, as discussed above. Furthermore, we also measured the threshold power with the RF of 6 MHz, which is another resonant frequency of the cavity (the corresponding q is 2), as shown in Figure 5a. It can be seen that its peak power of the Raman threshold is the same as that of 3 MHz, but the Raman threshold average power is double, which is because the RF of 6 MHz is the double of 3 MHz. This confirms the conclusion and provides a new way for realizing multi-wavelength FGRL with all-fiber structure. Moreover, we calculated the total Raman power and internal Raman power (Raman power inside the gas cavity) with different RF when the pump power is at the maximum, as shown in Figure 5b. The Raman power at 1645 nm with RF of 1 MHz or 3 MHz is not obtained because of the existence of the high-order Raman power with low-threshold characteristic. Obviously, the maximum Raman power can be achieved when the RF is 2 MHz. The total Raman power is ~1.16 W, and the internal Raman power is calculated to be 1.85 W, which is much higher than that with other RF.



Then, we changed the RF in steps of 200 kHz and measured their Raman power characteristics, as shown in Figure 6. As shown in Figure 6a,b, both the maximums of forward and backward Raman power are achieved at the maximum pump power when the RF is set to 2.2 MHz. When the RF is 1.6 MHz and 1.8 MHz, the corresponding Raman powers increase at first, but decrease later when the incident pump power is high enough. This is mainly because the peak power of the pump pulse with these RF is higher than that of the other RF, and the first-order Raman laser is converted into high-order Raman laser when its power is high enough. However, due to the high transmission loss, the power of the high-order Raman laser is exhausted and cannot be measured. Figure 6c shows the evolution of the total and internal Raman power with different RF when the pump power is at the maximum, respectively. The maximum total Raman power of ~1.2 W is obtained when the RF is 2.2 MHz, and the corresponding internal Raman power is ~1.9 W. Its optical–optical conversion efficiency is ~21.2% and the corresponding conversion efficiency inside the cavity is ~45.6%. By contrast, the power with the RF of 1.6 MHz and 1.8 MHz is much lower than that with other RF, which is mainly due to the high-order Raman conversion. Figure 6d presents the maximum optical–optical conversion efficiency with different RF. The efficiency inside the gas cavity without the loss caused by splice1 and splice2 is also calculated. This shows that the maximum of total conversion efficiency is above 20% with different RF, but when the splice loss is considered, the efficiency is more than 40%. It enlightens us that if the splice loss of the gas cavity can be optimized, the conversion efficiency can be further improved.




3.3. Pulse Shapes


Figure 7 shows the shapes of output pulse when the maximum is obtained with the pulse RF of 2.2 MHz. A bandpass filter (1530–1570 nm) and a long-pass filter (transmission ~95% > 1600 nm) are used for separating pump pulse and Raman pulse. The pulse can be detected by a fast photodetector (EOT ET5000) and a broadband oscilloscope (Tektronix MDO3104). It can be seen from Figure 7a that the shape of the residual forward pump pulse has a dip in the middle. The reason is that for a pump pulse in the cavity, only the part with higher energy can exceed the Raman threshold power and be converted into the Raman pulse, which results in the dip at its middle part. Thereby, the width of the Raman pulse is close to that of the dip, which is narrower than the pump pulse. Backward pulse shapes in Figure 7b differ from those of the forward pulse. It can be seen that pump pulse and Raman pulse are not caught at the same time, and there is a ~330 ns time delay. As analyzed above, the backward Raman pulse is reflected by the splice2, which has quite a low power, leading to the weak intensity of the measured pulse shape. The transmission length of the backward Raman pulse is double the length of the gas cavity (~100 m), which causes the time delay of ~330 ns.





4. Conclusions


We have demonstrated a 1.65 μm all-fiber tunable FGRL based on the pure rotational SRS in the D2.-filled HC-PCFs. An all-fiber gas cavity is realized by a 49 m long HC-PCF and two solid-core fibers. Pumped by a 1.5 μm homemade pulsed EDFA, 1643 nm to 1656 nm Raman laser is generated in the gas cavity. The maximum output power of ~1.2 W at 1645 nm is obtained when the pump laser is at 1540 nm. The efficiency inside the cavity is ~45.6%; however, the corresponding total conversion efficiency is only 21.2% due to the relative high splicing loss at present, which could be greatly reduced by more precise mode field matching methods [19,20]. This work provides a convenient alternative choice for generation of fiber lasers operating at 1.6–1.7 μm band. By optimizing the length of HC-PCF and reducing the loss of the splicing point, the conversion efficiency and output laser power could be greatly improved.
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Figure 1. (a) The schematic diagram of experimental setup. OSA: optical spectrum analyzer. EDFA: Erbium-doped fiber amplifier; (b–d) the output spectrum of the EDFA at the maximum output power; (e) the cross section of the used HC-PCFs by optical microscope. 
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Figure 2. (a)The output spectrum of the fiber gas Raman laser pumped by different pump wavelengths at the maximum output power. (b) The fine spectrum of the Raman lines at 1645 nm (in red line) and the pump lines at 1540 nm (in blue dotted line). 
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Figure 3. (a) The measured transmission spectrum of the HC-PCF. (b–f) The output spectrum of the fiber gas Raman laser pumped by the pulse with different RF at the maximum output power. 
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Figure 4. The output power characteristics of the fiber gas Raman laser with the repetition frequency of 2 MHz, 4 MHz and 5 MHz: (a) forward Raman power; (b) forward pump power; (c) backward Raman power; (d) backward pump power. 
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Figure 5. (a) The evolution of the Raman threshold average power and the corresponding peak power with repetition frequency ranging from 1 MHz to 6 MHz. (b) The variation of total Raman power and the corresponding internal Raman power inside the HC-PCF with the repetition frequency when the pump power is the maximum. 
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Figure 6. The output power characteristics of the fiber gas Raman laser with the repetition frequency of 1.6 MHz to 2.4 MHz: (a) forward Raman power; (b) backward Raman power; (c) the evolution of the total and internal Raman power with different repetition frequency when the pump power is at the maximum; (d) the evolution of the maximum conversion efficiency with different repetition frequency. 
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Figure 7. The output pulse shapes of the fiber gas Raman laser with the repetition frequency of 2.2 MHz at the maximum pump power: (a) forward output pulse; (b) backward output pulse. 
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