
 

 
Figure S1. EDX reports of analysed spectra recorded on (a) Fe‐Cu‐Z, (b) Fe‐

Cu‐Zag, (c) W‐Fe‐Cu‐Z and (d) W‐Fe‐Cu‐Zag catalysts. 

 


