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Abstract

:

These days, new prosthodontic materials are appearing with the development of digitalization. Among these, the use of polyetheretherketone (PEEK) as the clasp of removable partial dentures has been proposed. The adhesive strength between the PEEK and acrylic resin influences the probability of denture fracture. To investigate the effect of PEEK surface treatments on the shear bond strength to acrylic resin, five surface treatment conditions of PEEK were analyzed: 1. no treatment; 2. ceramic primer application; 3. Al2O3 sandblasting; 4. Rocatec; and 5. Rocatec with ceramic primer application, comparing with a metal primer-treated Co-Cr alloy. Two kinds of autopolymerizing resin (Unifast II and Palapress Vario) were used as bonding materials. The specimens were evaluated to determine the bond strength. Rocatec treatment with ceramic primer application yielded the highest bond strengths (12.71 MPa and 15.32 MPa, respectively, for Unifast II and Palapress Vario). When compared to a metal primer-treated Co-Cr alloy, the bond strength of PEEK to Unifast II was similar, whereas it was about 60% of that to Palapress Vario. Rocatec treatment, combined with ceramic primer, showed the highest bond strength of PEEK to acrylic resin. Treatment of PEEK will enable its use as the clasp of removable dentures and the fixation of PEEK prostheses.
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1. Introduction


Polyetheretherketone (PEEK) is an engineering plastic material that is widely applied in industrial products due to its stable physical properties and high abrasion resistance. Additionally, PEEK can be more aesthetic than metal and conventional thermoplastic resins, enabling its use in the field of dentistry for applications such as implant bodies, implant superstructures, crowns, and fixed partial dentures [1,2,3]. Recently, the use of PEEK as the clasp of removable partial dentures has also been proposed [4,5]. PEEK clasps would be able to reduce the excess force on the abutment teeth, as the elastic modulus of PEEK is approximately 4 GPa. Additionally, low specific weight and high resistance to plaque accumulation, as well as no metallic appearance and allergic factors are preferable for removable partial dentures [6].



Nevertheless, the PEEK material must be strongly affixed to the acrylic resin when using it as a component of dental prosthesis. Acrylic resin is used as a repair material in fixed prostheses, as well as a denture base material. The adhesive strength between the PEEK and acrylic resin significantly influences the probability of denture fracture. Many studies have analyzed the adhesive strength of metal surface treatments to denture base resins [7,8,9,10,11,12,13,14,15,16], suggesting that such treatments lead to improvement in the bending strength of the denture, while providing protection from microleakage between the interface, discoloration, and denture fracture. Studies on the bond strength of PEEK to luting cement or veneering resins for fixed prostheses have been reported [17,18,19,20,21,22,23,24,25]; however, information on the bonding strength between PEEK (applied to the clasp) and acrylic resin is lacking. Other prostheses made of PEEK, such as implant superstructures, crowns, and fixed partial dentures occasionally require fixation using acrylic resin; hence, information on the bond strength of PEEK to acrylic resins is required.



The purpose of this study was to evaluate the shear bond strength of PEEK to acrylic resins, to enable the application of PEEK to the clasp in removable dentures and the fixation of PEEK prostheses, by proposing an effective surface treatment for PEEK to enhance its bond strength.




2. Materials and Methods


2.1. Materials and Specimen Preparation


The materials used for the shear bond strength tests in this study are shown (Table 1). The adherent materials were PEEK and a cobalt-chromium (Co-Cr) alloy, and the adhesive materials were two types of autopolymerizing resins. Surface treatments were: Al2O3 sandblasting, tribochemical silica airborne-particle abrasion (Rocatec system), and ceramic or metal primer applications.



The specimens were disks of 15 mm diameter and 3 mm height. PEEK discs were designed on a computer and machine-milled (RXP500 DSC, Roeders BmbH, Soltau, Germany). Co-Cr alloy discs were prepared using a conventional cast technique. Thereafter, all specimens were manually trimmed, polished under water with 600-grit silicon carbide (SiC) paper, and ultrasonically cleaned in distilled water for 10 min.




2.2. Surface Treatments


The sample groups were divided into:




	
NT: No treatment.



	
CP: Priming with the ceramic primer by using a dental microbrush and air-drying.



	
SB: Sandblasting with 50 μm Al2O3 under pressure (0.3 MPa) for 10 s at a distance of 10 mm, with a vertical angle between the nozzle and specimen surface. This was followed by cleaning ultrasonically for 10 min in distilled water and air-drying [25].



	
RC: Treating with the Rocatec system, which involved sandblasting with 110 μm SiO2-coated Al2O3 under pressure (0.3 MPa) for 13 s at a distance of 10 mm, with a vertical angle between the nozzle and specimen surface, followed by air-drying of approximately 5 s (with the confirmation of surface condition) [26].



	
RCC: Treating with Rocatec (as described above) followed by air-drying and then priming with the ceramic primer by using a dental microbrush and air-drying.



The Co-Cr surfaces were treated as follows:



	
MP: Priming with the metal primer by using a dental microbrush and air-drying.



10 specimens were fabricated for every condition.









2.3. Shear Bond Strength Test


The setup for the shear bond strength test is illustrated in Figure 1.



All specimens were allocated to one of the two bonding resins. A silicone rubber hollow cylinder measuring 5 mm in inner diameter and 5 mm in thickness (Labocone putty, GC Corp., Tokyo, Japan) was attached to the bonding surface of each specimen with silicone putty. An autopolymerizing resin (Unifast II: mixed in powder/liquid ratio of 2 g/1.5 mL) was poured into the cylinder. Unifast II was then polymerized at room temperature (approximately 27 °C) for more than 3 min. The other autopolymerizing resin (Palapress Vario: mixed in powder/liquid ratio of 5 g/3.5 mL) was filled in the same manner. Polymerization was performed according to the manufacturer’s instructions, in a pressure-curing unit (Palamat practic EL T, Kulzer GmbH, Hanau, Germany) at 55 °C and 0.2 MPa pressure for 30 min. The specimens attached with the resin were taken out from the pressure-curing unit and cooled at room temperature. Thereafter, the specimens were carefully removed from the cylinder in a slow manner by hand. All specimens were stored in distilled water at 37 °C for 24 h before testing.



Each specimen was mounted with a special loading jig on a universal testing machine (Autograph AG-X, Shimadzu Corp., Kyoto, Japan). The shear bond strength was evaluated at a crosshead speed of 1.0 mm/min with a load cell of 1 kN. The force at which the bond failed was recorded, and the bond strength was calculated in MPa. The measurements were repeated ten times in every condition.



The cross-sectional surfaces corresponding to bond failure were visually observed with a stereoscopic microscope (Optiphot, NIKON Instech Co., Ltd., Tokyo, Japan) under low-power magnification (100 ×).




2.4. Data Presentation and Statistical Analysis


Means and standard deviations of the shear bond strength were calculated in every condition. Firstly, the means of the PEEK groups were analyzed by two-way ANOVA, followed by Bonferroni’s multiple comparison tests at 0.05 significance levels. The highest value in the PEEK treatments and the value for the Co-Cr alloy were compared by the student’s t-test (p < 0.05). The data were analyzed with a statistical software package (IBM SPSS Statistics version 24.0, IBM Japan, Ltd., Tokyo, Japan).





3. Results


Regarding the bond strength of PEEK to Unifast II and Palapress Vario, means and standard deviations of the shear bond strength are shown (Figure 2). Two-way ANOVA suggested that there were significant differences between treatment groups (F = 265.16, p < 0.001), between resin groups (F = 56.59, p < 0.001), and the interaction between both groups (p < 0.001).



The bond strengths of NT and CP in Unifast II were 3.61 ± 0.95 MPa and 2.61 ± 1.05 MPa, respectively, and no significant differences were found. The bond strengths of SB and RC in Unifast II were 8.45 ± 0.80 MPa and 7.89 ± 0.85 MPa, respectively, and no significant differences were found. The bond strengths of SB and RC in Unifast II were significantly higher than those of NT and CP. The bond strength of RCC in Unifast II was 12.71 ± 0.94 MPa, and was significantly higher than those for the other four treatments.



The bond strengths of NT and CP in Palapress Vario were 3.19 ± 1.06 MPa and 3.55 ± 1.14 MPa, respectively, and no significant differences were found. The bond strengths of SB and RC in Palapress Vario were 10.63 ± 1.53 MPa and 12.31 ± 2.10 MPa, respectively, and no significant differences were found. The bond strengths of SB and RC in Palapress Vario were significantly higher than those of NT and CP. The bond strength of RCC in Palapress Vario was 15.32 ± 1.80, and was significantly higher than those for the other four treatments. Comparing the bond strengths to Unifast II and Palapress Vario in every treatment condition, the bond strengths to Palapress Vario in SB, RC, and RCC were significantly higher than those to Unifast II.



The bond strengths of MP in the Co-Cr and RCC in the PEEK, which showed the highest bond strength in the PEEK materials, are shown (Figure 3). The bond strength of MP to Unifast II was 12.42 ± 3.60 MPa, and was similar to that of RCC. The bond strength of MP in the Palapress Vario was 25.67 ± 4.77 MPa, and was significantly higher than that of RCC.



Stereoscopic microscope observations of the failure cross-section suggested that mixed adhesive/cohesive failures occurred in SB, RC, and RCC treatments of PEEK bonded to Palapress Vario and Co-Cr alloy specimens, whereas adhesive failures were observed in other treatments of PEEK (Figure 4).




4. Discussion


PEEK possesses an aromatic molecular backbone with combinations of ketone (−CO−) and ether (−O−) functional groups between the aryl rings, and is a dominant member of the poly-aryl-ether-ketone (PAEK) polymer family [27]. PEEK has excellent thermomechanical properties, chemical stability, and hydrolysis resistance compared to other plastic materials [4]. PEEK is also a very stable polymer in that it cannot be dissolved by any alkali or acid (with the exception of sulfuric acid). Hence, it is difficult to treat its surface chemically by using general etching agents commonly used in the field of dentistry. Several studies have recommended sulfuric acid etching, air abrasion, or air abrasion with piranha acid etching [28,29]. However, sulfuric acid alters the chemical characteristics of PEEK, owing to the presence of oxygen in the acid, whereas piranha acid breaks the benzene ring [20]. It has been reported that such treatment increases the functional bonding potential of the surface [17,25]. However, PEEK component modification using etching agents at the chairside poses a safety risk. Therefore, five kinds of treatments suitable in a chairside setting were investigated with surface treatments of PEEK. PEEK treated with both Rocatec and ceramic primer had higher bond strengths to both Unifast II and Palapress Vario. According to the manufacturer’s scientific product profile of the Rocatec system, when SiO2-coated 110 μm aluminum oxide is blasted onto the surface, it provides a rough surface and fine triboplasma formation on the blasting surface. The SB and RC treatments with sandblast treatment had significantly higher bond strength compared to the control (NT) due to the mechanical interlocking of the PEEK and acrylic resin. Thus, there were no significant differences between the two. Moreover, RCC, in which the surface treated with Rocatec was applied with the ceramic primer, enhanced more bonding strength. All results considered, the highest bonding strength of RCC may be explained by the mechanism in which SiO2-coated 110 μm aluminum oxide particles remained on the treated surface by Rocatec, and how the surfaces of particles were treated by a silane coupling agent [14,26].



The bond strength to Palapress Vario proved to be higher than that of Unifast II. Reasons for this could be the difference between the resin material flow and the degree of polymerization [30]. Palapress Vario, with the higher-flow resin, can spread into the texture details of a rough surface. The bond strength of PEEK basically depends on the mechanical locking, which is supported by the following findings; the bond strength of NT or CP without mechanical locking showed a similar value in both Unifast II and Palapress Vario, whereas conversely, the bond strength of SB, RC, and RCC with mechanical locking showed a significant difference between Palapress Vario and Unifast II. In addition, the fact that Palapress Vario used a pressure-pot curing method compared to the bench curing method of Unifast II suggests that Palapress Vario has a higher degree of polymerization [8].



Although the bond strength of Co-Cr alloy to the autopolymerizing resin was set as a target for the bond strength of PEEK, the maximum bond strength of PEEK in any treatment was similar to that of Co-Cr alloy in Unifast II and approximately 60% that of Co-Cr alloy in Palapress Vario. This may be because the particle diameters of sandblast in Co-Cr alloy and PEEK materials were 50 μm and 110 μm, respectively. The low flow Unifast II might not spread to the surface texture of 50 μm, whereas high-flow Palapres Vario might spread to the surface. It was reported that the Rocatec silica particles loosely covered the PEEK surface, and silica particles can easily be lost [22,26]. As a result, RCC might show lower bond strength than that of Co-Cr.



Matsumura et al. reported that, on the basis of clinical research, the bond strength of resin composite veneering materials to gold alloy should be greater than 10 MPa [31]. NaBadalung and Powers reported that the Ni-Cr-Be alloy treated by Met-Etch (metal etching gel) or Rocatec yielded a high bond strength (about 19 MPa) to denture base resins, and that the bond strength could be worthy of clinical evaluation [14]. The bond strength of PEEK to autopolymerizing resins, such as Palapress Vario and Unifast II, after the combination of Rocatec treatment and ceramic priming (RCC), meets the first requirement (>10 MPa), and shows promise for clinical use when compared to the work of NaBadalung and Powers.



Although thermocycling to evaluate the sequential changes of bond strength should be undertaken, the thermal expansion coefficient of PEEK is near to that of the denture base materials (and negligible compared to that of metal materials), and it is hypothesized that its influence on bond strength degradation may be small. Finally, it should be noted that the retention of the clasp in the denture base resin is possible by means of mechanical locking, due to the clasp-retaining element shape and chemical bonding due to surface treatment of the clasp-retaining element. Given the elastic modulus of PEEK compared to metals, the clasp-retaining element for a PEEK clasp may need to be thicker and wider than that of conventional metal clasps.




5. Conclusions


Within the limits of the present study, Rocatec treatment, combined with ceramic primer application, showed the highest shear bond strength of PEEK to both Unifast II and Palapress Vario. The bond strength of PEEK to Unifast II was similar to that of Co-Cr alloy, and 60% to that of Palapress Vario. It was suggested that the treated PEEK could be available for the clasp of removable dentures regarding the adherence to the autopolymerizing resin of the denture base.







Author Contributions


Conceptualization, K.K. and T.I.; Formal analysis, K.K.; Funding acquisition, Y.I.; Investigation, K.K.; Methodology, K.K. and T.I.; Project administration, K.K. and T.I.; Resources, K.K.; Supervision, T.I.; Writing—original draft, K.K.; Writing—review & editing, T.M., Y.I. and T.I.




Funding


This work was supported by JSPS KAKENHI Grant Number JP16K11597.




Acknowledgments


We would like to express our gratitude to Nuno Sereno (Invibio Biomaterial Solutions, Lancashire, UK) for the donations of PEEK materials.




Conflicts of Interest


PEEK materials were provided free of charge by Invibio Biomaterial Solutions. The authors do not have any financial interest in the companies whose materials are mentioned in the article.




References


	



Najeeb, S.; Zafar, M.S.; Khurshid, Z.; Siddiqui, F. Applications of polyetheretherketone (PEEK) in oral implantology and prosthodontics. J. Prosthodont. Res. 2016, 60, 12–19. [Google Scholar] [CrossRef] [PubMed]

	



Schwitalla, A.D.; Spintig, T.; Kallage, I.; Müller, W.D. Flexural behavior of PEEK materials for dental application. Dent. Mater. 2015, 31, 1377–1384. [Google Scholar] [CrossRef] [PubMed]

	



Stawarczyk, B.; Thrun, H.; Eichberger, M.; Roos, M.; Edelhoff, D.; Schweiger, J.; Schmidlin, P.R. Effect of different surface pretreatments and adhesives on the load-bearing capacity of veneered 3-unit PEEK FDPs. J. Prosthet. Dent. 2015, 114, 666–673. [Google Scholar] [CrossRef] [PubMed]

	



Zoidis, P.; Papathanasiou, I.; Polyzois, G. The Use of a Modified Poly-Ether-Ether-Ketone (PEEK) as an Alternative Framework Material for Removable Dental Prostheses. A Clinical Report. J. Prosthodont. 2016, 25, 580–584. [Google Scholar] [CrossRef] [PubMed]

	



Tannous, F.; Steiner, M.; Shahin, R.; Kern, M. Retentive forces and fatigue resistance of thermoplastic resin clasps. Dent. Mater. 2012, 28, 273–278. [Google Scholar] [CrossRef] [PubMed]

	



Hahnel, S.; Wieser, A.; Lang, R.; Rosentritt, M. Biofilm formation on the surface of modern implant abutment materials. Clin. Oral Implant. Res. 2015, 26, 1297–1301. [Google Scholar] [CrossRef]

	



Murahara, S.; Minami, H.; Suzuki, S.; Sakoguchi, K.; Shiomuki, D.; Minesaki, Y.; Tanaka, T. Effect of adherend temperature on bond strengths of resin bonding systems to denture base resin and a semi-precious alloy. Dent. Mater. J. 2013, 32, 341–348. [Google Scholar] [CrossRef]

	



Sanohkan, S.; Urapepon, S.; Harnirattisai, C.; Sirisinha, C.; Sunintaboon, P. Shear bond strength between autopolymerizing acrylic resin and Co-Cr alloy using different primers. Dent. Mater. J. 2012, 31, 765–771. [Google Scholar] [CrossRef]

	



Bulbul, M.; Kesim, B. The effect of primers on shear bond strength of acrylic resins to different types of metals. J. Prosthet. Dent. 2010, 103, 303–308. [Google Scholar] [CrossRef]

	



Banerjee, S.; Engelmeier, R.L.; O’Keefe, K.L.; Powers, J.M. In vitro tensile bond strength of denture repair acrylic resins to primed base metal alloys using two different processing techniques. J. Prosthodont. 2009, 18, 676–683. [Google Scholar] [CrossRef]

	



Shimizu, H.; Kurtz, K.S.; Tachii, Y.; Takahashi, Y. Use of metal conditioners to improve bond strengths of autopolymerizing denture base resin to cast Ti–6Al–7Nb and Co–Cr. J. Dent. 2006, 34, 117–122. [Google Scholar] [CrossRef]

	



Suzuki, T.; Takahashi, H.; Arksornnukit, M.; Oda, N.; Hirano, S. Bonding properties of heat-polymerized denture base resin to Ti-6Al-7Nb alloy. Dent. Mater. J. 2005, 24, 530–535. [Google Scholar] [CrossRef]

	



Yoshida, K.; Kamada, K.; Atsuta, M. Adhesive primers for bonding cobalt-chromium alloy to resin. J. Oral Rehabil. 1999, 26, 475–478. [Google Scholar] [CrossRef]

	



NaBadalung, D.P.; Powers, J.M.; Connelly, M.E. Comparison of bond strengths of three denture base resins to treated nickel-chromium-beryllium alloy. J. Prosthet. Dent. 1998, 80, 354–361. [Google Scholar] [CrossRef]

	



NaBadalung, D.P.; Powers, J.M. Effectiveness of adhesive systems for a Co-Cr removable partial denture alloy. J. Prosthodont. 1998, 7, 17–25. [Google Scholar] [CrossRef]

	



Yoshida, K.; Taira, Y.; Sawase, T.; Atsuta, M. Effects of adhesive primers on bond strength of self-curing resin to cobalt-chromium alloy. J. Prosthet. Dent. 1997, 77, 617–620. [Google Scholar] [CrossRef]

	



Chaijareenont, P.; Prakhamsai, S.; Silthampitag, P.; Takahashi, H.; Arksornnukit, M. Effects of different sulfuric acid etching concentrations on PEEK surface bonding to resin composite. Dent. Mater. J. 2018, 37, 385–392. [Google Scholar] [CrossRef]

	



Stawarczyk, B.; Taufall, S.; Roos, M.; Schmidlin, P.R.; Lümkemann, N. Bonding of composite resins to PEEK: The influence of adhesive systems and air-abrasion parameters. Clin. Oral Investig. 2018, 22, 763–771. [Google Scholar] [CrossRef]

	



Stawarczyk, B.; Jordan, P.; Schmidlin, P.R.; Roos, M.; Eichberger, M.; Gernet, W. PEEK surface treatment effects on tensile bond strength to veneering resins. J. Prosthet. Dent. 2014, 112, 1278–1288. [Google Scholar] [CrossRef]

	



Uhrenbacher, J.; Schmidlin, P.R.; Keul, C.; Eichberger, M.; Roos, M.; Gernet, W. The effect of surface modification on the retention strength of polyetheretherketone crowns adhesively bonded to dentin abutments. J. Prosthet. Dent. 2014, 112, 1489–1497. [Google Scholar] [CrossRef]

	



Stawarczyk, B.; Keul, C.; Beuer, F.; Roos, M.; Schmidlin, P.R. Tensile bond strength of veneering resins to PEEK: Impact of different adhesives. Dent. Mater. J. 2013, 32, 441–448. [Google Scholar] [CrossRef]

	



Hallmann, L.; Mehl, A.; Sereno, N.; Hämmerle, C.H.F. The improvement of adhesive properties of PEEK through different pre-treatments. Appl. Surf. Sci. 2012, 258, 7213–7218. [Google Scholar] [CrossRef]

	



Kern, M.; Lehmann, F. Influence of surface conditioning on bonding to polyetheretherketon (PEEK). Dent. Mater. 2012, 28, 1280–1283. [Google Scholar] [CrossRef]

	



Schmidlin, P.R.; Stawarczyk, B.; Wieland, M.; Attin, T.; Hämmerle, C.H.; Fischer, J. Effect of different surface pre-treatments and luting materials on shear bond strength to PEEK. Dent. Mater. 2010, 26, 553–559. [Google Scholar] [CrossRef]

	



Silthampitag, P.; Chaijareenont, P.; Tattakorn, K.; Banjongprasert, C.; Takahashi, H.; Arksornnukit, M. Effect of surface pretreatments on resin composite bonding to PEEK. Dent. Mater. J. 2016, 35, 668–674. [Google Scholar] [CrossRef]

	



Robin, C.; Scherrer, S.S.; Wiskott, H.W.; de Rijk, W.G.; Belser, U.C. Weibull parameters of composite resin bond strengths to porcelain and noble alloy using the Rocatec system. Dent. Mater. 2002, 18, 389–395. [Google Scholar] [CrossRef]

	



Rahmitasari, F.; Ishida, Y.; Kurahashi, K.; Matsuda, T.; Watanabe, M.; Ichikawa, T. PEEK with Reinforced Materials and Modifications for Dental Implant Applications. Dent. J. 2017, 5, 35. [Google Scholar] [CrossRef]

	



Keul, C.; Liebermann, A.; Schmidlin, P.R.; Roos, M.; Sener, B.; Stawarczyk, B. Influence of PEEK surface modification on surface properties and bond strength to veneering resin composites. J. Adhes. Dent. 2014, 16, 383–392. [Google Scholar]

	



Sproesser, O.; Schmidlin, P.R.; Uhrenbacher, J.; Roos, M.; Gernet, W.; Stawarczyk, B. Effect of sulfuric acid etching of polyetheretherketone on the shear bond strength to resin cements. J. Adhes. Dent. 2014, 16, 465–472. [Google Scholar]

	



Vallittu, P.K. Unpolymerized surface layer of autopolymerizing polymethyl methacrylate resin. J. Oral Rehabil. 1999, 26, 208–212. [Google Scholar] [CrossRef]

	



Matsumura, H.; Yanagida, H.; Tanoue, N.; Atsuta, M.; Shimoe, S. Shear bond strength of resin composite veneering material to gold alloy with varying metal surface preparations. J. Prosthet. Dent. 2001, 86, 315–319. [Google Scholar] [CrossRef]








[image: Dentistry 07 00082 g001 550] 





Figure 1. Shear bond strength measurement. 
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Figure 2. Means and standard deviations of shear bond strengths for surface-treated polyetheretherketone (PEEK) and bonded resins. Means with the same uppercase letters indicate no significant difference (p > 0.05) in the treatments. Means with bars indicate a significant difference (p < 0.05) in the two resins. 
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Figure 3. Means and standard deviations of shear bond strengths for PEEK and Co-Cr alloy bonded to resins. Bar indicates a significant difference (p < 0.05). 
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Figure 4. Failure cross-section (stereoscopic observations, 100×). Left: PEEK with Rocatec and ceramic primer (RCC) bonded to Palapress Vario, Right: Co-Cr alloy with metal primer bonded to Palapress Vario. The dashed line shows a boundary between the resin bond area and non-bond area. The arrow indicates resin remaining on the surface. The dotted arrow indicates no resin remaining on the surface. 
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Table 1. Materials used.






Table 1. Materials used.





	
Material

	
Brand Name

	
Manufacturer

	
Lot Number






	
Adherent materials

	
PEEK

	
JUVORA DENTAL DISCS

	
Invibio Biomaterial Solutions, Lancashire, UK

	
Not registered




	
Cobalt-chromium (Co-Cr) alloy

	
AICHROM shot type

	
IDS, Osaka, Japan

	
00121




	
Bonding materials

	
Auto polymerizing resin

	
Unifast II

	
GC Corp., Tokyo, Japan

	
Powder: 1503041 Liquid: 170591




	
Palapress Vario

	
Kulzer GmbH, Hanau, Germany

	
Powder: R010026 Liquid: R010024




	
Surface treatment applications

	
Tribochemical silica airborne-particle abrasion

	
Rocatec Plus

	
3M ESPE, St. Paul, MN, USA

	
613946




	
Ceramic primer

	
Clearfil Ceramic Primer Plus

	
Kuraray Noritake Dental Inc., Tokyo, Japan

	
9V0020




	
Metal primer

	
Metal Primer Z

	
GC Corp., Tokyo, Japan

	
1612152












© 2019 by the authors. Licensee MDPI, Basel, Switzerland. This article is an open access article distributed under the terms and conditions of the Creative Commons Attribution (CC BY) license (http://creativecommons.org/licenses/by/4.0/).






media/file4.png
RCC

@ Unifast [l O Palapress Vario

(edN) yibuauls puog Jeays





nav.xhtml


  dentistry-07-00082


  
    		
      dentistry-07-00082
    


  




  





media/file2.png
F Crosshead speed at 1.0 mm/min

|

Blade for the test

+———PEEK/Co-Cr disc
(15 mm diameter, 3 mm height)

. Autopolymerizing resin

I — Loading jig





media/file5.jpg
Palapress Vario

Unifast Il

R

MP

-E

L 9 B © L o v o
8 8 & & 2 =2

(edwW) yibuans puog Jeays

RCC
on PEEK on Co-Cr

MP

RCC
on PEEK on Co-Cr

L 9 w9 B o 1 o
88 & |

(edW) yibuans puog Jeays





media/file3.jpg
RCC

@ Unifast Il O Palapress Vario

RC

o
(2]

C_ o
@0

L L L

[
(=] w0 o

= 5|
~ -l %
g ©® 2 w o

(ed) yiBuans puog 1eays





media/file1.jpg
F Crosshead speed at 1.0 mm/min

|

4=————————Blade for the test

+———PEEK/Co-Cr disc
(15 mm diameter, 3 mm height)

Autopolymerizing resin

+—Loading jig





media/file7.jpg





media/file0.png





media/file8.png





media/file6.png
Palapress Vario

Unifast I

=

MP

- .

0n O I O I O wu o
™D ™M AN AN —

(edIN) yibuails puog Jeays

RCC
on PEEK on Co-Cr

—r—

MP

on PEEK on Co-Cr

-

©©H O o O L O 1 O
™m ™M AN AN ™ —

(edIN) Yyibuauais puog Jeays

RCC






