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Table S1. The relationship between carving speed, travel speed, carving time and engraving 

width in the sample. 

Sample Carving speed 

(mm/s) 

travel speed 

(mm/s) 

Carving time 

(s) 

Engraving 

width 

(μm) 

Sample 1 1.667  5 18 650 

Sample 2 8.333 5 3 253 

Sample 3 8.333 5 6 300 

Sample 4 8.333 11.667 6 200 

 


