
 
Supplementary Figure S1. SEM analysis of AgNP-loaded hydrogel. (A) The presence of AgNP clusters as 
pointed by arrows inside hydrogel. (B) The analysis of clusters in (A) using EDS. (C)–(H) The corresponding 
EDS spectra showing Ag Lα1 signals in clusters specified in (B). 


