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Supplementary Information 

Figure S1. Shifting redox peak initially observed in linear scans of the IV curve of post-synthetically 
modified Ag2P3I2 “single-wire” devices. 

 

 

 

 

 

 

 

 

Figure S2. Redox peak shifting continued to be observed in cyclical voltammetry which corroborates 
redox activity by revealing a reduction peak. 

  



 

 

 

 

 

 

 

 

 

 

 

Figure S3. SEM images of post-synthetically modified Ag2P3I2 exhibiting splintering along the principle 
axis. 

 


